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CHAPTER I

INTRODUCTION

LI Forward

With the ever increasing need to transfer greater amounts of information, 

communication systems are rapidly being changed over from electrical signals 

being sent over wires to optical signals being sent over high bandwidth optical 

fibers. However, while optics may be superior for many applications such as 

data transmission, electronics are still superior for other applications such 

as the processing of information. Obviously, the high-speed conversion of 

information from optical to electronic form, and the reverse, is a topic of much 

importance.

This thesis is concerned primarily with the development of heterojunction 

bipolar transistors (HBTb) with the ability to be controlled optically. Of par

ticular interest is the ability to convert a microwave signal modulated onto an 

optical carrier into an electrical signal which in turn will be used to iqjection- 

lock a microwave oscillator. The principal application of an optically injection 

locked oscillator is for use in an optically controlled phased array antenna 

system.

1
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L2 Phased Array Antenna Systems

Future generations of phased array antenna systems will require thou

sands of active radiating elements to achieve the necessary ultra-narrow beam 

profiles. Individual monolithic microwave integrated circuit (MMIC) transmit- 

receive modules in the large array must be synchronized to a master oscillator 

for the radiating elements to coherently combine and form a single beam. Con

ventional systems using metal waveguides or coaxial cables quickly become 

too heavy and unwieldy as the number of array elements increases.

Optical fiber links carrying the microwave reference signals on a modulated 

optical carrier have been proposed for the large array systems [1]. This method, 

pictured in Fig. 1.1, has several advantages. First, the optical fibers replace 

metal waveguides or coaxial cables, greatly reducing the weight of the system. 

Second, the master oscillator is protected from possible reflections caused at 

the locked oscillator. Finally, the use of optical fiber insures immunity from 

electromagnetic interference. At the transmit/receive module, the modulated 

light is either converted into an electrical signal and used to injection lock a 

local oscillator, or the light could be used to directly control an active element 

in the local oscillator, thus reducing system complexity.

1.3 Optical Control of Microwave Oscillators

The use of optical signals to control high speed electronic circuits is advan

tageous due to the wide bandwidth of the optical control signals and their in

herent isolation from RF signals. Optical signals can be routed via lightweight 

fiber or monolithically integrated optical waveguides without affecting signals
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Figure 1.1: Phased array system using optical fibers for distribution of the ref
erence oscillations. At the transmit/receive module, the modulated 
light is converted into an electrical signal and used to iiyection lock 
a local oscillator.
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transmitted on microwave waveguides [2].

The optical control of microwave oscillators can be realized in one or more 

of three basic forms: Optical switching, optical tuning, and optical injection 

locking. Figure 1.2 shows the basic characteristics of each approach [3]. With 

optical switching, the intensity of the input light controls the output power of 

the oscillator — primarily applied in a non-linear fashion for turning on and 

off the controlled oscillator. With optical tuning, the intensity of the input light 

controls the output frequency of the oscillator.

Optical injection locking refers to the use of a high-frequency modulated 

optical control signal to fix the frequency of a free-running oscillator. When 

in locked condition, the oscillator will oscillate at the same frequency as the 

injection locking signal. There will be a phase offset <f> between the oscillator’s 

output signal and the injected signal. The phase offset varies by ±90° over the 

injection locking bandwidth <jmar* The injection locking bandwidth and phase 

error were theoretically modeled by Alder [41 in 1946 and are analytically 

represented as

= llVif (1-1)
and

 ̂ = Bin-1 t (i,2)
V wmat /

where w0 is the free running oscillation frequency, w/ocjt is the injection locking 

frequency, Pinj and P0 are the injected power and oscillator output power and 

Q is the quality factor of the oscillator. Q provides a measure for loss in the 

resonant circuit and is defined as

_ _ (average energy stored) . .
(energy loss/second)
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Figure 1.2: Three optical control methods for oscillators: a) optical switching, 
b) optical tuning, and c) optical injection locking.
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Equation 1.1 shows that the injection locking range should have a square 

root dependence on the injected signal power. Furthermore, the quality fac

tor of an oscillator can be experimentally determined by using Eqn. 1.1 in 

conjunction with a controlled injection locking experiment.

Optical tuning and injection locking effects of microwave oscillators have 

previously been studied for GaAs MESFET [5,6,7], and InGaAs/InAlAs MOD- 

FET based oscillators [8,9,10]. However, little work has been done on the opti

cal control of high-speed heterojunction bipolar transistor (HBT) based circuits 

due to difficulties in coupling light into the devices. While FET devices have 

an advantage of easier light coupling through the gate-source and gate-drain 

openings, the use of HBT devices offers several significant advantages.

1*4 Heterojunction Bipolar Transistors for Op
tical Control Applications

Using HBTb as the active devices in microwave oscillator circuits provides 

several advantages [11], The distances that determine carrier transit time 

are controlled by epitaxial growth rather than lithography. Therefore, high 

performance devices are possible without requiring submicron lithography. 

Higher current densities are possible since the entire emitter area conducts 

current rather than just a thin conducting channel. Also, devices are shielded 

from traps in the bulk and surface regions, contributing to a low j  noise and 

trap-induced frequency dependence. This is attractive for low phase noise 

microwave oscillator applications.

For optical control implementations, HBlh again have several advantages 

over MESFETb. The HBT has a greater optical absorption length. The HBT
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also has photocurrent gain. Due to these factors, the HBT has a laxger pho

toresponse which in turn should result in a larger optical tuning range and 

injection locking bandwidth.

Tb use an HBT for optical control, it is important that the photogenerated 

carriers have the maximum effect on the operation of the device. Ideally, 

any photocurrent generated should be amplified by transistor action for best 

responsivity. For the HBT, this would require that all photo-generated carriers 

be either in the base or in the base/collector depletion region. Fortunately, 

due to the heterojunction nature of the HBT, this requirement is intrinsically 

satisfied. Since the emitter is a wider band gap material than the base and 

collector in a single-heterostructure bipolar transistor (SHBT), photons with 

energies less than the band gap of the emitter but greater than the band gap of 

the base will find the emitter transparent and will not be absorbed until they 

reach the desired location.

The primary disadvantage of using HBlb is that light access is difficult 

because standard high-frequency HBT designs utilize a self-aligned emitter 

and base metalization which blocks access to the desired absorption regions. 

In this work, several different novel device designs are used to allow direct 

light access into an HBT.

There is a wide variety of heterostructure materials to choose from when 

designing an HBT. Figure 1.3 shows the band-gaps and lattice constants of 

several common compound semiconductors. For growth on GaAs substrates, 

the AlxGai_rAs ternary alloy and Ino.5Gao.5P offer a wide range of choices for 

lattice matched heterostructures. In the InP system, In.53Ga.47As, In.52Al.43As, 

and the quaternary systems Ini_rGaxAs„Pi_v and IhzGayAli-r-yAs are pos-
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sible choices. In this work, HBTb based on both the AliGai^As/GaAs and 

In.52Al.4sAs/In63Ga.47As heterojunctions have been used.

L5 Optical Modulators

One important issue in the optical control of microwave systems that cannot 

be overlooked, is the availability of stable high frequency modulated optical 

sources. For practical optical systems, the compact size of the semiconductor 

laser makes it the preferred light source. While semiconductor lasers can be 

directly modulated, with today's technology veiy high modulation bandwidths 

are only achieved with operation at high photon densities [12,13] which com

promises the long term reliability of the laser. The use of an external modulator 

in conjunction with a semiconductor laser offers the potential to realize high 

modulation bandwidths in practical systems [14]. This work has investigated 

a semiconductor waveguide intensity modulator based on electroabsorption in 

a blockaded reservoir and quantum well electron transfer (BRAQWET) struc

ture.

L6 Outline of Thesis

The fabrication of HBT devices and optical waveguide modulators is dis

cussed in Chap. II. Specific issues to be addressed are the various wet etching 

processes along with a discussion of the use of a high energy implantation 

procedure to passivating GaAs,

Chapter III presents a study into the use of the quantum confined Stark 

effect (QCSE) in multi-quantum well (MQW) structures to produce optically 

induced microwave oscillations. The negative differential resistance (NDR)
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properties of HBT and p-i-n devices with integrated MQW regions were inves

tigated.

Chap. IV describes the use of indium-tin-oxide to form transparent emitter 

ohmic contacts to allow through-the-top light injection into a self-aligned HBT 

structure. Optically controlled microwave oscillators built with these transis

tors will be discussed along with the limitations of the ITO contact technology.

In Chap. V, a novel HBT structure which allows light to be input from a 

monolithically integrated waveguide is presented. Detailed studies of optical 

mode propagation were used to verify the optical coupling technology. Opti

cally controlled MMIC microwave oscillators made with these devices will be 

described.

Chapter VI presents my work on high speed optical modulators based on the 

BRAQWET structure. In particular, the successful use of a single BRAQWET 

structure to create a high-performance modulator will be described.

Finally, in Chap. VII, I summarize my results and provide suggestions on 

future directions for the continuation of this work.



CHAPTER II

FABRICATION PROCESSES AND DEVICE 
LAYOUT FOR OPTO ELECTRONIC DEVICES

2.1 Introduction

In this chapter, the techniques that were used to fabricate the different 

HBT structures and waveguide optical modulators are presented. Section 2.2

will discuss the individual process steps required for device processing while
*

sections 2 .S-2 .6  will present the different fabrication processes and device 

layouts used for making the devices discussed in the following chapters.

2.2 Processing Techniques

Due to the wide variety of materials used in opto-electronic devices, a wide 

and varied knowledge of the various etching, metalization, and fabrication 

processes is important. In this section, the various wet chemical etching tech

niques utilized for this work are discussed. Also, the use of ion implantation 

for the selective passivation of GaAs and related materials is discussed in de

tail. For discussions on RIE dry etching techniques and ohmic contacts to III/V 

semiconductors, the reader is referred to references [15] and [16].

11
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2.2.1 Wet Chemical Etching
H3 PO4  * H2 O2  * HjO (1:1:20)

The H3PO4 : H2O2 : H2O etch mixture is useful for etching Al*Gai_rAs, 

In.53Ga.47As, and In.52Al.4sAs [17,18]. It is selective against etching P contain

ing compounds. This etch proceeds with the oxidation of the semiconductor 

surface by the H2O2. The oxide is then dissolved by the H3PO4. The etch rate 

in the (1:1:20) concentration is approximately 250 nm/min and scales linearly 

with concentration (eg. (1:1:40) etches at 120 nm/min). This etch has serious 

undercutting problems when the Ni/Ge/Au/Ti/Au ohmic contact is exposed to 

the etch solution. NH4OH : H2O2 : H20  should be used for GaAs etches in 

these cases.

HC1: H3PO4 (1:0 )

The HC1: H3PO4 etch mixture etches InP and InGaP [19). It is selective 

against As containing compounds. HC1 is the reactive species in this etch 

mixture. However, a pure HG1 etch is very fast and results in a rough etch 

surface. H3PO4 serves to slow down the etch rate so that the etched surface is 

smooth. The etch rate of InP with this etchant is about 500 nm/min.

H Br: SBW; H20  (1:10:40)

The saturated bromine water (SBW) mixture is required for removal of 

InGaAsP since H3PO4 : H2O2 : H2O will not etch P containing materials and 

HC1: H3PO4 is selective against As. This etchant is non-selective for most com

pound semiconductor materials [20]. Unfortunately, the etch is non-uniform 

and results in a deeper etch next to masked features than in open areas. Etch 

rates vaxy: 250 nm/min for InP, 140 nm/min for InAlAs and InGaAs, and about
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100 nm/min for InGaAsP.

NH4OH: H2O2 : HsO (16:40:2000)

The ammonium-hydroxide (NH4OH) etch is a very well controlled etchant 

for GaAs and AlGaAs. This etch is selective against In containing compounds. 

In the standard mixture, this etchant has similar etch rates of ~240 nm/min 

for AlsGai_zAs with aluminum content below 50% (which accounts for almost 

all situations encountered in opto-electronic device processing). However, this 

etchant can also provide an excellent selective etch of GaAs over AlGaAs if the 

pH of the solution is controlled [21,22]. For instance, a selectivity of 100:1 for 

GaAs over Alo.3Gao.7Afl is achieved for a mixture with a pH of 8.4.

HC1: H30  (3:1)

The HC1 : H2O (3:1) etchant has been found to provide a selective etch 

for In.B2Al.i3As over In.53Ga.47As [23], Note that in lower concentrations (say, 

1:1), this etchant does not attack either InGaAs or InAlAs. The etch rate of 

InAlAs is approximately 650 nm/min. However, the etch surface is very rough 

— so rough that is appears darkened to the eye. However, since it doesn’t 

etch InGaAs, the surface becomes smooth again once an InGaAs stop layer 

is reached. Etch endpoint detection is possible simply by observing when the 

darkened InAlAs etch surface clears when the InGaAs stop layer is reached. 

This would not be a useful etch without the use of a InGaAs stop layer. Care 

must also be taken as this provides a very fast etch for InP and InGaP.
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2.2.2 0 + Implantation for Passivation of GaAs

Ion implant isolation is an effective and commonly used method for provid

ing electrical isolation between neighboring GaAs semiconductor devices [16]. 

Very high resistivities (> 107 cm) are commonly achieved in GaAs implanted 

with oxygen. The technique relies on the creation of deep level centers by ion 

bombardment which trap the charge carriers in the material. At normal oper

ating temperatures, these deep levels are not significantly thermally ionized 

and therefore the material is rendered electrically passivated [24]. With 0 + 

implantation, the deep level traps are created by implantation damage rather 

than the presence of the oxygen ions. In fact, when 0+ implant isolated GaAs is 

annealed at temperatures higher than 660° C, the crystal damage is repaired 

and compensation effects are cancelled [24].

One useful feature of implant isolation is the ability to selectively passivate 

epitaxial layers. Since electrical passivation is achieved by compensation of 

charge carriers, it is possible to choose implant dosages which will fully com

pensate lightly doped layers while leaving heavily doped layers unaffected. An 

important example of this is in high performance HBT designs [25, 26]. Tb 

reduce the base-collector capacitance, a low dosage implantation is performed 

through the base, collector and sub-collector layers in the regions of the device 

not directly under the emitter mesa structures. The lightly doped collector re

gion is passivated, but the heavily doped base and sub-collector regions are not 

significantly affected. This results in a significant reduction of base-collector 

capacitance while still allowing for low-resistance base and collector contacts.

This production of semi-insulating layers also applies to related compounds 

such as GaP [27] and In.52Al.45As [28]. Unfortunately, the implant isolation
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technique does not work as well with In.53Ga.47As and InP. In these materials, 

the damage centers form donoi>like traps 129]. With careful tailoring of im

plant dosage, compensation of p-type material is possible but the maximum 

resistivity is low (« 106cm). Tbo high of a dosage will cause p-type materials 

to become slightly n-type. Passivation of n-type InP or In.53Ga.47As is basically 

ineffective with maximum resistivities in the 103- 104 cm range.

High Energy Implantation

One important recent development is the use of a single high-energy im

plantation step [30,31] instead of the more common use of multiple implants 

at low ion energies. Figures 2.1 (a) and (b) show TRIM [32] damage profiles 

which compare the use of a multiple keV 0 + implantation sequence to a single 

5 MeV 0+ implant. As can be seen, the single MeV implant produces the same 

vacancy concentrations in the device region as the multiple implant process. 

The heavy damage associated with the stopping of the 0+ ion is confined to the 

substrate where it has no effect on device performance. HBTb fabricated us

ing the standard multiple keV implant procedure show undesirable parasitic 

current components [33] which are possibly due to the presence of implanted 

oxygen atoms in the semiconductor layers near the active device. The use of a 

single high-energy 0+ implantation is therefore preferable for HBT fabrication.

2.3 Circular Emitter HBT Fabrication

The “OPHBT” mask set contains non-self aligned devices with circular emit

ters. Light access is possible through a round hole in the center of the ring- 

shaped emitter contact. A mesa etch to the semi-insulating substrate is used
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for device isolation. There are several different sized devices ranging from 

12  pm to 36 pm diameter emitters with optical access windows ranging from 

4 /im to 20 /tm. Figure 2.2 shows a close up of a single device with a 28 /xm 

diameter emitter and a 12  /im diameter access window. Figure 2.2 also shows 

a diagram illustrating the fabrication process sequence.

Fabrication begins with the emitter mesa etch to etch down to the base layer. 

Since the base layer is thin, a veiy slow etch process must be used and electrical 

surface breakdown probing is used for endpoint detection. The p-ohmic base 

contacts are then evaporated and lifted-off using a positive photoresist process 

such as 1813-tchlorobenzene. Next, the collector mesa etch is performed to 

etch down to the sub-collector layer. The emitter and base ohmic contacts 

are then evaporated and lifted-off using the same positive photoresist process. 

Device isolation is achieved with a final mesa etch down to the semi-insulating 

substrate. At this point, a thin passivation/isolation Si0 2  layer is deposited 

by plasma enhanced chemical vapor deposition (PECVD). This layer serves 

to isolate the device layers from the interconnect metalization. Via holes are 

etched through the SiC>2 layer using REE. Finally, the devices are completed 

with the deposition of thick Ti/Al/Ti/Au for the interconnect metalization.

2.4 Transparent Contact HBT Fabrication

The “HBT2 " mask set is used to make multi-fingered self aligned devices 

which allow light access through a transparent emitter contact. Device iso

lation is achieved using a high energy O* implantation step. Consequently, 

this mask set is limited for use with GaAs-based layer structures as implant 

isolation is ineffective for InGaAs based structures. Emitter contacts are made



Emitter mesa etch

C )Isolation mesa etch

Base contact (lift-off)

Deposit oxide 
(PECVD)

Base mesa etch

Oxide via (RIE)

C )Emitter/Collector 
contact (lift-off)

Interconnect 
metal (lift-off)

1) Emitter Mesa

2) Base Contact

3) Base Mesa

4) Emitter & Collector
Contacts

5) Isolation Mesa

6) Oxide Via

7) Interconnect 
Metalization

Figure 2.2: Fabrication sequence and device layout for the OPHBT mask set.
The device shown here has an emitter diameter of 28 pm and an 
optical access window diameter of 12 pm. Emitter area is over 
600 pm2.
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(etch + lift-off)5 MeV O

f  ITO Emittei 
1 (sputter +

Emitter Contact 
lift-off)

Deposit oxide 
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D
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lift-off)
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Pillar and air-bridge 
for interconnect

Figure 2.3: Fabrication sequence for ITO-HBT devices

using transparent indium-tin-oxide (ITO) which is described in detail in sec

tion 4.2.2. A diagram illustrating the fabrication process sequence is shown in 

Fig. 2.3 and the device layout is shown in Fig. 2.4.

Device isolation is achieved with a single dose high energy 0+ implantation 

(5 MeV, 0+ = 1.7 x 1015cm-2) using 3 pm thick electro-plated Au masks and 

followed by an appropriate anneal (RTA at 560° C in Ar for 20 seconds). Af

ter defining the emitter contacts with patterned image-reversal photoresist, a 

6  nm indium layer is deposited by evaporation. This is followed by a 250 nm
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ITO-HBT Device Layout

1) Implant Mask

2) Emitter Metal

3) Base Metal

4) Collector Etch/Metal

5) Pilar

6) Interconnect

Figure 2.4: Mask set and layout for ITO-HBT device. The device shown here 
has two 2/im x 10/xm fingers for a total emitter area of 40 /im2. 
Optical access is through the emitter contact which must use a 
transparent conductor as the contact material.
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layer of ITO deposited by RF sputtering. Fabrication of the emitter contacts is 

accomplished using an acetone and ultrasound lift-off process. RTA annealing 

for 30 seconds at 450° C completes formation of the ITO ohmic contacts. A wet 

chemical etch using NH4OH: H2O2 : EfeO is performed to reach the base layer. 

The ITO emitter fingers are used as the etch mask. A Pd/Zn/Pd/Au ohmic 

contact is deposited by evaporation for the self-aligned base metalization. The 

emitter ITO is covered by photoresist to block metal deposition during this pro

cess. The Ni/Ge/Au/Ti/Au collector contacts are made using a similar etching 

and lift-off process. Finally, coplanar transmission line patterns suitable for 

microwave probing are defined, and connection to the devices was completed 

with an electroplated Au air-bridge.

2.5 Integrated Waveguide-HBT Fabrication

The waveguide-HBT mask setup makes conventional metal emitter HBTs 

with fully self aligned base contacts. Light access is achieved via a surface 

waveguide which is incorporated into layers beneath the device. This process 

can be used for fabricating either GaAs or InP based devices as device isolation 

is from a mesa etch instead of ion implantation. This process is also used 

with no modifications to fabricate the monolithic microwave integrated circuits 

(MMICs) described in Chap. V. A diagram illustrating the fabrication process 

sequence is shown in Fig. 2.5 and the device layout is shown in Fig. 2.6.

Fabrication of the InP-based devices described in Chap. V begins with the 

emitter contacts. The emitter is defined using an image-reversal photore

sist mask with an undercut profile suitable for a lift-off process. Ti/Pt/Au 

(50/50/150 nm) ohmic contacts were deposited by electron beam evaporation
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Emitter contact 
(lift-off)

Waveguide etch

Base etch

e 5

Collector/sub-interconnect 
contact (lift-off)

C Base contact 
(lift-off)

Deposit oxide 
(PECVD)

Collector etch 
wet chem)

C Oxide via (RIE)

isolation mesa etch

Interconnect 
metal (lift-off)

Figure 2.5: Fabrication sequence for waveguide-HBT devices
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HBT Mask Set

1) Emitter Metal

2) Base Metal

3) Base Mesa

4) Isolation Mesa

5) Waveguide

6) Collector Metal

7) Oxide Via

8) Interconnect

Figure 2.6: Mask steps and layout for waveguide-HBT device. The device 
shown here has a 5pm x 5pm square emitter for a 25 pm2 emitter 
area. Optical access is achieved through the surface waveguide 
which is incorporated into layers beneath the device.
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Figure 2.7: Scanning electron micrograph of etch profile for selective InAlAs 

etch. Two distinct slopes are clearly visible for the 100 nm InGaAs 
cap layer and the 150 nm InAlAs emitter.

and contact definition was completed using an acetone lift-off process. Using 

the emitter metalization as the etch mask, a selective etch process to reach 

the base layer was done in a three step wet chemical etch process. First, the 

100 nm InGaAs contact layer and 50 nm of the InAlAs emitter were removed 

using a 80 second etch in HaPO^HaC^HaO (1:1:40). Then the etch to the base 

layer was completed using HC1:H aO (3:1) which etches InAlAs selectively over 

InGaAB [23], This was followed by a very short InGaAs etch to remove the 

undoped spacer layer. A scanning electron micrograph of the etch profile is 

shown in Fig. 2.7. The necessary undercut profile is clearly evident where the 

InAlAs etch undercut the InGaAs layer.

A photoresist lift-off process was used to define the base ohmic contacts. 

Ti/Pt/Au/T i (50/50/100/10 nm) was used for the self-aligned base metalization, 

The additional Ti layer iB to protect the contact metals during a subsequent
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RIE etch step.

After protecting the exposed base-emitter junction with photoresist, the 

base contact was used as the mask for the mesa etch through the collector. 

The 690 nm collector etch was completed in two steps: The first 500 nm 

was removed in a directional RIE etch and the remaining 190 nm using the 

H3PC>4:H202:H2 0  wet chemical etchant. This method prevents excessive un

dercutting of the base contact metalization during the deep etch. The endpoint 

of the etch was determined using electrical probing to determine the surface 

breakdown voltage of the etched surface.

After depositing Ti/Pt/Au for the collector ohmic contact, the isolation mesa 

etch was performed to remove the sub-collector layer. The optical waveguide 

was then fabricated using a 0.8 pm deep wet chemical etch step. While the 

deep wet etch did result in undercutting of the 3 pm photoresist etch mask by 

about 0.5 pm, the resultant 2 pm waveguide still supports a guided mode. RIE 

etching is not effective for removing the InAlAs waveguide material.

Device processing was completed by depositing a 1 pm PECVD S1O2 layer, 

performing the RIE oxide via etch, and deposition of the thick (2 pm) intercon

nect metalization.

2.6 Waveguide Modulator Fabrication

The Laser-Modulator process creates a single mode ridge waveguide struc

ture with high frequency electrical contacts to both a top contact layer and a 

buried contact layer. This is important for high speed devices grown on semi- 

insulating substrates where a backside contact is not available. The contact 

pads are suitable for microwave probing with a 200  pm pitch "ground-signal”
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Waveguide/ohmfc 
contact (lift-off)

Ridge etch 
(RIE) Isolation etch

Deposit oxide 
(RIE)Sidewall oxide

)Secondary ridge 
etch (RIE) Oxide via (RIE)

C)Bottom contact 
(etch + lift-off)

Interconnect 
metat (lift-off)

Figure 2.8: Fabrication sequence for waveguide modulator

probe. This mask set is effectively used for fabrication of either semiconduc

tor lasers or optical waveguide modulators. The ridge width is 3 /im. The 

total active device width is 2 0  fim with a standard process or 5 /im with the 

double-ridge process. A diagram illustrating the fabrication process sequence 

is shown in Fig. 2 .8  and the device layout is shown in Fig. 2.9.

The fabrication of a GaAs-based modulator proceeds as follows: First, the 

top ohmic contact is deposited, patterned and annealed. Ni/Ge/Au/Ti/Au/Ti 

is used as the top contact. The additional Ti layer serves to protect the Au
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Processing Sequence

1) Ridge Waveguide

2) Bottom Ohmic

3) Isolation Mesa

4) Oxide Via

5) Interconnect

Figure 2.9: Mask etepB and layout for waveguide modulator. The ridge width 
is 3 fim. The total active device width is 20 /im with a standard 
process or 5 ftm with the double-ridge process.
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layer during the subsequent RIE etch processes. A 0.6 pm ridge etch is then 

performed using a combination of RIE and wet chemical etching with the n- 

ohmic contact serving as the etch mask. Then a thick sidewall oxide mask 

is formed by deposition of 1 pm thick conformal PECVD oxide followed by a 

directional RIE etch. This leaves 1 pm oxide sidewalls which are then used as 

a mask in the secondary ridge etch. RIE is used for the deep secondary ridge 

etch. This etch goes through the active device layers and stops in the lower 

cladding layer. The secondary ridge etch is optional. A wet chemical etch to the 

bottom contact layer is performed next using a photoresist etch mask which 

doubles as the lifboff mask for the deposition of the bottom n-ohmic contact. 

After performing an isolation mesa etch, a 1 pm thick PECVD SiC>2 pad oxide 

is deposited. Device processing is then completed with an RIE oxide via etch 

and deposition of thick metal interconnect pads.



CHAPTER HI

PROPERTIES OF HETEROJUNCTION 
BIPOLAR TRANSISTORS WITH 

MULTI-QUANTUM WELL COLLECTOR
REGIONS

3.1 Introduction

This chapter presents work on the study of a novel device — a hetero

junction bipolar transistor (HBT) with a multi-quantum well (MQW) region 

incorporated into the undoped collector region. In dark conditions, the MQW- 

HBT has the same characteristics as a standard HBT. However, with optical 

excitation near the GaAs band-gap energy, these devices have the potential 

for generating optically induced oscillations without the need for the electrical 

feedback network commonly required for microwave oscillators. The theoret

ical basis for this phenomena and some experimental results of our work on 

the MQW oscillators are presented below.

29
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3*2 Oscillations From MQW Devices
3*2.1 The Quantum Confined Stark Effect

The absorption spectrum of a quantum well is greatly modified in the pres* 

ence of a transverse electric field. In particular, the intersubband transition 

energy and excitonic binding energy are reduced with the application of an 

electric field. Figure 3.1 shows the basic effects responsible for the quantum 

confined Stark effect (QCSE). As can be seen, when an electric field is applied, 

the intersubband transition energy is reduced due to a shift from parallel 

square wells to offset triangular wells. This shift has a strong effect on the 

excitonic transition energy £ph, which can be represented as [35]

£pk -  + €t + €h — €tit (3.1)

where £aw is the bandgap in the well region, £e and £h are the electron and hole 

subband energies, and £« is the excitonic binding energy. With the application 

of moderate electric fields, several of the components of Eqn. 3.1 are affected. 

There is a small change in £aw due to the Stark effect in the well material. Due 

to the modification of the envelope functions, there is a significant reduction 

in the subband energies £t and This results in a shift of the absorption 

spectrum to lower energies. Both the heavy hole and light hole resonances 

experience the shift. In addition to this effect, the excitonic binding energy, £**, 

is slightly reduced due to the separation of the electron and hole wavefunctions. 

However, the QCSE is primarily characterized by the intersubband effect as 

the change in excitonic binding energy is an order of magnitude smaller [36].

Figure 3.2 shows the tunability in the absorption spectrum as the applied 

electric field is increased. The large peak is due to the heavy-hole (HH) to first
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(a)

Figure 3.1: Bands tructure of quantum wells illustrating the quantum confined 
Stark effect: (a) Shows quantum well and transition energy under 
equilibrium condition, (b) Under an applied electric field the con* 
fined excitonic transition energy is reduced.
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Figure 3.2: Absorption spectra at various electric fields for a 50 period 
Alo.32Gao.eaAs / GaAs MQW structure with 10.5 nm wells and 
9.5 nm barriers, (from Lengyel et al. [34])
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electron state (El) excitonic absorption in the quantum well. The secondary 

peak arises from the light-hole (LH) to E l exciton. The shift in the absorption 

peak has a quadratic dependence on applied field [37] which is represented

where E is the applied electric field and W is the width of the quantum well. 

The tuning effect combined with the large peak in the room-temperature ab

sorption spectrum is what makes the QCSE so useful. Note that this effect can 

be enhanced by including multiple quantum-wells (MQW) in the same device.

If a fixed wavelength of light is used, increasing the electric field across the 

quantum well will have the effect of “scanning*' the shifting absorption spec

trum across the single frequency. The absorption vs. applied field relationship 

would exhibit a similar profile to the curves in Fig. 3.2. MoBt importantly, if  

the absorption takes place in a photodetector or phototransistor, there will be 

at least one range of electric field values where the photocurrent decreases as 

the applied field is increased, or

At this bias point, the device exhibits negative differential resistance (NDR). 

Therefore, small signal voltage excitations applied to this device will be ampli

fied. While this NDR effect would cause undesirable instabilities in amplifiers, 

it has been utilized to create novel optoelectronic logic [381 and memory [39] 

devices. It is also potentially useful for building oscillators [40].

by [36]

m9e2E2W* (3.2)

(3.3)



3.2.2 NDR Oscillator

In a standard series RLC circuit configuration, the total impedance of the 

circuit as a function of frequency is expressed as

Z(ju) s  R + juiL + J ^ ; .  (3.4)jwC

At the frequency

*  -  7 R '  (3 '6 )

the imaginaiy component of Z(Ju) goes to zero and the loop is said to be in

resonance. The time evolution of an underdamped RLC circuit after excitation

at frequency u0 is expressed by

w(f) a Ae~alcost4;0t , (3.6)

where a is called the damping coefficient and is defined as <* " ft* Equa

tion 3.6 describes an system with exponentially decreasing oscillations where 

the damping is proportional to the series resistance R of the RLC loop.

If the device exhibiting NDR was incorporated into a series RLC circuit, the 

damping coefficient a would become negative. Under these conditions, Eqn. 3.6 

describes a circuit where oscillation build up with time instead of experiencing 

damping. Since a real system cannot support an exponential increase for very 

long, device non-linearities will quickly slow the exponential growth and the 

system will reach a condition of steady state oscillation. This is the basis for 

the NDR oscillator. Since the NDR effect in MQW devices is optically induced, 

oscillators exploiting this effect could be switched on and off by switching the 

excitation light source on and off.
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3.3 Multiple-Quantum-Well HBT

Tb properly take advantage of the quantum confined Stark effect, control 

over the electric field strength across the quantum wells must be achieved. 

In a bipolar junction transistor, the strongest electric fields are found in the 

baa e-collector depletion region due to the 2-8 V reverse bias applied across the 

junction in normal operation. The magnitude of this field is easily controlled 

by ch an g in g  the collector bias voltage while the transistor is in forward active 

mode. In light of these considerations, an MQW-HBT structure was designed 

with the multiple quantum well region in the collector. The collector region was 

left undoped to ensure that all the quantum wells will be in the base-collector 

depletion region where photo-generation of carriers will have the largest effect 

on device operation. Photo-generated holes from photon absorption in the 

quantum wells will be swept into the base by the high electric field and have the 

effect of adding to the base current. This photocurrent will then be amplified 

by transistor action which will lead to greater QCSE effects than would be 

achieved in a simple p-t-n diode structure.

3*3.1 Device Fabrication

The MQW-HBT structure shown in Table 3.1  was grown by molecular beam 

epitaxy. The "OPHBT” device process described in section 2.3 was used to fabri

cate the transistors. Wet chemical etching was employed for the emitter, base, 

and isolation mesa etches. A Ni/Ge/Au/K/Au metalization scheme with thick

nesses of 26/32.5/65/20/200 nm was deposited by evaporation for the emitter 

and collector n-ohmic contacts. For the p-ohmic contacts, an evaporated met

alization of Pd/Zn/Pd/Au (10/10/20/100 nm) was used. A hot-plate anneal for
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Layer Composition Thickness Doping (cm-3)

Cap GaAs 20  nm n = 5 x 1018

Emitter Al.3Ga.7As 250 nm n = 5 x 1017

Base
Al*Gai_*As

(x*0.1-»0.0)
100  nm p = 1 x 1 0 “

TVansition GaAs 60 nm n as 5 x 1016

MQW Collector GaAs 9 nm undoped

20 periods Al.3Ga.8As 8  nm undoped

Subcollector GaAs 500 nm n as 5 x 1018

Substrate GaAs semi-insulating

Table 3.1: Layer structure of MQW-HBT

40 seconds at 400° C was used to complete the formation of the ohmic contacts. 

A SiC>2 layer was deposited by PECVD and oxide via holes were etched using 

an RIE etch process. Device fabrication was completed with the deposition of 

a thick Ti/ALTi/Au (50/800/50/200 nm) interconnect metalization.

3.3.2 MQW-HBT Performance 
DC Characteristics

At DC bias conditions, current-voltage relationships were measured for 

both dark and illuminated conditions. A temperature tunable AlGaAs laser 

diode (SDL-5412) operating between 840 nm and 860 nm was used as the 

light source. Light access to the fabricated devices was through the 4 /4m 

diameter hole in the center of the emitter contact metalization. The incident 

power on the device was about 300 /iW. Current/voltage measurements of the
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Figure 3.3: Current-Voltage relationship of MQW-HBT showing a strong neg
ative differential resistance effect. The external base current is 
50 pA and the incident optical intensity if about 300 /iW.

illuminated transistors clearly show the characteristic exdtonic peaking and 

NDR due to the QCSE. As expected, the optically induced peak in the I-V 

curve was shown to shift as the wavelength of the light was varied. Figure 3.3 

shows I-V curves for two different wavelengths of light illumination along with 

a dark curve. The maximum NDR observed was -397 at A = 843 nm.

Optical Impulse Response

lb  investigate the photoresponse of the MQW-HBTb, short optical excitation 

pulses from a mode-locked dye laser (A = 853 nm) pumped with a NdfXAG laser 

were used. The nominal pulse width of the dye laser pulses was 7 ps with a 

repetition rate of 76 MHz. The response of the phototransistor showed a full 

width at half maximum (FWHM) of r = 60 ps, as shown in Fig. 3.4. This
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Figure 3.4: Optical impulse response of MQW-HBT. The detected response 
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measurement is somewhat broadened due to the 7 ps optical pulse width and 

the 35 ps impulse response of the sampling head of the oscilloscope. The actual 

device response can be extracted using Eqn. A.19, (see App. A)

T’devioe “  p̂iin ** i (3.7)

^device = ^(60ps)2 -  (9ps)2 -  (35ps)2 , (3.8)

d̂evice = 48pS. (3.9)

From the deconvolved FWHM of 48 psf Eqn. A.25 is used to estimate the 

cutoff frequency:

/m b  = —  <48 p s ) - 1 , (3.10)7T
h dB = 9.2 GHz. (3.11)

RF Characteristics

For microwave characterization of the fabricated MQW-HBT devices, an 

HP 8510 Network Analyzer connected to a Cascade probe station was used 

for on-wafer scattering parameter (S-parameter) measurements. Light from 

the tunable AlGaAs laser diode was delivered to the device via a single mode 

optical fiber and positioned using a Cascade fiber optic probe. The optical 

power incident on the device was again about 300 /iW. The S-parameters of 

the HBT in common-emitter configuration were measured from 45 MHz to 

8  GHz at fixed base and collector bias conditions U b  = 80 /tA and V c e  ~ 2.5 V). 

This bias point corresponds to the center of the NDR region on The collector 

current Ic was measured to be 1.3 mA and 4.5 mA under dark and illuminated 

conditions respectively, the I-V curve. The measured S-parameters with and 

without light are shown in Fig. 3.5.
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Figure 3.5: S-parameters of MQW-HBT under both illuminated and dark con
ditions. The transistor was biased at V c e  = 2.5 V and I s  = 80 /iA. 
Collector currents were 1.3 mA and 4.5 mA under dark and illumi
nated conditions respectively. The arrows show the direction the 
curves moved with the application of light. High frequency NDR 
would be indicated by S& being outside the unit circle.
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Figure 3.6: Low frequency impedance measurements of MQW-HBT. The 
quenching of NDR at about 45 MHz is clearly seen.

Although optica] absorption has a significant effect on the S-parameters, 

the measurements show that NDR is not present for all tested frequencies. 

NDR would be indicated by the parameter S22 having a magnitude greater 

than 1. This would put it outside the boundary of the unit circle on the Smith 

chart.

Tb verify that this measurement was not in error, the HBT was tested 

with an HP 4194A Impedance/Gain Phase Analyzer at the same bias and 

illumination conditions, but over a lower frequency range. Figure 3.6 shows the 

real part of the output impedance from 10 KHz to 100 MHz. This measurement 

shows that NDR is indeed present at low frequencies as observed in the I- 

V measurements. However, at about 45 MHz the real part of the output 

impedance becomes positive. A microwave oscillator based on NDR will not be
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Figure 3.7: Measured current gain /121 (— ) and power gain Gmax (— ) ofMQW- 
HBT. At bias conditions la = 2.3 mA and Vcb = 5.5 V, the current 
gain cutoff frequency (fT) and maximum frequency of oscillation 
(/m ax) were found to be 11.7 GHz and 5.8 GHz respectively.

possible using this device.

3.4 Optical Control of Conventional HBT Oscil
lators

Although NDR is not present at microwave frequencies, the MQW-HBT is 

still functional as a heterojunction phototransistor (HPT) [41]. For a 20 pm 

emitter diameter HBT with a 4 pm optical access window, the short circuit cur

rent gain (ha) and the maximum available power gain (Gmox) were computed 

from S-parameter measurements and are shown in Fig. 3.7. With a current 

gain cut-off frequenter (fT) of 11.7 GHz and a maximum frequenter of oscillation 

(/m ax) of 5 .8  GHz, the transistor can be used for making a low GHz optically 

controlled oscillator using a conventional feedback arrangement [42].
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3.4.1 Oscillator Design

Tb design a conventional oscillator, the optical NDR feature that would be 

so helpful must be disregarded. A feedback network must be devised to induce 

NDR at the output terminal.

Ib design the feedback network, the program Libra by the software com- 

pany GEsofwas employed. The S-parameters measured for the HBT were used 

as input to a computer model which simulated the connection of two passive re

active elements to the base and emitter terminals. The collector terminal was 

specified as the output terminal. The two element values were then modified 

to optimally fit the following conditions: [43]

(3.12)

(3.13)

(3.14)

and

Re[Z0 ] < —1 .2Rl ,
6Rc[Z0 ] sm all,6Zij *
SJm[Z0] sm all,SZa

61m [Z0]
6io

___, LARGE. (3.15)

Equation 3.12 ensures that the feedback induced NDR is sufficient to ensure 

startup oscillations with the applied load Ri (commonly Rl = 50). For the 

oscillators designed, Re [Z0) was set to values less then —70 to allow for com

pensation of additional losses in the fabricated circuit. Equations 3.13 and 

3.14 ensure that feedback from the load doesn't effect the free-running oscil

lation frequency. Equation 3.15 optimizes for highest Q factor. Once these 

optimization have been performed, we have a network that can be made into 

an oscillator with the addition of a simple impedance matching network.
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After designing an oscillator for operation at 3 GHz, the optimal component 

values determined by the Libra simulation were converted into microstrip ele

ments so that the circuit could be fabricated. The dimensions of the microstrip 

elements were determined using Libra and a microstrip circuit mask was cre

ated using the program PUFF [44]. The mask was printed directly onto trans

parency film using a standard personal computer laser printer (HP LaserJet 

HP). After transferring the pattern to a photoresist etch mask, the circuit was 

etched into an 1 mm epoxy microstrip board and the HBT was wire-bonded 

into the circuit.

lb  test the microstrip oscillator, the circuit was biased externally through 

bias tees at the same bias condition as used for the original S-parameter 

measurements. The same AlGaAs laser diode was used to illuminate the 

HBT through an optical fiber. A spectrum analyzer was then hooked up to 

the oscillator circuit’s output to check for oscillations. With the HBT biased 

at Vce = 5 V and Ic = 4.5 mA, oscillations were observed at 2.65 GHz. The 

output power level was measured to be -5  dBm (320 pW).

3.4.2 Direct Optical Injection Locking

lb  perform optical injection locking experiments, amplified RF power from 

a sweep generator was superimposed over the DC bias current of a Sharp 

LT015MF0 AlGaAs laser diode to produce high-frequency modulated light. 

The output wavelength of the laser was 830 nm. The modulated light was 

focused directly onto the HBT emitter window. The oscillator output was 

monitored on a spectrum analyzer.

When the oscillator was unlocked but the frequency of the injected signal
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(finj) was close to the oscillating frequency (/„„.), the oscillator output spectra 

contained many sidebands as shown in Fig. 3.8. This is the same effect that 

is observed in microwave injection locking, which has been theoretically ex

plained by Arm and [46]. Once / tnj- was tuned to within the locking range, the 

side bands disappeared and the phase noise in the output spectrum reduced 

markedly as the oscillation frequency locked itBelf to the iqjected signal. After 

the oscillator locks to the injected signal, the oscillation frequency will follow 

finj as long as it stays within the locking bandwidth. Figure 3.9 shows the 

output spectrum of the direct optically iryection locked oscillator at both limits 

of the iqjection locking range. The maximum iqjection locking bandwidth was 

found to be 6 .6  MHz. The injection locking range as a function of the KF gen

erator power used to drive the laser diode is shown in Fig. 3.10 along with a 

similar curve from a microwave injection locking experiment performed on the 

same oscillator. In both cases, the locking range (u>mfl*) follows the predicted 

square root dependence of Eqn. 1.1 which is repeated here for clarity.

where u0 is the free running oscillation frequency. Pi„j and Po are the injected 

power and oscillator output power.

The quality factor, Q, of the oscillator can then be estimated by noting that 

a locking range of 4.3 MHz was observed when the microwave iqjection locking 

power was 15.5 /iW. The output power of the oscillator during this experiment 

was 100 pW, so we determine Q as follows:

Wmnr (3.16)

4.3 MHz 2.65 GHz /15.5/iW
100/i W (3.17)
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and, therefore,

Q o 121. (3.18)

3.4.3 Optical Tuning

By varying the DC bias current of the laser, the optical illumination inten

sity was varied. It was observed that increasing the optical intensity caused 

an increase in the oscillation frequency. A frequency tuning range of 5 MHz 

was observed. This effect is explored further in Chapter IV.

3.5 NDR Response in a p-£(MQW)-n Diode

Since previous studies [40] indicated that the NDR effect should be able 

to produce oscillators at frequencies much higher than 45 MHz, further study 

of this structure was required. The investigated HBT was a N-p-n device.
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Because of this, transistor action is controlled by the flow of holes in the device. 

Since the photo-generated holes have low mobility as compared to electrons, 

the speed of hole escape from the wells and transit to the base layer is possibly 

lim iting  the NDR response.

In theory, a P-n-p MQW-HBT device should avoid this problem because 

photo-generated electrons will be used as the control charges. Since the elec

tron mobility in GaAs is about 20 times larger than the hole mobility, a twenty

fold increase in NDR response may be possible. However, this may not be re

alizable in practice because the P-n-p HBT relies on the injection of the slower 

holes into the collector and their subsequent transfer across the base-collector 

depletion region. Therefore, transit time limited effects can be expected to be 

degraded in this structure. The competition between these two effects will 

serve to confuse the analysis. It would be better to first study the NDR be

havior of the MQW region in the absence of the extra complexity of the HBT 

structure.

Tb this effect, a p-i(MQW)-n diode structure was designed and tested. As 

shown in Table 3.2, the diode has a 30 period Alo.8Gao.8As/GaAs multi-quantum 

well region with 10 nm wells and 8  nm barriers. The total thickness of the i 

region is 0.54 /un. The device was fabricated using the same OPHBT mask 

set as for the MQW-HBT, with the exception that the mesa etch for device 

isolation was performed during the collector etch step and the mesa-isolation 

mask was never used. Consequently, the metalization for the collector contact 

was deposited on the substrate.

lb  study the NDR behavior of the p-i(MQW)-n diode, 850 nm light from 

an AlGaAs diode laser was coupled into the device via the Cascade fiber op-
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Table 3.2: Layer structure of the p-i(MQW)-n photodiode

Layer Composition 'rhickness Doping (cm"3)

p-contact Al.09Ga.95As lOOnm p = 2  x 10“

AlrGai_tAs 50nm n = 5 x 1018

MQW t-region 

30 periods

GaAs

Al.3Ga.5As

lOnm

8nm

undoped

undoped

AlxGai-tAs 30nm n = 1 x 101B

n-contact GaAs 300nm n = 1 x 1018

nee by a factor of 20 when the MQW

tic probe. As shown in Fig. 3.11, the current/voltage relationship of the p- 

i(MQW)-n shows the expected NDR response. The maximum NDR was found 

to be -6427. This is a factor of 20 higher than the NDR observed with the 

MQW-HBT. This is the expected result us the current gain of hfe = 20 will 

increase the negative differential conductcn 

is incorporated into the HBT structure.

lb  study the high-frequency NDR behavior of the p-i(MQW)-n diode, the 

HP 8510 Network Analyzer was again employed. The diode was biased at 

4 V corresponding to the condition of maaimum NDR. One-port S-parameter 

measurements were then performed from i 

measured data is shown in Fig. 3,12. No high-frequency NDR is observed since 

the Su reflection coefficient is inside the unit circle for the entire range of the 

measurement.

This result suggests that the quenching of the NDR at high frequencies 

in the MQW-HBT structure was not due to problems arising from the HBT

50 MHz to 10 GHz.. The plot of the
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Figure 3.11:1/V response of p-i(MQW)-n photodiode under illumination by 
845 nm light

device operation. Since the same absence of high frequency NDR is observed 

in a simple p-i(MQW)-n structure, a more fundamental problem exists. It 

appears that further study of this issue will be necessary.

3.6 Summary

The incorporation of a multi-quantum well region in the collector of an 

HBT has led to a useful phototransistor exhibiting tunable spectral absorption 

response and optically induced negative differential resistance (NDR). The 

current gain of the device serves to increase the NDR effect produced by QCSE 

absorption in the multi-quantum well region. High negative resistance values 

of -397 were observed from this device.

This NDR effect was shown to be quenched at frequencies near 50 MHz,
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Figure 3.12: 5u of p-i(MQW)-n photodiode under A = 850 nm illumination. The 
transistor was biased at 4 V which corresponds to the position of 
maximum NDR in DC measurements. No high-frequency NDR 
is observed.
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although the optical impulse response of the transistor indicates the device 

can be used as a phototransistor at speeds up to 9 GHz. Studies of p-i(MQW)*n 

devices also showed the NDR quenching effect, indicating that the effect is 

not caused by a screening effect from the iqjected electrons in the MQW-HBT 

collector. Further study of this structure will be required before the NDR effect 

can be utilized at microwave frequencies.

The MQW-HBT devices exhibited a current gain cut-off frequency (/r) of 

11.7 GHz and a maximum frequency of oscillation (/mBX) of 5.8 GHz. These 

values were adequate for making a low-GHz microwave oscillator. The MQW- 

HBT was subsequently used to demonstrate direct optical tuning and injection 

locking of an AlGaAs/GaAs HBT oscillator at 2.65 GHz. A tuning range of 

up to 5 MHz and an injection locking range of 6  MHz have been achieved in 

this experiment. However, the large device areas and the lack of a self-aligned 

base contact prevent this device structure from being used for higher frequency 

HBT applications.



CHAPTER IV

DESIGN AND FABRICATION OF 
HETERO JUNCTION BIPOLAR TRANSISTORS 
WITH TRANSPARENT EMITTER CONTACTS

4.1 Introduction

Even with the most optimum layer structures, modem high-performance 

HBT devices require special fabrication layouts in order to operate at their full 

potential. One problem is the thin base layers used. The thin base (ts < 1/un) 

is used to the minimize transit time for electron diffusion across the base, 

and the base layer is highly doped to prevent base punch-through and Early 

effects. However, base sheet resistances can still be high enough to degrade 

device performance. A multi-fingered emitter structure with interdigitated 

base contact electrodes is commonly used to circumvent this problem. Narrow 

fingers serve to reduce the current crowding effects that occur when large 

base currents cause a resistive voltage drop across the a wide emitter region. 

The self-aligned base contact is used to reduce the base resistance by making 

the separation between the emitter and the base contact small. The emitter 

structure is designed with a small overhang and then used as a shadow mask 

for the base contact deposition. With this approach, the distance between the

52
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base contact and the emitter is limited only by the overhang achieved on the 

emitter mesa etch.

lb  improve the performance of the optically controlled oscillators, the high- 

frequency response of the transistors must be improved. It is desirable to 

have an HBT with optical access that uses the standard high-performance 

device structure. However, there is a significant obstacle to realizing direct 

optical coupling with self-aligned HBT devices — the metalizations for the 

emitter and base ohmic contacts block light access to the transistor’s active 

regions as shown in Fig. 4.1. While Chap. HI reports the successful use of 

emitter structures which allow light to pass through the center of a a ring- 

shaped emitter metalization, the trade-offs involved with this method result 

in either limiting high frequency performance due to a large emitter size, or 

reducing optical responsivity due to a small optical access window. A better 

solution would be to use a standard high speed device structure with self

aligned contacts, but with an emitter and/or base contact material that is 

optically transparent. This device is illustrated in Fig. 4.2. Indium-tin-oxide 

was chosen as a suitable transparent conducting material.

4.2 Indium Tin Oxide

Sn-doped IngOa, commonly referred to as indium-tin-oxide (ITO), is an-type 

transparent semiconducting oxide which has been in commercial use since the 

1970’s. ITO films have been used for a multitude of applications including 

liquid crystal displays, solar cells and photodiodes [46]—[50].

ITO is optically transparent for the wavelengths used with GaAs optoelec

tronic devices. The upper limit on wavelength for good optical transmittance is
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Figure 4.1: Cross section of a conventional self-aligned HBT structure show
ing how the emitter and base metalizations block all light accesB 
through the top of the device.

Transparent 
/  Contact

Figure 4.2: Cross section of a self-aligned HBT with transparent emitter con
tacts. Light is able to pass through the emitter and be properly 
absorbed in the base-collector depletion region.
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Figure 4.3: Spectral dependence of transmittance T (— ) and reflectance R 
(— ) of ITO thin film on glass (after Shanthi et al. [51])

A a* 1 pm, as shown in Fig. 4.3. Optical measurements on InjOs single crystals 

[52] show a direct band-to-band electronic transitions at 3.75 eV, so the lower 

limit on wavelength for transparency is A = 330 nm.

ITO has a conductivity of /> = 2 x 104 ~1cm~1 at room temperature [53]. 

This compares to 4 x 106 - 1cm-1  for Au and 2 x 10s - 1cm_1 for heavily doped 

poly-Si. ITO has a refractive index of n = 2 , so, in addition to its favorable 

electrical qualities, it can be effectively used as both a transparent conductor 

and an anti-reflective coating.

ITO films can be deposited using evaporation, chemical vapor deposition 

(CVD), or sputtering [54]. Buffered hydrofluoric add (BHF) can be used for 

etching large patterns into ITO. For small features, ITO can be reliably etched 

using reactive ion etching (RIB). A methane/hydrogen (CH4/H2) plasma will
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provide good selectivity between etching of ITO and GaAs [55]. Alternately, 

if thin films are deposited by sputtering or evaporation, small features can 

be patterned into ITO using a standard photoresist lift-off process. We have 

been able to fabricate small features with dimensions down to 1 pm using 

photoresist lift-off patterning.

4.2.1 ITO as a Transparent Emitter Contact

When placed in direct contact with n- or p-type GaAs, a Schottky contact is 

formed between the ITO and the semiconductor. The barrier height between 

ITO and n-type GaAs has been measured to be 0.67 V [66]. While this effect has 

been utilized to produce highly efficient Schottky photodiodes [48], non-ohmic 

contacts would degrade the performance of HBT devices.

Berger ef al. [57] found that with a similar transparent conductor, cadmium- 

tin-oxide (CTO), the use of a semi-transparent pre-layer of either In or Ag al

lowed formation of ohmic contacts to InGaAs. Similarly, Tu et al. [58] employed 

CTO with a Ag pre-layer to obtain ohmic contacts to p-type GaAs. The pri

mary application of CTO is for long wavelength opto-electronic devices. CTO is 

studied because it has good optical transmittivity at 1.55 pm. For wavelengths 

below 1 pm, ITO is preferred due to its higher conductivity.

Previous attempts to create In^Os ohmic contacts to GaAs were promising 

but incomplete. Cunningham et al. [56] used In doped In^Os to form an ohmic 

contact to n-type GaAs. After a 4 minute 700° C anneal, the In was found to 

diffuse from the ImlngOa into the semiconductor and a semi-ohmic behavior 

under reverse bias operation was observed. However, the forward bias current 

btill had the standard exponential dependence on voltage. Also, the long anneal
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at such a high temperature would allow undesirable dopant diffusion within 

the semiconductor device layers.

For this work, an ITO ohmic contact has been developed and optimized for 

n-type GaAs with a typical specific contact resistance on the order of 10" 4 cm2. 

In pre-layers along with an appropriate annealing sequence are used to allow 

the formation of ohmic contacts.

4.2.2 Optimization of ITO Ohmic Contact to n-GaAs

The ITO films used for this work were deposited by RF magnetron sputter

ing of a 91% L12O3 : 9% Sn0 2  composite target onto unheated substrates. The 

sputter target was constructed by Johnson & Mathey Co. The sputtering was 

performed in a 7 mlbrr Ar ambient at a RF power level of450 W. Before flow

ing the Ar ambient for sputtering, long chamber pump-downs were performed 

to ensure that no appreciable amount of O2 was residual in the chamber. The 

presence of even a small partial pressure of oxygen in the sputtering chamber 

causes a degradation in film conductivity [59],

lb  prevent formation of a rectifying contact to p- or n-type GaAs, a 5-10 nm 

layer of silver or indium was deposited by electron beam evaporation before 

sputtering the ITO. This thin pre-layer is practically transparent and serves 

as an intermediary layer that helps form ohmic contacts. Indium is used for 

ITO/n-GaAs contacts while Ag is used for ITO/p-GaAs contacts. After the post

deposition annealing, the In layer is suspected of forming a thin surface layer 

of InGaAs which will more easily form an ohmic contact with ITO due to its 

lower bandgap. The silver prelayer in ITO/p-GaAs contacts prevents formation 

of a p-n junction between the p-GaAs and the ITO film which is inherently an
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n-type semiconductor. In both cases, the semiconductor must be heavily doped 

( i V > l x  1018) to achieve the ohmic behavior.

Post-deposition rapid thermal annealing (RTA) is required to remove struc

tural defects and improve the electrical and optical characteristics of the film. 

For a 30 second RTA anneal, the ITO film characteristics were found to vary 

depending on the annealing temperature. Figure 4.4 shows the temperature 

dependence of sheet resistance and of A = 830 nm optical transmittance. While 

optical transmittance is shown to increase with temperature for the entire 

range of the test (up the 500° C), the sheet resistance shows a minimum value 

of 1.3 /□  at T = 460° C. At 460° C, the transmittance is 82% which is only 

slightly lower than the maximum observed transmittance of 89%. Figure 4.6 

shows the specific contact resistance as a function of anneal temperature. The 

minimum resistivity of 4.24 x 10“4 cm2 is seen for an anneal at T = 450° C. 

However, since film transmittance is significantly lower for this anneal tem

perature, a T = 460° C anneal was selected for use in the actual device fabri

cation. The contact resistivity at this temperature is only slightly higher with 

Rc = 4.3 x 1 0 -4 cm2.

4.3 ITO-HBT Design and Fabrication

The layer structure for the HBT devices is shown in Table 4.1. Note that the 

GaAs emitter cap layer is made very thin since GaAs will act as an absorbing 

layer for light directed through the top of the device. A transparent higher 

bandgap AlGaAs layer was not used because contact resistivity would be in

creased. The HBT structure was grown on a semi-insulating GaAs substrate 

using a Varian Gen H MBE machine.
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Figure 4.4: Sheet resistance and A = 830 mn transmittance of a 200 nm FTO 
film with a 6  nm In prelayer after a 30 second RTA. anneal. Opti- 
mum transmittance is seen for T > 480° C, while the sheet resis
tance has a minimum at T = 460° C.
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Figure 4.5: Specific contact resistance to n-type GaAs of a 200 nm ITO film 
with a 6  nm In prelayer after a 30 second RTA anneal. A mini
mum contact resistance of 4.2 x 10"4 cm2 is obtained with a 450° C 
anneal.
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Table 4.1: Layer structure of AlGaAs/GaAs ITO-HBT

Layer Composition Thickness Doping (cm-3)

Cap GaAs 2 0  nm n = 5 x  1018

Emitter Alo.25Gao.75As 0.3 pm n « 5 x 1017

Base GaAs 0 .1  pm p = l x  1019

Collector GaAs 0 .6  pm n a 2  x 1016

Sub-collector GaAs 0 .6  pm n = 5 x 1 0 18

Substrate GaAs semi-insulating

Although ITO could be used for both the emitter and base contacts to allow 

maximum light access, ITO is only used for the emitter contact in the HBT 

devices. This is because the contact resistance between ITO and p-type GaAs 

is higher than that of n-type GaAs. Base resistance is a primary factor in 

limiting the high frequency performance of the HBT. The maximum frequency 

of oscillation, fmax, is approximated by [60]

/m"  -  BtRbCbc ' (4,1>

where Rb the base resistance, fr  is the current gain cutoff frequency, and Cbc 

the base-collector capacitance. It is evident that to maximize j maxt Rb must be 

kept as low as possible. Consequently, a standard metallic ohmic contact was 

used for the base contact.

The HBT structure was grown by MBE and self aligned devices with 

2pm x 10pm emitter fingers and interdigitated base contacts were fabricated [611. 

Device fabrication followed the process described in section 2.4. A scanning 

electron micrograph of a fabricated ITO-HBT device is shown in Fig. 4.6.
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Figure 4.6: Scanning electron micrograph of a fabricated ITO-HBT device. The 
pictured device has a 3 finger emitter structure with 2pm X 10pm 
fingers.
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Figure 4.7: Measured current gain A21 (— ) and power gain G max (— ) of ITO- 
HBT. At bias conditions Ic ~ 10 mA and V cb  = 3 V, the current 
gain cutoff frequency (/y) and maximum frequency of oscillation 
(/mor) were found to be 19 and 21 GHz respectively.

4.3.1 ITO-HBT Performance 
DC and RF Characteristics

DC characterization was performed using an HP 4145 Semiconductor Pa

rameter Analyzer. Common-emitter DC measurements showed un iform  cur

rent gains (hjt) of 10-20 and junction ideality factors of 1.01 and 1.43 for the 

b as e-collector and emitter-base junctions, respectively.

Microwave performance of the devices was measured from 45 MHz -  26.5 GHz 

using an HP 8510 network analyzer. The short circuit current gain (fai) and 

the maximum available power gain (Gmar) were computed from the measured 

S-parameters and are shown in Fig. 4.7. At bias conditions Ic = 10  mA and 

V ce  = 3 V, the current gain cutoff frequency (/y) and maximum frequency of
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Figure 4.8: Optical impulse response of ITO-HBT. The detected response 
shows a FWHM of 80 ps. The deconvolved impulse response is 
71 pB,

oscillation (}max) were found to be 19 and 21 GHz respectively.

Optical Impulse Response

Tb investigate the photoresponse of the HBlb, short optical excitation pulses 

from a mode-locked dye laser (A -  853 nm) pumped with a Nd:YA.G laser 

were used. The nominal pulse width of the dye laser pulses was 7 ps with a 

repetition rate of 76 MHz. The response of the phototransistor at Vce = 4 V 

and Is « 50 pA showed a full width at half maximum (FWHM) of rmMI = 80 ps, 

as shown in Fig. 4.8. Taking into account the optical pulse width (rpube = 7 ps) 

and the FWHM of the sampling head response = 35 ps), intrinsic device

response time is can be extracted using Eqn. A.19. (see App. A)

—  / 2  2 2 ^device — y  ̂ ineaa ^pulse ”  ^head i (4.2)
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^device s  \/(80ps)2 -  (7ps)2 -  (35ps)2 , 

^device = 71pS. (4.4)

(4.3)

From the impulse response, the phototransistor bandwidth can be approx

imated using Eqn. A.26,

The highest frequency that the device will work as a photo-transistor is thus 

estimated to be 6.2 GHz.

4.3.2 Effect of Light Absorption

Tb study the high frequency characteristics of the HBTb under optical illu

mination, light with wavelength A = 830 nm from a AlGaAs laser diode was 

directed through the transparent ITO contacts of the device via a fiber optic 

probe system. S-parameter measurements were then performed. The devices 

were externally biased in a common emitter configuration with a constant base 

current h ie x t) and collector voltage V ce- It was found that increasing the in

cident optical power Pinc caused a corresponding increase in collector current 

Ic. This effect is consistent with the photo-generated holes acting to increase 

the device’s total base current /#.

Tb determine if  adding to the base current is the primary effect of optical 

absorption, S-parameter measurements were performed at several different 

optical power levels (Pirlc) but with /B(«t) adjusted such that Ic remained con

stant for all measurements. Assuming current gain remains unchanged under 

illumination, holding Ic constant implies that the total base current Is also 

remains constant. Figure 4.9 compares the measured S-parameters of a two-

(Tdevice)
7T

(4.5)
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finger 5/jm x 20 /im emitter HBT with constant Ic but with two different I b  - 

Pine combinations. As can be seen, the S-parameters show no difference in the 

device’s high-frequency characteristics all the way out to 20 GHz. This verifies 

that the principle effect of optical absorption is to increase the base current.

The optically generated base current (7n(0pt)) and the extrinsic quantum 

efficiency (»/«) of the photo-absorption process can be determined as

and, therefore,

where Pinc is the incident optical power and A is the wavelength of the incident 

light. The extrinsic quantum efficiency was found to be = 0.27 and was 

constant for measurements at different bias and illumination conditions. This 

agrees with the predicted efficiency considering that 50% of the light is blocked 

by the base metalization, transmittance through the ITO was measured at 

85%, and the surface reflection at the air to ITO/GaAs interface (refractive 

index n for ITO is ~ 2) is approximately 30%. This leaves 30% of the incident 

light available for photo-absorption which is consistent with the above figure. 

Efficiency can be improved to a maximum of 40% by designing the thickness 

of the ITO layer such that the ITO forms an anti-reflecting layer.

The optical gain is defined as

where Iph is the optically generated component of the collector current. For 

the measured device, a maximum optical gain of a -  9.0 was observed.

(4.7)

(4.8)
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Frequency: 0.5 -  20 GHz

Figure 4.9: S-parameters of ITO-HBT under both illuminated and dark condi
tions. Both measurements were performed with bias conditions of 
V ce  = 4V and Ic = 10.5mA. The dark measurement was performed 
with all base current supplied electrically, Ib = 0.374/xA. The il
luminated measurement had incident optical power of Pine = 3/xW, 
and the base current lowered to Ip -  .318/tA so that the collector 
current remained the same. The two curves are indistinguish
able all the way to 20  GHz which indicates that the effect of light 
absorption is the same as increasing the device base current.
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Figure 4.10: Diagram of ITO-HBT oscillator circuit

4.4 Optical Control of ITO-HBT Microwave Os
cillators

A 6  GHz oscillator was designed based on the measured S-parameter data 

for the HBTk The feedback network for the oscillator consisted of an inductive 

load of// = 2.4 pH connected to the base and a capacitive load of C = 0.40 pF con

nected to the emitter. An inductive matching network was designed between 

the collector terminal and the 50 load. A diagram of the oscillator circuit 

is shown in Fig. 4.10. Circuits were built on 15 mil Duroid substrates using 

microstrip lines for distributed feedback elements and impedance matching. 

For each oscillator circuit, one transistor was wire bonded onto the microstrip 

board. The HBT was biased externally through bias tees. It was found that 

at V ce  = 5 V and Ic -  4.5 mA, free running oscillations at 5.68 GHz were 

observed with a maximum output power of 7.6 mW. This corresponds to a DC 

to RF power conversion efficiency of 34%.
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4.4.1 Optical Injection Locking

Direct optical injection locking experiments were performed by focusing the 

output of an 830 nm laser diode onto the ITO contacts of the ITO-HBT [62]. 

The light was modulated by superimposing a high power RF signal at 5.68 GHz 

over the diodes DC bias current.

Direct optical injection locking was observed by modulating the superim

posed RF power to the laser diode at frequencies near the free-running oscilla

tion frequency. When the oscillator was unlocked but with the injected signal 

(/in;) close to the oscillating frequency (/opr = 5.68 GHz), the oscillator output 

spectra contained multiple single-sided Bidebands similar to those shown in 

Fig. 3.8. This phenomena is consistent with the expected behavior of unlocked 

oscillators [45]. When /,nj- was tuned to within the locking range, all sidebands 

disappeared and phase noise was significantly reduced.

Figures 4.11 and 4.12 respectively show the free running and optically in

jection locked output spectra of the oscillator. The maximum locking range 

observed for direct optical injection locking was 2.5 MHz and FM noise sup

pression was found to be 17 dB at a 10 KHz offset.

In this experiment, the available locking range was limited by the modu

lation capabilities of the laser diode. At the locking frequencies near 6  GHz, 

the modulation depth of the laser light was very small. Tb determine the ac

tual microwave power induced by the modulated optical signal, a microwave 

injection locking experiment was performed on the same oscillator. With mi

crowave injection, a locking range of 10 MHz was observed with an injection 

locking signal at a power level of -1 0  dBm. The Q factor of the oscillator 

can be estimated by using Adler’s equation (see Eqn. 1 .1) for injection locking
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Figure 4.11: Free running output spectrum of ITO-HBT oscillator

Figure 4.12: Output spectrum of optically injection locked ITO-HBT oscillator
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bandwidth:

Wmox ^  V r 0
(4.9)

10 MHz 6 .8 6 GHz O.lmW (4.10)

which gives

Q b 92.7. (4.11)

Now, by using the Eqn. 4.9 with the calculated value of Q and the measured 

optical injection locking range, the actual microwave power created by absorp

tion of modulated light is estimated to be -2 2  dBm or 6.26 /xW. It is expected 

that a more efficient optical modulation scheme would greatly improve the 

optical injection locking bandwidth. Also, by designing oscillators with lower 

Q factors, higher optical injection locking ranges can be realized.

4.4.2 Optical Tuning

Optical tuning experiments were performed by focusing the output of the 

830 nm laser diode through the transparent ITO contacts of the HBT and then 

adjusting the optical power level by changing the current through the laser. 

Optical tuning effects were monitored by viewing the oscillator's output spec

trum on a spectrum analyzer. It was found that increasing the incident optical 

power from 0 to 16 /xW caused a corresponding increase in oscillation frequency 

of 20 MHz. A maximum optical tuning range of 25 MHz was observed [63].

4.5 Modeling of Device and Circuit Parameters

The oscillation frequency can be approximated as the resonant frequency 

of the ELC loop created by the base inductor, emitter capacitor, and the
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impedance across the base and emitter term inals of the HBT which is both 

resistive and capacitive. Following the analysis in Sec. 3.2.2, this resonant 

frequency is

where Lb is the inductance connected to the base and Cej/  is the series combi

nation of the internal device capacitance and the external emitter capacitance. 

It is evident that, to study the optical tuning behavior of the oscillators, the 

behavior of the impedance presented at the HBFa base terminal must be ex

plored.

The small signal equivalent circuit model for the HBT is shown in Fig. 4.13. 

The forward biased base-emitter junction is represented by two elements: Rje 

is the resistance of the junction, Cye is the junction capacitance which is pri

marily a diffusion capacitance. The reverse biased base-collector junction is 

represented by a depletion capacitance Cje and an isolation resistance Rje.

The equivalent circuit parameters were optimized for a best match to mea

sured S-parameter data taken at several different optical power levels. The 

extracted values were then compared to determine which elements are most 

affected by the photo-generation of carriers within the device. The extracted 

element values for the transistor in the dark condition are shown with the di

agram in Fig. 4.13. Table 4.2 highlights the values that were found to change 

under illumination. A primary effect of the light absorption is a decrease in 

the base-emitter junction resistance R}e which is the expected result when the 

current through a p-n junction is increased. Also, the diffusion capacitance 

Cj. is shown to decrease, corresponding to a decrease in incremental charge

(4.12)
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Figure 4.13: ITO-HBT equivalent circuit model and element valueB with no 
device illumination



73

Table 4.2: Variation of equivalent circuit parameters under several different 
incident optical power levels. Values not listed do not change appre
ciably with Pine’

Pine a Pje <*. Cjc

OfiW 0.969 14.0 0.62 pF 74 fF

CO 0.971 13.5 0.57 pF 77 fF

6 /iW 0.974 13.1 0.53 pF 80 fF

9 fiW 0.976 12.9 0.60 pF 82 fF

12 /iW 0.977 12.7 0.47 pF 85 fF

storage with increased junction current. This effect is not well understood, but 

could be partly due to a re-adjustment of the emitter-base junction parameters 

due to the photogenerated holes. The other values were found to have only 

minor changes.

The optical tuning effects can now be correctly modeled. The circuit between 

the emitter and base terminals is adequately modeled as a series resistance and 

capacitance when considered at a fixed frequency of 6 GHz. In this case, i2e,u,v 

increases from 33.42 to 33.04 and Cevv, v decreases from 1.032 pF to 1.013 pF as 

the incident optical power is increased from 0 to 12 p W. The device capacitance, 

Ce?U{„, is then considered in series with the external inductor (L = 2.4 pH) and 

capacitor (C = 0.40 pF) of the oscillator feedback network. Using Eqn. 4.12, 

The estimated oscillation frequency is found to change from 6.0507 GHz to 

6.0665 GHz for the incident optical power level change of 0 to 12 /*W. This 

represents an increase of 16 MHz which is in veiy good agreement with the 

observed frequency tuning.
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4.6 Alternate ITO Schemes

It is evident from device modeling that the primary limiting factor in the 

ITO-HBT is the high resistance of the ITO ohmic contact, lb  improve the 

contact resistance of the ITO contact, I explored the possibility of using more 

conventional contact materials for the ITO pre-layer. Of particular interest 

was the use of a germanium-gold pre-layer.

4.6.1 Germanium-Gold Contacts

The germanium-gold alloy has become the most widely used metalization 

for n-type ohmic contacts to GaAs. Contact resistivities in the mid 10~7 cm2 

range are commonly achieved using this metalization system.

Ge/Au is deposited in proportions to create a eutectic alloy. This corresponds 

to the mixture which has the lowest melting point temperature. For the Ge/Au 

alloy, the eutectic is formed with 8 8% Au and 12% Ge by weight which 1ms a 

melting point of360° C. When heated to temperatures above 360° C, the Ge/Au 

alloy begins to melt and a reaction takes place between the Au and the gallium 

at the GaAs surface. Gallium is dissolved into the metal leaving vacancies 

which are then filled by germanium from the Ga/Au alloy. Germanium in a 

gallium site forms an n-type dopant. After the annealing process, the surface 

layer of the GaAs becomes doped at concentrations exceeding 2 x 1019 cm-3 

and a low resistance tunneling contact is created [15]. The diffusion depth of 

Go into the surface is dependent on the thickness of the applied Au and Ge 

layers. Commonly, the combined Ge/Au thickness is 100 nm which results in 

a 200 nm diffusion of Ge [64].

In practice, several additional materials are used in addition to the Ge/Au.
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Commonly, the full metalization sequence is Ni/Ge/Au/Ti/Au. Ni serves as a 

wetting agent which prevents “balling up* of the metal [65]. The top Au layer 

is made thick (160-260 nm) and is used to reduce the sheet resistance of the 

contact. The Ti layer is a barrier layer which prevents the top Au layer from 

changing the Ge/Au ratio in the lower contact area.

4.6.2 Experimental Ge/Au/Ti/ITO Ohmic Contact

Since the primary purpose of using an ITO contact is to create a trans

parent contact, the Ge/Au prelayer must be made thin enough to remain 

semi-transparent. The tested contact used a pre-layer of Ge/Au/Ti applied 

in thicknesses of 7 nm, 14 nm, and 4 nm respectively. The Ge and Au layer 

thickness are correctly proportioned to form the eutectic. The Ti layer was 

added to act as a barrier to prevent interdiffision between the Ge/Au and the 

ITO.

Ttest contacts were fabricated on n+-GaAs in the standard TLM pattern 

formation. Pattern definition was achieved using a photoresist mask with a 

suitable undercut profile for lift-off processing. The Ge, Au, and Ti layers were 

first deposited by evaporation, then 200 nm of ITO was deposited using RF 

magnetron sputtering as described in section 4.2.2. After an acetone lift-off 

procedure, the Ge/Au/Ti/ITO contacts were RTA annealed at varying temper

atures to determine the annealing conditions for optimum contact resistivity.

Figure 4.14 shows the specific contact resistance as a function of RTA an

nealing temperature for a 30 second anneal. A minimum contact resistance 

of 4 x 10~8 cm2 is found at an anneal temperature of 400° C. This tem

perature the same as the optimum annealing temperature for the standard
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Figure 4.14: Specific contact resistance of ITO with a Ge/Au/Ti prelayer follow
ing a 30 second RTA. anneal. The contact resistance is unproved 
by one order of magnitude over the In/ITO contact.

Ni/Ge/Au/Ti/Au contacts. This indicates that the Ge/Au contact is indeed form

ing a low resistance contact as predicted. Furthermore, the measured contact 

resistivity is a full order of magnitude lower than that measured for the In/ITO 

contact developed previously.

Unfortunately, as shown in Fig. 4.4, ITO's transmittance after a 400° C 

anneal is only 50%, and the transmittance of the 25 nm metal pre-layer was 

measured to be near 40%. Therefore, this contact only allows 20% of the 

incident light to pass. This would reduce the optical responsivity of the HBT by 

a factor of 4. Furthermore, although the contact resistivity has been improved 

by one order of magnitude, it is still two orders of magnitude worse than that of 

the standard metal ohmic contact. Tb make a very high speed HBT, standard 

metal contacts need to be used, and a different method for light access must 

be found.
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4.7 Summary

This chapter has described the development and successful use of a trans

parent contact HBT for an optically controlled microwave oscillator. The 

transparent contact material used was Smh^Os, commonly referred to as 

indium-tin-oxide or ITO. With the use of an In prelayer, an ohmic contact 

to n-type GaAs was developed and optimized. A specific contact resistivity of 

4.2 x 10~4 cm2 was observed with an ITO/In/n-GaAs ohmic contact. Further 

studies of the ITO contact found that with the use of a Ge/Au prelayer, con

tact resistance is lowered by an order of magnitude at the expense of optical 

transmittance.

Using In/ITO as a transparent emitter contact, self aligned HBTb were fab

ricated with DC current gains of 20-30 and high frequency cutoff frequencies 

of fr  -  19 GHz and fmax = 21 GHz. Using these devices, optically controlled 

microwave oscillators operating near 6  GHz with up to 10 mW of output power 

were built and tested. Direct optical control experiments showed an optical 

timing range of 25 MHz and an optical injection locking range of 2.5 MHz. 

The ITO-HBT has proven to be very promising for use in optically controlled 

microwave circuits operating at low microwave frequencies.



CHAPTER V

HIGH-FREQUENCY HETERO JUNCTION 
BIPOLAR TRANSISTORS WITH GUIDED-WAVE

OPTICAL INPUT

5.1 Introduction

Although the work reported in Chap. IV has shown that IPTT technology 

utilizing transparent ITO emitter ohmic contacts is viable for use in microwave 

frequency optical control applications, the higher emitter contact resistance 

restricts the use of the ITO-HBT to low-gigahertz applications. For higher 

frequencies it is important to use conventional metal-emitter HBT devices. 

As these devices do not allow for through-the-top light input, optical control 

systems using metal-emitter HBTs require an alternate optical signal input 

scheme.

Backside Illumination

In InP-based designs, there is the possibility of supplying the control light 

directly through the substrate. The InP substrate, with a bandgap of Ea = 

1.35 eV, is transparent to light of wavelength A > 0.9 /jm. Since, the InP- 

based opto-electronic devices of greatest interest are designed for operation

78
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at wavelengths between 1.3-1.55 ym, substrate absorption is not a problem. 

There are several disadvantages to backside illumination, however. First, 

it is more difficult to align and focus light into the desired absorbing area 

of small devices. Additionally, the absorption coefficient of In.53Ga.47As for 

1.5 ym light is less than 104 cm-1  [66]. With the 0.5 ym thick absorption 

region common in HBT devices, less than 40% of the available light will be 

absorbed. (Naturally, this is also a problem for top-illuminated structures). 

Fukano et al. [67] designed an InP/InGaAs HBT structure with a reflecting top 

electrode so that the back-illuminated light would pass through the absorbing 

region twice and the optical responsivity would be increased. However, in 

addition to placing restrictions on the device layout such that the top mirror 

will be effective, this method does nothing to alleviate the alignment difficulty.

For AlGaAs/GaAs-based devices, backside illumination is much more dif

ficult. The GaAs substrate represents the lowest bandgap material in the 

system and will be strongly absorbing to optical illumination intended for Al- 

GaAs/GaAs devices. Backside illumination is only possible if  the substrate is 

physically removed beneath the device. This “via-hole” technique has been 

successfully used for large area optical modulators [38, 39]. However, for the 

devices to remain attached to the substrate, the device area must be large 

enough that the opened hole doesn't completely undercut the device. Since 

high-speed HBTs have dimensions on the order of 10-20 ym and the substrate 

via-hole etch must etch through 100+ ym, this technique would be very difficult 

to reliably integrate into an HBT process
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Side Illumination

After eliminating top and bottom illumination, the only remaining direction 

is to bring the control light in through the side. This method overcomes the 

problem with the short optical interaction lengths. With side illumination, 

over 90% of the input light will be absorbed in a distance of only 5 pm. Since a 

small HBT has lateral dimensions of 10 pm or greater, the optical interaction 

length is more than adequate.

Wake et al. [68] have reported an edge coupled InP/InGaAs phototransistor 

in which light is input through the side of the device, lb  achieve this, the 

semiconductor wafer was cleaved directly through the device and light was 

focused right onto the side of the transistor. While this method was successful, 

it has little practical value for integrated structures. Since the transistor is 

directly on the edge of the wafer, electrical interconnects are a serious problem 

and incorporation into a monolithic circuit is nearly impossible.

The ideal solution would be to construct an optical waveguide on the sur

face of the semiconductor wafer to deliver light to the HBT. This waveguide 

could safely go under passive microstrip circuit elements so integration with 

monolithic microwave integrated circuits (MMICs) is possible. This chapter 

describes the successful implementation of an integrated waveguide-HBT de

vice.

5.2 Direct Optical Access via an Optical Waveg
uide

1 have developed a novel HBT structure which allows direct optical access 

without compromising the device operation. The employed method is to supply
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the control light into the bottom of the device through a waveguide that is 

integrated into the device structure. Figures 6 .1  (a) and (b) show diagrams 

illustrating the waveguide and optical path in the waveguide-HBT structure.

An important feature to notice here is that all of the semiconductor layers 

for the waveguide are located beneath the device. There are several advan

tages to this method. Since the waveguide processing is not performed until 

after fabrication of the HBT device has been completed, standard self-aligned 

fabrication methods with metal contacts can be used for optimum performance 

of the HBT device. With the waveguiding layers located beneath the active 

device layers, the device designer is given full flexibility to implement any 

desired performance enhancing features into the HBT layer design. The elec

trical operation of the device in unaffected since the waveguide layers are 

undoped and their electrical behavior is the same as that of the substrate. One 

other important feature is that the fabrication of the waveguide only requires 

one additional mask alignment and etching step. There are no problems with 

integrating the waveguide into monolithic circuit designs. The only restriction 

placed on the device design is that the sub-collector layer must be made of a 

material which is transparent to the light that is intended to be absorbed in 

the b as e-collector depletion region.

5.3 Waveguide-HBT Design
5.3.1 AlGaAs /  GaAs Waveguide-HBT

Design of an AlGaAs/GaAs waveguide-HBT starts with the design of the 

waveguide. From Fig. 5.2 we see that AlrGai_rAs has increasing refractive 

indices for decreasing values of Al ratio x. Tb form the integrated waveguide,
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Figure 5.1: Diagrams of waveguide-HBT showing how an optical waveguide is 
used to inject light directly into HBT (a) Cross sectional view of 
the waveguide showing the location of the optical mode; (b) Side 
view showing propagation of light from waveguide into device.
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Figure 6 .2 : Refractive indices of direct bandgap Al*Gai„tAs at several differ* 
ent wavelengths

Alo.2Gao.8As with refractive index nwg = 3.45 at A = 850 nm was chosen for the 

waveguiding layer. Alo.4Gao.6As with refractive index riel = 3.34 was chosen 

for the lower cladding layer. The thicknesses of the waveguide and cladding 

layers were determined by iteratively performing computer simulations of the 

optical mode profiles in the waveguide.

Once the waveguide has been designed, the HBT structure is added with 

only a couple of modification from a standard structure. First, sub-collectors 

in AlGaAs/GaAs HBlb are commonly made of highly doped GaAs to minimize 

bulk resistivity and because ohmic contacts to GaAs are superior to contacts 

made to AlGaAs. Since optical absorption in the sub-collector would prevent 

the input light from reaching the base-collector depletion region, the sub

collector layer must be made transparent by using a higher bandgap material.
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However, the refractive index of the sub-collector cannot be lower than the 

refractive index of the waveguide or else light will remain confined in the 

waveguide layer as it travels under the device. Alo.1Gao.9As satisfies both 

requirements. It is transparent to light of wavelength A > 0.8/im and its 

refractive index of n = 3.62 is greater than that of the Al0.2Ga0.BAs waveguide. 

A thin layer of n+-GaAs is used between the Alo.iGao.eAs sub-collector and the 

undoped GaAs collector to allow for the fabrication of low-resistance ohmic 

contacts.

The remaining layers in the waveguide-HBT design consist of unmodi

fied high-performance HBT layers. The complete design of the AlGaAs/GaAs 

waveguide-HBT is shown in Table 5.1.

One important aspect of this design is that narrow bandgap absorbing 

GaAs is only found in the base and undoped collector layers. The sub-collector, 

waveguide and cladding layers are all higher bandgap AlGaAs. All AlzGai-rAs 

layers have a minimum 10% aluminum content and consequently are trans

parent to light with wavelengths A > 800nm while GaAs will absorb light 

satisfying A < 870nm. Due to the fact that the undoped collector will be com

pletely depleted in normal device operation, light of proper wavelength will 

be absorbed only in the base and the base-collector depletion region. This is 

desirable since in this mode of operation, all of the photo-generated holes have 

the potential to contribute to the HBTs base current.

Optical mode profiles

Optical mode simulations of the waveguide are required to address two 

important issues. First, it is desirable to propagate single optical modes in
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Table 5.1: Layer structure of AlGaAs/GaAs waveguide-HBT

Layer Composition Thickness Doping (cm"3)

Cap GaAs lOOnm n+ = 5 x 1018

Alo.3Gao.7As 50nm n+ = 5 x 1018

Emitter Alo.3Gao.7Afl lOOnm n = 2 x 1017

spacer GaAs lOnm undoped

Base GaAs 80nm p+ = 1 x 1019

Collector GaAs 0.<r:m p = 1 x 1016

Contact Layer GaAs 0.1pm n+ = 5 x 1018

Sub-Collector Alo.1Gao.9As 0.7pm n+s 5 x 1018

Waveguide Alo.2Gao.8As 0.6pm undoped

Cladding Alo.4Gao.6As 1.0pm undoped

Substrate GaAs semi-insulating
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the waveguide region to minimize signal distortion and provide sufficient op

tical confinement. Second, since the GaAs substrate below the lower cladding 

layer is absorbing and has a higher refractive index than the waveguide and 

cladding layers, it is very important that the guided optical mode have negli

gible coupling with the substrate. The number of supported optical modes and 

the mode coupling with the substrate can both be studied with a waveguide 

optical mode simulator.

A computer simulation of the optical mode profile in the waveguiding region 

is shown in Figs. 6.3. The position of the optical mode in the waveguide struc

ture is shown in the inset. The waveguide is shown to support a single optical 

mode. The simulation estimates that the intensity of the optical mode drops 

five orders of magnitude from the peak value before reaching the substrate. 

Consequently, substrate losses are expected to be minimal.

Once the waveguide opens up under the HBT device, however, there are 

five supported optical modes as shown in Fig. 5.4. Since the waveguide layer 

is no longer bordered by a lower index upper cladding, the light will no longer 

be constrained in the one layer. Furthermore, since the upper layer is now 

Alo.1Gao.9As with a higher refractive index, a ray optics analysis predicts that 

the light will deflect up into the device absorption regions. A detailed study 

of the optical coupling from the waveguide into the device will be presented in 

section 5.4.

5.3.2 InAlAs /  InGaAs Waveguide-HBT

The design of an InAlAs/InGaAs waveguide-HBT is somewhat more com

plicated than the AlGaAs/GaAs design. With the ternary InrAli_xAs and
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Figure 5.3: Refractive index profile in y-direction of single mode waveguide 
for direct light injection into AlGaAs/GaAs waveguide-HBT. The 
corresponding optical mode is also shown. The inset shows the 
position of the optical mode within the ridge waveguide.
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der AlGaAs/GaAs waveguide-HBT device. This structure supports 
five optical modes as shown.
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Figure 5.5: Refractive indices of (In.52Al.igAs)I(In.53Ga,47As)i_r and InP as a 

function of wavelength for several different composition ratios 
(from Mondry et al. [69])

IUcGai-rAs systems, there are only two distinct material compositions that 

are lattice matched to the InP substrate: In.52Al.48As and In.53Ga.47As. The 

AlGaAs/GaAs waveguide-HBT required the use of four different materials. 

Fortunately, the InP substrate is a wide band gap material which is transpar

ent to the light used for the HBT, Therefore, InP can also be used in the optical 

layer design. From Fig. 5.5 we see that at A = 1.55 fim the refractive indices of 

In.53Ga.47As, In.52Al.4sAs and InP are 3.6,3.2 and 3.17 respectively.

Since the refractive index of InAlAs is higher than the refractive index 

of InP, the waveguide can be formed using InAlAs for the waveguide layer 

with the InP substrate serving as the lower cladding layer. The thickness 

of the waveguide layer was determined by iteratively performing computer 

simulations of the optical mode profile until a well defined single optical mode
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Table 6.2: Layer structure of InAlAs/InGaAs waveguide-HBT. Note that the 
InP substrate is used as the lower cladding layer.

Layer Composition Thickness Doping

Cap In.63Ga.47As 100 nm n = 1 x 1019

In.62Al.4sAs 60 nm n = 1 x 1019

Emitter In.62Al.4sAs 160 nm n = 8 x 1017

spacer In.53Ga.47As 15 nm p = 2 x 1018

Base In.53Ga.47As 90 nm p = 2 x 101B

Collector In.53Ga.47As 600 nm n ss 1 x 1016

Contact Layer In.53Ga.47As lOOnm n s 2 x  1018

Sub-Collector In.52Al.4sAs 250 nm n a 1 x 1019

Waveguide B1.62Al.4sAs 1.4 pm undoped

Substrate InP semi-insulating

was found.

Once the waveguide has been designed, the HBT structure is added with 

similar modifications as required for the AlGaAs/GaAs structure. InAlAs is 

used instead of InGaAs for the sub-collector to allow the light to pass through 

this layer without experiencing absorption. Also, a thin InGaAs layer is added 

between the InAlAs sub-collector and the undoped InGaAs collector to allow 

for fabrication of low-resistance ohmic contacts. The remaining layers in the 

waveguide-HBT design consist of unmodified high-performance HBT layers. 

The complete design of the InAlAs/InGaAs waveguide-HBT is shown in Ta

ble 5.2
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A feature that is shared with the AlGaAs/GaAs structure is that the narrow 

bandgap absorbing InGaAs is only found in the base and undoped collector 

layers where light absorption is desired. The sub-collector, waveguide and 

cladding layers are all made of higher bandgap InAlAs and InP. The range 

of wavelengths which can be used with this device is bounded by the 0.74 eV 

bandgap of In.53Ga.47As and the 1.35 eV bandgap of InP which encompasses 

the wavelength range of 0.92pm < A < 1.67pm. Note, however, that the single 

mode nature of the waveguide is not guaranteed over this entire wavelength 

range.

Optical mode profiles

A computer simulation of the optical mode profile in the waveguiding region 

is shown in Figs. 5.6. The waveguide is shown to support a single optical mode. 

The confinement of this mode is not as good however. At a depth of 1 pm into 

the InP lower cladding, the mode intensity only drops to 10% of its peak value. 

However, this is acceptable since the InP substrate is thick and does not absorb 

the guided light. The position of the optical mode in the waveguide structure 

is shown in the inset

Once the waveguide opens up under the HBT device there are three sup

ported transverse optical modes as shown in Fig. 5.7. Since the waveguide 

layer is no longer bordered by a lower index upper cladding, the light will no 

longer be constrained in the one layer. Unfortunately, since the sub-collector 

has the same refractive index as the waveguide, the light will not be deflected 

up as strongly as with the AlGaAs/GaAs design. This prediction is supported 

by the fact that three optical modes shown in Fig. 5.7 do not overlap as strongly
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Figure 5.6: Refractive index profile in y-direction of single mode waveguide 
for direct light injection into InAlAs/InGaAs waveguide-HBT. The 
corresponding optical mode is also shown. The inset shows the 
position of the optical mode within the ridge waveguide.
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as seen in Fig. 5.4. A detailed study of the optical coupling from the waveguide 

to the device is presented below.

5.4 Sim ulation of Optical Pulse Propagation

We now study how an optical pulse propagating in the waveguide as a 

single optical mode couples into the HBT structure. Optimum optical coupling 

requires that all light entering from the waveguide be absorbed in the base- 

collector depletion region. Since the lateral dimensions of the HBT device 

are kept small (< 20pm) to reduce capacitances and allow high-frequency 

operation, the input light must be coupled into the collector and be absorbed 

within a comparable distance. Computer simulations can be used to study the 

propagation of light through the complex waveguide-HBT structure.

A time-domain optical wave propagation simulator was used to determine 

how much light will be absorbed within the dimensions of the fabricated 

waveguide-HBT device [70]. This program was developed by my colleague Dr. 

Igor Vurgaftman. The program simulates the propagation of a wave packet 

through a medium of spatially varying refractive indices. The absorption of 

light in selected regions is also correctly modeled. As such, the program is able 

to simulate the propagation of light from the waveguide into the transistor and 

the transit distance required for total absorption.

AlGaAs / GaAs Waveguide-HBT

Figures 5.8 and 5.9 show the simulated propagation of a wave packet that 

is iqjected into the AlGaAs/GaAs waveguide-HBT transistor from the single

mode waveguide. The initial mode profile was determined from the simulated
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waveguide mode profile shown in Fig. 5.3. As such, it corresponds to the 

profile of the optical mode immediately before the light leaves the waveguide 

and enters the region below the HBT. The plots demonstrate the transverse 

profile of the optical wave as a function of the propagation distance. Although 

the program simulates the propagation of a two-dimensional wave-packet, 

the two-dimensional profile is not good for showing time-evolution histories. 

The displayed profile is an average over the entire wave packet to allow one

dimensional profiles to be displayed.

In Fig. 5.8, absorption in the GaAs base and collector has been disabled so 

that the mode coupling behavior can be observed. The optical wave is seen to 

oscillate between the modes characteristic of the initial waveguide and those 

of the HBT structure. It is interesting to note which of the optical modes from 

Fig. 5.4 are evident in in this simulation. Modes 2,3 and 4 are easily identified 

in the propagated mode simulation. This is expected since these three modes 

have the strongest overlap with the initial mode profile from the waveguide.

Figure 5.9 shows the same simulation but with optical absorption in the 

GaAs base and collector regions properly modeled. The absorption coefficient 

used, a -  5 x 10s cm-1, is the estimated value for absorption of 850 nm light 

in GaAs [35]. The results show that almost all of the input light is absorbed 

within a 10 fim distance after entering the device. Thus, this result obtained 

with the aid of the numerical simulator demonstrates the feasibility of the 

proposed AlGaAs/GaAs waveguide-HBT.
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Figure 5.8: Wavepacket propagation in AlGaAs/GaAs waveguide-HBT struc
ture with no simulation optical absorption. The coupling of light 
between the various waveguide modes is evident.
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Figure 5.9: Wavepacket propagation with appropriate optical absoiption to 
simulate actual AlGaAs/GaAs waveguide-HBT device. Almost all 
input light is shown to be absorbed within 10 pm of entering the 
device.
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InAlAs /  InGaAs Waveguide-HBT

Figures 6.10 and 6.11 show the simulated propagation of a wave packet that 

is injected into the InAlAs/InGaAs waveguide-HBT transistor from the single

mode waveguide. The initial mode profile was determined from the simulated 

waveguide mode profile shown in Fig. 5.6.

In Fig. 5.10, absorption in the InGaAs base and collector has been disabled 

so that the mode coupling behavior can be observed. Unlike the fast oscillating 

mode behavior observed in the AlGaAs/GaAs device, here we see a gradual cou

pling from the waveguide mode into the mode designated “mode 1” in Fig. 5.7. 

This is the expected result since the overlap between the device and waveguide 

modes is very small in this device.

Figure 5.11 shows the same simulation but with optical absorption in the 

InGaAs base and collector regions properly modeled. The absorption coefficient 

used, a = 4 x 10s cm-1, is the estimated value for absorption of 1.55 /im light 

in InGaAs [35]. The results show that 56% of the input light is absorbed over 

the 15 fxm interaction length of the actual device. This simulation Bhows that 

the proposed InAlAs/InGaAs waveguide-HBT device is also suitable for optical 

control applications.

5.5 Fabrication and Performance of InAlAs / In
GaAs Waveguide-HBT

The InAlAs/InGaAs waveguide-HBT structure as shown in Table 5.2 was 

grown by molecular beam epitaxy (MBE). Self-aligned HBTb were fabricated 

using the process described in section 2.5, A scanning electron micrograph 

of the fabricated waveguide-HBT is shown in Fig. 5.12. The 2 /*m optical



97

base / waveguide 
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Figure 5.10: Wavepacket propagation in InAlAs/InGaAs waveguide-HBT 
structure with no simulation optical absorption. The coupling 
of light between the various waveguide modes is not as efficient 
as structures having a sub-collector layer with an intermediate 
refractive index.
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Figure 5.11: Wavepacket propagation with appropriate optical absorption to 
simulate actual InAlAs/InGaAs waveguide-HBT device. 56% of 
the input light is shown to be absorbed over the 15 /*m interaction 
length of the actual device.
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waveguide feeding directly under the 5pm x 5/un square emitter is clearly 

visible. A close up the cleaved waveguide facet is shown in Fig. 5.13. Here we 

see the etch profile of the 0 .8  pm phosphoric acid etch and the semi-conform al 

oxide deposition.

DC and RF Characteristics

DC characterization was performed using an HP 4145 Semiconductor Pa

rameter Analyzer. Common-emitter DC measurements showed maximum cur

rent gains (hje) of 15*25 and junction ideality factors of 1.04 and 1.78 for the 

b as e-collector and emitter-base junctions, respectively.

Microwave performance of the devices was measured from 50 MHz -  25.5 GHz 

using an HP 8510 network analyzer. The short circuit current gain (^ i) and 

the maximum available power gain (Gmax) were computed from the measured 

S-parameters and are shown in Fig. 5.14. At bias conditions Ic = 5.5 mA and 

V c e  = 2  V, the current gain cutoff frequency (fa) and maximum frequency of 

oscillation (fmaz) were found to be 32 and 48 GHz respectively. This repre

sents a significant improvement over the performance of previous HBTb with 

through-the-top optical input. Figure 5.15 shows the dependence of the cutoff 

frequencies on collector current fe

lt is fully expected that the cutoff frequencies can be increased into the 

100 GHz range with further material and process development. The MBE 

grown layer structures used for these devices had a non-ideal surface mor

phology due to roughness in the growth interface after growth of the thick 

InAlAs waveguide layer.
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Figure 5.12: Scanning electron micrograph of fabricated waveguide-HBT de
vice. The emitter area is 5/im x 5pm with a total optical interac
tion length of 15 pm.
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Figure 5.13: Scanning electron micrograph of cleaved facet showing cross sec* 
tion of the integrated waveguide. The ridge width iB seen to be 
2 fim.
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AlAs/InGaAs waveguide-HBT. At bias conditions Ic -  5.5mA and 
V ce  “ 2  V, the current gain cutoff frequency (/r) and maximum 
frequency of oscillation (/mQI) were found to be 32 and 48 GHz 
respectively.

N
X

50

40

30

10

0
1 2 3 4 5 6

Ic (mA)

Figure 5.15:/ t  (O) and / mor (+) as a function of collector current Ic for 
InAlAs/InGaAs waveguide-HBT



103

597 pH

590 pH 113 fF

Figure 5.16: Preliminary oscillator design using ideal lumped elements

5.6 OEIC/MMIC Oscillators

With an / mar of 48 GHz, these transistors are well suited for use in mi

crowave oscillators operating at frequencies up to 15 GHz. The program Libra 

by the software company EEsof was used to assist with oscillator design. The 

design goals were the same as those listed in Eqns. 3.12-3.14. The optimiza

tion of oscillator “Q”-factor (Eqn. 3.15) was not a design goal because higher 

Qb lead to lower injection locking ranges. The preliminary design consisted of 

ideal lumped elements for the feedback network. This oscillator is shown in 

Fig. 5.16.

The ideal capacitor and inductors were then replaced with monolithic cir

cuit elements. The small signal grounds from Fig. 5.16 were replaced by 

bias-tee networks. Planar rectangular spiral inductors and thin film capaci

tors with initial reactances matching the ideal elements were first used. Using 

known parameters for metal conductivity, oxide dielectric constant and thick

ness, Libra was able to estimate the parasitic resistances and reactances of 

the actual devices. All the device dimensions were then tuned for optimum 

oscillation behavior. Appendix B shows the Libra circuit file used for designing
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Figure 5.17: Final oscillator design using modeled microstrip elements and 
bias-tee networks. Bias-tee elements are drawn in bold lines.

the oscillator. The final oscillator circuit is shown in Fig. 5.17

Fabrication of the MMIC oscillators follows the same process sequence as 

for the HBT test devices. No additional mask steps were required. While an 

air bridge process is commonly used for connecting to the center spiral of a 

planar inductor, my process made use of a “sub-interconnect" metalization for 

this purpose. This sub-interconnect is from the same metalization step as the 

collector ohmic contact. Before depositing the collector contact, the isolation 

mesa and waveguide etches are performed. Then the collector metalization is 

deposited onto both the collector contact layer and on the substrate. Where 

the collector metalization is deposited onto the semi-insulating substrate, it 

forms the sub-interconnect metalization. In addition to forming the inductor 

bridges with the sub-interconnect, the thin film capacitors were formed using 

the sub-interconnect and interconnect metals as the parallel plates of the 

capacitor. The pad oxide doubled as the dielectric layer. A microphotograph 

of the fabricated MMIC oscillator is shown in Fig. 5.18. Figure 5.19 shows a
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Figure 5.18: Microphotograph of fabricated 13.9 GHz waveguide-HBT oscilla
tor. The optical waveguide can be seen in the lower center of the 
image.
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close up view of one of the rectangular spiral inductors used in the circuit.

5.6.1 Oscillator Characteristics

An HP 8593A Spectrum Analyzer with a bandwidth of 9 KHz to 22  GHz 

was used to monitor the spectral characteristics of the oscillator's output. A 

Tfektronics microwave probe was used to connect the spectrum analyzer to 

the oscillator circuit. Under bias condition of Ic -  6  mA and V ce  ~ 2 V, the 

oscillator produced oscillations at 13.9 GHz with a maximum output power 

of —4 dBm (0.4 mW). Since the DC power supplied to the modulator was 

10 mW, this result corresponds to a DC-to-RF conversion efficiency of 17 = =

4%. Figure 5.20 (a) shows the output spectrum of the MMIC waveguide-HBT 

oscillator.

5.6.2 Optical Control Experiments

Optical control experiments were performed using an HP 38420A Light

wave Component Analyzer. The HP 38420A is capable of delivering 250 /iW of 

1.55 ftm optical power through connectorized single-mode optical fibers. The 

output light can be modulated at frequencies up to 20 GHz.

Tb couple the control light into the waveguide-HBT oscillator, a bare cleaved 

fiber end was butt-coupled to the cleaved waveguide facet of the monolithic os

cillator. Photoabsorption measurements showed that about 30% of the light 

available from the fiber was successfully absorbed in the HBT. This is lower 

than the predicted efficiency of 56% from the optical pulse propagation simu

lator due to coupling losses between the fiber and the waveguide.



Figure 5.19: Scanning electron micrograph showing close-up of rectangular 
spiral inductor. A sub-interconnect metal was used to connect to 
the center spiral instead of a more processing intensive air-bridge 
process.
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Optical lin in g

Optical tuning was observed when the input optical power was changed. 

When the available optical power was changed from 0  to 2 00  /iW, a shift in the 

free-running oscillation frequency of—100 MHz was observed. Figure 5.20 (b) 

displays the spectral profiles of the oscillator with and without light which 

clearly shows the optical tuning effect. This shift to lower frequencies is con

sistent with the expected increase in base-emitter junction capacitance as the

current through that forward biased junction is increased. The increase in ca-
0

padtance causes a lowering of the resonant frequency of the RLC loop created 

by the base-emitter junction and the feedback network.

Optical Injection Locking

lb  perform optical iqjection locking experiments, the HP 38420A Lightwave 

Component Analyzer was configured to modulate its output light. The mod

ulation frequency was supplied to the lightwave component analyzer from a 

HP 8350 sweep oscillator with 10 MHz to 50 GHz output capability. When the 

modulated optical signal was tuned to frequendes dose to the oscillator’s free 

running frequency, multiple sidebands were observed similar to those pictured 

in Fig. 3.8. When the modulated optical signal was tuned within the injection 

locking range, the output spectrum stabilized and oscillator phase noise was 

reduced. The output spectrum of the oscillator under unlocked and locked 

conditions is shown in Figs. 5.20 (c) and (d). An optical injection locking range 

of 0,5 MHz was observed.

When the modulated optical signal was tuned to a frequency far away from 

the osdllation peak, the optically generated signal could be dearly viewed on
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Figure 5.20: Output spectra of MMIC waveguide-HBT oscillator: (a) Output 
spectrum of free running oscillator; (b) Frequency shift with and 
without light shows optical tuning range; (c) Narrow spectrum 
view of oscillation peak of free-running oscillator; (d) Narrow 
spectrum view of optically injection locked oscillator.
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the spectrum analyzer. In this manner, the optically generated microwave 

power was measured to be —61 dBm. This is a very small power level and

equation, we can estimate the quality factor of the oscillator as follows:

The fact that this quality factor is lower than those measured for the MQW- 

HBT and ITO-HBT oscillators indicates that the intended low-Q design was 

successful.

5.7 Summary

A HBT technology with direct optical input while still using an unmodified 

high-performance HBT layer structure and fabrication layout has been de

scribed. By incorporating a waveguide into the semiconductor layers directly 

below the HBT, problems associated with thro ugh-the-top or backside device 

illumination are avoided. The input light is delivered into the HBTs absorp

tion region by deflection out of the waveguide layers and into the active device 

layers. Computer simulations of the optical mode profiles and the propaga

tion of optical pulses in the waveguide-HBT were used to validate the optical 

design.

Fabricated InAlAs/InGaAs waveguide-HBT devices exhibited cutoff fre

quencies of fr  -  32 GHz and / mor = 48 GHz which represents a significant

serves to explain the small optical injection locking range. By using Adler’s

0.51

Up Pin}
20V Po '
13.9 GHz / 0.8

0.4 mW (5.2)

(5.1)

and therefore

Q -  20. (5.3)
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improvement over the performance of previous HBDs with through-the-top op

tical input. Optically controlled MMIC oscillators operating at 13.9 GHz were 

designed and fabricated using these devices. With further material and pro

cess development, it is fully expected that the device's cutoff frequencies can 

be increased into the 100 GHz range.



CHAPTERVI

OPTICAL MODULATORS BASED ON THE 
BLOCKADED RESERVOIR AND QUANTUM 
WELL ELECTRON TRANSFER STRUCTURE

6.1 Introduction

Systems utilizing optical fibers for signal transmission and distribution re

quire optical modulators for converting information from electrical into optical 

form. The required characteristics of the optical modulators vary depending 

on the system in question. In digital systems, the primary requirement for 

modulators is fast on-off and off-on switching times. For these applications, 

almost any fast optical modulator with good contrast ratio can be used. In 

microwave and millimeter wave systems, however, the characteristics of the 

modulator become much more critical to system operation. In addition to hav

ing a high response speed and large modulation depth, the modulator should 

ideally have a linear electrical to optical response characteristic in order for 

the spectral purity of the microwave signal to remain unchanged after optical 

transmission.

At wavelengths well below the semiconductor band gap, electro-optic mod

ulators utilizing the Pockels effect have been used to achieve modulation band-

1 1 2
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widths larger than 20 GHz [71, 72]. These modulators utilize a weak electro* 

optic effect so long devices are required and traveling wave techniques must 

be used to velocity match the electrical and optical waves. Unfortunately, the 

traveling wave structure imposes several practical limitations on modulation 

response at very high speeds. In addition, the transmission of a cross-polarized 

electrooptic modulator has a sin2 dependence on applied voltage. A semi- 

linear modulation can only be achieved by biasing the modulator near the 50% 

transmittance point and using small signal modulation. However, in addition 

to not being truly linear, this method restricts the available modulation depth.

Because they offer a large modulation depth and avoid the problems asso

ciated with the traveling wave structure, electro-absorption modulators oper

ating near the semiconductor band gap have been a topic of intense research. 

Electro-absorption modulators can be made much shorter than electro-optic 

modulators due to their strong optical absorption capabilities. In fact, modu

lators are generally made small enough that they can be regarded as a lumped 

capacitance. With sub-picofarad device capacitances, modulation bandwidths 

as large as 40 GHz have been reported [73]. Electro-absorption modulators also 

have the advantages of requiring a smaller drive power than electro-optic mod

ulators and they have the potential for integration with other opto-electronic 

devices such as semiconductor lasers.

Electro-absorption modulators have been demonstrated rising the Franz- 

Keldysh effect [74], and the quantum confined Stark effect (QCSE) [73, 75], 

However, With these near-band-edge modulators, high frequency response can 

be slowed by fundamental processes associated with the photo-excitation of 

free carriers such as carrier recombination time and hole trapping [76,77,78].
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In addition, modulators relying on the shifting of the absorption edge exhibit a 

quadratic electrical to optical transfer function and therefore are not entirely 

suitable for use as a distortion free modulator.

In this chapter, I present the results of my study of a relatively new type 

of semiconductor waveguide modulator based on the blockaded reservoir and 

quantum well electron transfer (BRAQWET) structure,

6.2 The Blockaded Reservoir and Quantum Well 
Electron Transfer Structure

In a BRAQWET modulator, Btrong electroabsorption and electrorefraction 

are provided by a synchronous, voltage-controlled transfer of electrons into a 

quantum well [79]. Diagrams of the BRAQWET structure at several applied 

bias levels are shown in Fig. 6 .1. The key regions of the structure are the 

electron reservoir, the quantum well and the planar doped barrier (PDB). The 

planar doped barrier provides a convenient method of positioning the quan

tum well energy levels relative to the electron reservoir. By changing the bias 

across the device, the bound states of the quantum well are dipped above and 

below the fermi level fixed by the electron reservoir. These states are then 

filled or emptied by a transfer of electrons from the reservoir region. Optical 

modulation is achieved as the free carriers screen the Coulombic interaction 

between the electron and hole in the quantum well. This causes a weakening 

of the exdton binding energy and reduces the oscillator strength of the exci- 

ton [36], Since the electron transfer across the spacer is a veiy fast process, 

very high modulation speeds are expected with this device. It has been found 

[80, 81] that BRAQWET modulators are free from the speed limitations im-
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Figure 6 .1: Band diagrams of the BRAQWET structure: (a) Unbiased device;
(b) Under positive bias, absorption is maximized as electrons are 
swept out of well by electric field; (c) Under negative bias absorp
tion in quenched due to free-electron screening of the excitonic 
states in the quantum well; (d) BRAQWET structure allows mul
tiple periods to be stacked for increased modulation efficiency.
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posed by recombination times and other carrier dynamics that are present in 

current injection band filling devices [82].

The PDBs integrated into the BRAQWET structure prevent external cur

rent flow so the devices will consume little DC power. In theory, this feature 

also allows several structures to be stacked (see Fig. 6 .1  (d)) to improve mod

ulation performance since field profiles will remain constant from device to 

device. However, as will be shown later, for amplitude modulators only the top 

BRAQWET structure is effective.

The modulation characteristics of the BRAQWET modulator are deter

mined by examining the excitonic bleaching effects of free electrons in the 

quantum well. The electron density in a two-dimensional system is deter

mined by integrating the product of the two-dimensional density of states, 

Nzq(E) and the Fermi function, /(E), which are given as

JVjld (£ ) = (6.1)JTft

~  i  +  e iB - E r ) l k T  *

The electron density is therefore

n * J°° f(E)NsD(E)dE (6.3)

n = <6-4)

where E\ is the energy level of the first bound electronic state in the quantum 

well. The assumption has been made that there is no electronic filling of the 

second bound state. After substituting E' = we proceed as follows:

n = “ a r /iT *  (6*5)irfr /M t 1 + eB
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Xfi2 , 1 +  CE' a .- g p
(6.6)

fcTm*. e ^ - ErVkT 
— r s - l n ^ — Txr-rrrr,

1 _  ^
ln X + eWt-ErykT * (6.7)

When the energy of the quantum well bound state is below the Fermi energy 

(Ei < Ep), Eqn 6.7 can be approximated by the linear function

Due to the nature of the FDB diode structure which is used to shift the 

height of the quantum well relative to the electron reservoir, the offset in 

energy levels (E\ -  Ep) and, consequently, the electron density n will show 

linear relationships to the applied voltage [83].

The change in the absorption coefficient due to free carrier screening of 

exdtons in the quantum well was studied theoretically by Jaffe in 1989 [84]. 

The band-to-band absorption coefficient in a quantum well was shown to be

where t\v is the well thickness, c and n are the dielectric constant and refractive 

index of the material, respectively, /ic,v and ECtV are the reduced mass and the 

energy of the transition from valance state v to conduction state c, and u(E) 

is the unit step function. Ep is an energy associated with the optical matrix

(6.8)

2 twdi(cjn)!uj

x ufcw -  £ U (1  -  /.)(! -  fh) (6.9)

and the exdtonic contribution to the absorption coeffident is

m0twt(c/n)y/ir« "  (a^)aff 
/  Qko -  £ “ )2 ln 2

(6.10)
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elements of the system, g is the square of the coefficient of the reduced matrix 

element and accounts for polarization and valence band composition. / e, fo and 

fex are the Fermi filling factors of the available electron, hole, and excitonic 

states. The total absorption coefficient is the sum of the band to band and 

exritonic absorption coefficients or

Ototal = + aM . (6.11)

In the BRAQWET modulator's quantum well, f t and /„  will be directly 

proportional to the electron density n given in Eqn. 6.7 while /* will be approx

imately zero. Therefore, when the energy of the quantum well bound state 

is below the Fermi energy (2?i < E f) such that n can be approximated by the 

linear function in Eqn. 6 .8 , the total optical absorption coefficient atot„t will also 

have a linear relationship to the shift in (Ei—E f )  caused by the operation of the 

PDB diode. The combination of these effects results in a structure which has a 

linear relationship between the applied bias voltage and the optical absorption 

coefficient, or

o(V) = a. + — V ,  (6.12)

where a0 is the zero bias absorption coefficient and ff|r is a constant. Transmis

sion through an absorbing medium follows the exponential relationship

T = e~aL , (6.13)

where L  is the distance of propagation in the medium. The transmitted power 

of the BRAQWET modulator is thus expected to be

T = e- a*V & vx\  (6.14)
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Figure 6.2: Transmission properties of a BRAQWET modulator showing the 
inverse exponential relationship to bias voltage. Actual measured 
data points are superimposed to show how well the model predicts 
experimental results.

This inverse exponential relationship is shown in Fig. 6.2 along with some 

actual data points from BRAQWET modulators described later in this chapter. 

It is readily apparent that this theoretical curve provides a very good fit to the 

measured data.

6.3 Three-Period GaAs/AlGaAs BRAQWET Mod
ulator

The epitaxial layer structure for the first modulator structure that was in* 

vestigated is shown in Table 6 .1. Computer simulations of the optical mode 

profile of this structure were used to optimize the thicknesses of the device 

layers such that the final device forms a single mode optical waveguide. Fig*
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Layer Composition Thickness Doping (cm-3)

Contact GaAfl 60nm n = 2 x 1018

Cladding Alo.5Oao.5As 0 .8pm n = 1 x 1018

spacer Alo.1Gao.9As lOnm n s 4 x 10*8

Alo.1Oao.9As SOnm n = 4 x 10“

BRAQWET Alo.1Gao.9As 9nm undoped

structure GaAs 6nm undoped

Alo.3Oao.7As 37nm undoped

repeat Alo.3Oao.7As 5nm p s  5  x 1018

3 times Alo.3Gao.7As 23nm imdoped

Alo.1Oao.9As lOnm undoped

spacer Alo.1Gao.9As lOnm n = 4 x l 0 18

Cladding Alo.5Oao.5As 1 .0pm n s  1 x 1018

Contact GaAs 0 .2pm n « 2 x 1018

'Table 6.1: Layer structure of 3-period GaAs/AlGaAs BRAQWET modulator
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Figure 6.3: Refractive index profile in y-direction of 3-period GaAs-based 
BRAQWET modulator. The corresponding optical mode is also 
shown. The inset shows the position of the optical mode within the 
ridge waveguide.

ure 6.3 shows a plot of the refractive index profile of the modulator and the 

single supported optical mode.

Since this structure uses Alo.iGao.oAs (Et  = 1.55 eV) for the electron reser

voir and GaAs (Es = 1.42 eV) for the quantum-well, this structure is expected 

to be an effective modulate for light with wavelengths in the range 0.81/xm 

< A < 0.86/im. In practice, the degenerate doping of the reservoir region cre

ates a lower bandgap region and the modulators were found to only operate 

properly with wavelengths between 0.83 /im and 0.86 /im.

6.3.1 Device Results

Waveguide modulators were fabricated using the Laser-Modulator process 

described in section 2 .6 . The standard ridge waveguide process was used which
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resulted in widths of 3 pm for the waveguide and 20 pm for the active device. 

The fabricated devices were cleaved to a waveguide length of 200 pm. DC 

and RF optical modulation experiments were performed with the modulator 

mounted on the polished edge of a 0.5 mm thick copper strip attached to a 

test fixture. A microstrip launch was used to deliver the high frequency signal 

to the device. However, since microscope objectives were used for the input 

and output light coupling, a 1 mil Au bond wire was required to connect the 

modulator to the microatrip launcher. The length of this bond wire was nearly 

10 mm. 850 nm light from a tunable AlGaAs laser diode was used for the 

modulation experiments.

Figures 6.4 and 6.5 show the W  response curves of the modulator under 

dark and light guiding conditions respectively. While the dark modulator 

shows an ideal PDB response curve, a large photocurrent is observed under 

forward bias when light is guided in the modulator. This photocurrent arises 

from the photo-generated electrons in the top period of the stacked BRAQWET 

structure. As shown.in Fig. 6.1 (d), although the electrons generated in the 

lower BRAQWET structures are prevented from leaving their reservoir region 

by the neighboring PDB structures, the electron generated in the top quantum 

well see no such barrier. So, while this effect is understandable, it suggests that 

all three of the BRAQWET structures are not experiencing identical conditions. 

It is important that all structures in the stack act in concert for maximum 

efficiency. In addition, the photocurrent out of the top structure was found to 

reach levels of over 1 mA with sufficient light input to the waveguide. It is 

unlikely that the 30 nm reservoir layers will be able to absorb this large volume 

of electrons. It is probable that the electron concentrations in the region will
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Figure 6.4: BRAQWET I/V response in dark conditions showing ideal PDB 
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Figure 6.5: BRAQWET I/V response with light guided in waveguide showing 
large photocurrents under positive bias.
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rise to levels that will prevent any further electron absorption in the quantum 

wells.

Figure 6 .6  shows the transmitted optical intensify as a function of the 

applied DC bias. The device exhibited an inverse exponential modulation 

characteristic as expected from the nature of the fermi distribution set by the 

electron reservoir. The modulation depth was found to be as high as 90%. For 

50% modulation, the required voltage swing is a mere 1 volt (V&ib = 1.0 V). This 

result is comparable to the best reported QCSE modulators [85,86]. The kink 

in the response curve near 0.25 V corresponds directly to the voltage required to 

overcome the 0.22 V conduction band offset between the Alo.iGao.oAs reservoir 

region and the Alo.5Gao.5As upper cladding.

High frequency optical modulation results are shown in Fig. 6.7. This 

result indicates a 3dB modulation bandwidth of 1.0 GHz. However, the roll

off of the response curve was much faster then would be expected for an RC 

limited response. One-port microwave S-parameter measurements followed 

by an equivalent circuit analysis revealed that the sharp drop-off in response 

is due to a resonance set up between the large inductance of the 10  mm bond 

wire and the capacitance of the modulator. The actual RC limited response as 

determined from the electrical measurements was 1 .6  GHz.

This low RC limited response is primarily due to the large capacitance of 

the fabricated structure. The modulator device consists of three periods of 

the BRAQWET structure, each consisting of an 89 nm planar doped barrier to 

prevent unwanted current flow. Consequently, the electrical equivalent circuit 

of the device is modeled as three series capacitors, each with capacitance

Co = (6.15)
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= 4.9pF, (6.16)

where the relative dielectric constant et = 12.2 for the Alo.3Gao.7As barrier 

layers, device area A = 20/un x 200/im for the waveguides tested, and the 

dielectric thickness is the width of the PDB (d = 89nm). Since three such 

structures are present, the total capacitance is one third of the above value. 

Then, considering the 50 source resistance, the 3dB RC limited bandwidth can 

be estimated to be

This is in good agreement with the measured electrical bandwidth.

6.3.2 Increasing EC Limited Frequency Response

high-speed performance. The devices are fabricated as ridge waveguides with a 

3/tm ridge but with a full 20/tm device width. Although the entire 20 pm width

of the device directly under the ridge is actually necessary for modulating the 

light as this is where the guided optical mode is located. The remainder of the 

device area is unnecessary and should be considered a parasitic capacitance.

Tb reduce the capacitance, the device area must be reduced. One option 

is to shorten the length of the waveguide. Cleaving waveguide modulators to 

lengths shorter than 150 pin is difficult as the substrate thickness must be less 

than half the cleave length. Ido et al. [87] recently reported on a process by 

which a short modulator (lengths down to 50 pm) is integrated with passive

(6.17)

= 1.9 GHz. (6.18)

The capacitance of the devices was found to be the critical factor limiting

of the modulator contributes to the device capacitance, only the small portion
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waveguides such that the actual fabricated device can have long (1  mm) lengths 

for easy cleaving, but low RC-limited bandwidths. Their process requires 

complex etching steps and epitaxial regrowth of the passive waveguide. So, 

while this technique is promising, it was not easily incorporated into into my 

fabrication process.

6.3.3 Self-Aligned Double-Ridge Process for Low Capaci
tance Single-Mode Waveguides

The width of the device must be reduced to lower the capacitance of the 

modulator structure. One option is to continue the 3 pm ridge etch all the 

way through the device active regions. However, if the ridge etch was contin

ued completely through the waveguiding layers, an undesirable multi-mode 

waveguide would result. The only way to restore the single-mode nature of the 

waveguide after the deep etch would be to re-grow an insulating semiconduc

tor cladding layer over the side-waUs of the etched waveguide. This regrowth 

adds great complexity to the device processing and was not pursued for this 

work.

7b create the low capacitance single mode waveguide, the original ridge 

structure was retained, but the active device area was reduced by means of a 

second ridge etch. An examination of the transverse mode profile of the guided 

wave was necessary to determine how far the second ridge should extend to 

retain the single mode nature of the waveguide. From Fig. 6 .8  we see that at 

distances just 1 pm from the edge of the 3 pm etched ridge, the optical mode 

intensity has already dropped by almost four orders of magnitude. Therefore, 

a 5 pm second ridge would be sufficient. However, creating an etch mask
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that extends only 1 pm from the sides of the original ridge poses a special 

problem due to difficulties in performing the optical lithography with such a 

small tolerance for misalignment.

A self-aligned double-ridge waveguide process was developed which retains 

the single mode nature of the original structure but reduces the device area 

and capacitance by 75%. Instead of relying on a optical alignment to create 

the etch mask, a novel PECVD SiC>2 sidewall process iB used to create a self- 

aligned etch mask. Figure 6.9 shows the processing steps required to fabricate 

this second ridge. Note that the device etch is completely self-aligned to the 

ridge. A scanning electron micrograph showing the cleaved waveguide facet of 

a BRAQWET modulator fabricated with the self-aligned double-ridge process 

is shown in Fig. 6 .1 0

6.4 Modulator w ith Top PDB Barrier

From the strong forward-bias-only photocurrent displayed in Fig. 6.5, it is 

evident that the top BRAQWET structure is operating under different condi

tions from the other two. In fact, due to the large volume of photogenerated 

electrons and their inability to escape from the reservoir region, there is the 

possibility that electron concentrations in the confined region will rise to levels 

that will prevent any further electron absorption in the quantum wells

lb study this, a modulator structure was designed in which electrons photo

generated by the top BRAQWET structure are prevented from escaping the 

reservoir region by the incorporation of an additional PDB structure in the 

upper claddingregion. The layer structure for this device is shown in Table 6 .2 .
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1) Perform standard ridge etch

2) Deposit conformal PECVD 
oxide with 1pm thickness

3) Use directional RIE etch to 
remove oxide white leaving 
sidewalls intact

4) Use RIE etch process to etch 
through waveguiding layer

Figure 6.9: Self-aligned double-ridge process for reducing device area of 
BRAQWET modulators



131

0 0 1 0  1 0  KU !>i 1 5 ) 0  0 0 lHti! WO 1 5
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Layer Composition Thickness

CO11N
at"

11

Contact GaAs 60nm n = 5 x 10“

Cladding Al.3Ga.7As 0.9pm n = 2 x 1017

Al.xGa.9As lOnm n = 5 x 10“

planar Al.1Ga.9As 15nm undoped

doped Al.3Ga.7As 35nm undoped

barrier Al.3Ga.7As 5nm p = 3 x 10“

Al.3Ga.7As 50nm undoped

Al.1Ga.9As 5nm undoped

Al.1Ga.9As 20nm n = 5 x 10“

BRAQWET Al.1Ga.9As lOnm undoped

structure GaAs 5nm undoped

Al.3Ga.7As 35nm undoped

re p e a t AI.3Ga.7As 6nm p = 3 x 10“

4 tim e s Al.3Ga.7As 50nm undoped

Al.1Ga.9As 5nm undoped

spacer Al.1Ga.9As lOnm n b 5 x 10“

Cladding Al.3Ga.7As 1.4pm n = 2 x 1017

Contact GaAs 0.5pm n = 5 x 10“

Semi-Insulating GaAs Substrate

Table 6.2: Layer structure for GaAs-based modulator with top PDB barrier.
The extra barrier prevents the photo-generated electrons in the top 
BRAQWET period from flowing out of the device.
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Figure 6.11: Output power as a function of DC bias for 3-period GaAs-based 
BRAQWET modulator with top FDB barrier

Device Results

This device exhibited a similar I/V profile in dark conditions as that shown 

in Fig. 6.4. The response curves indicated that current begins to flow over the 

PDB barriers at bias levels of ±3 V. However, the I/V curves when light was 

guided by the waveguide did not show the photocurrent under forward bias 

as was observed before. This indicated that the additional PDB structure was 

performing its desired function.

The measured DC optical modulation response is shown in Fig. 6 .11. The 

observed response shows that there is practically no optical modulation in the 

region of nonnal device operation. For bias levels outside the range of ±3 V, 

slight optical modulation is observed — but the output power decreases for 

both positive and negative biases. This supports the theory that absorption
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will be totally quenched by the build-up of electrons in the confined reservoir 

regions. For the bias levels where electrons start to flow over the planar doped 

barriers and out of the device, there is a reduction in electron concentration 

within the device and the quantum wells are able to absorb photons again.

This result confirms that, when used as an amplitude modulator, there is 

no benefit for stacking multiple BRAQWET structures. Only the top device 

contributes to modulation because it is the only one with a current path for the 

removal of the photo-generated electrons.

6.5 Modulator w ith only One Period of BRAQWET 
Structure

Having established that only the top BRAQWET structure contributes to 

optical modulation, one final modulator was designed, lb  realize the high 

modulation frequencies promised by this modulator technology, the device ca

pacitance must be reduced as much as possible. In previous designs, one 

constraint on the capacitance was that the multiply stacked planar doped bar

riers needed to be thin enough that several of them could fit entirely within the 

waveguide region. However, since only one PDB needs to be present, there is 

no reason it must be contained entirely within the waveguide region. The layer 

structure of the one-period BRAQWET modulator design is shown in Table 6.3 

and the corresponding waveguide mode profile is shown in Fig. 6 .12 . This 

design incorporates the PDB layer into the lower waveguide cladding layer. A 

total PDB thickness of 0.5 fim was possible using this design. The estimated 

capacitance of a fabricated 5/xm x 200/im device made with this structures 

is only 0.22 pF. With this sub-picofarad capacitance, the RC limited device
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Layer Composition Thickness Doping (cm-3)

Contact GaAs 50nm n = 6 x 1018

Cladding Al0.4Ga0.eAs 1.0pm n -  2  x 1017

reservoir Alo.1Gao.9As 180nm n a 6 x 10w

spacer Alo.1Gao.9As 20nm undoped

QW GaAs 6nm undoped

PDB

Alo.3Gao.7As

Alo.3Gao.7As

Alo.3Gao.7As

SOOnm

BOrnn

125nm

undoped 

p = l x l 0 19 

undoped

spacer Alo.3Gao.7As 150nm n & 5 x 1018

Cladding Alo.3Gao.7As 850nm n *= 2  x 1017

Contact GaAs SOOnm n *s 5 x 1 0 18

S J. GaAs Substrate

Table 6.3: Layer structure for GaAs-based modulator with only one period of 
BRAQWET structure. By merging the PDB structure with the lower 
cladding, the device capacitance is reduced while still keeping the 
waveguide region below the critical thickness for assuring single 
mode operation.
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Figure 6.12: Refractive index profile in y-direction of single-period GaAs-based 
BRAQWET modulator. The corresponding optical mode is also 
shown.

response is estimated to be / mb = 15 GHz.

Another feature of this device is that the PDB diode was made strongly 

asymmetric so that device would have a larger turn-on voltage in the forward 

biased direction than in the reverse. The previous result (see Fig. 6 .6 ) showed 

a greater modulation depth while operating in forward biased mode where 

electrons are able to escape the device. With this in mind, the modulator was 

designed primarily for operation under forward bias.

Device Results

This device exhibited the same characteristic I/V profile in dark conditions 

as both of the other modulators. However, the turn on voltages where current 

would start to flow were much higher due to the larger size of the PDB diode. 

This is expected due to the increased length and height of the planar doped
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barrier. The forward bias turn on voltage was measured to be 10 V.

The measured DC optical modulation response is shown in Fig. 6.13 and 

the corresponding device photocunrent is shown in Fig. 6.14. This modulator is 

shown to have an 80% total modulation depth with a 60% modulation possible 

with a voltage swing of just 2 V. The increased voltage for 50% modulation 

is the trade off made when using the extra thick PDB structure. However, it 

is evident that this modulator is comparable in modulation depth and drive 

voltage to the original modulator which had the stack of three BRAQWET 

structures. This further verifies that only one BRAQWET structure is con

tributing to optical modulation.

One-port microwave S-parameter measurements were used to evaluate the 

EC limited frequency response of these modulators. The measured data were 

used to detennine the equivalent circuit of the device. The modulator was 

found to fit to a simple circuit with three elements: Cdev is the capacitance of 

the modulator, Rter accounts for the series resistances in the structure, and 

Cpcd represents the capacitances caused by the interconnect metal and contact 

pads. A diagram of the equivalent circuit and the corresponding Libra circuit 

file can be found in App. B.

The best fit to the measured data was found to be: C**, = 260 fF, R,er -  79.2 

and Cpai = 168 fF. Another Libra simulation was then performed to detennine 

the RC-limited frequency response of this structure. Figure 6.15 shows a plot 

of £21 which indicates that the modeled EC-limited bandwidth of the modulator 

is /sdB = 17 GHz. Please note that while the extracted device capacitance is in 

good agreement with the predicted value, this result is higher than predicted 

EC limited response. This is due to the non-zero pad capacitance Cpad which
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Figure 6.16: S21 simulation of modulator equivalent circuit indicates a RC lim
ited bandwidth of 17 GHz.

lowered the low frequency values of £21 from 0  dB to -5 .4  dB and therefore 

pushed out the 3dB roll-off point. While the increased bandwidth is appealing, 

it comes at the cost of requiring a larger drive power to achieve the same 

modulation depth. If the interconnect pads were removed, lower drive power 

would be necessary but the device would exhibit a bandwidth of only 8  GHz 

which is lower than the predicted value due to a relatively high Rt„. Further 

work on these devices will require effort to reducing the series resistance in 

the device.

6.6 Summary

Devices based on the blockaded reservoir and quantum well electron trans

fer structure were investigated for creating the modulated optical signals re

quired for the optical injection locking experiments. Experimental work has
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shown that only the top BRAQWET structure contributes to optical amplitude 

modulation. A self-aligned double-ridge waveguide processes was developed to 

reduce the device capacitance and consequently, to increase the RC limited fre

quency response. A GaAs-hased BRAQWET modulator incorporating only one 

quantum well and fabricated using the double-ridge structure demonstrated 

an 80% modulation depth and was determined to have an RG limited 3dB 

bandwidth of /mb -1 7  GHz.



CHAPTERVn

CONCLUSIONS AND SUGGESTIONS FOR
FUTURE WORK

7.1 Review of Current Work

With the motivation of producing oscillators that would be useful in future 

optically driven phased array antenna systems, I have investigated the use of 

several novel device architectures to realize hybrid and monolithic integrated 

optically controlled oscillator circuits.

Heterojunction bipolar transistor (HBT) devices were used as active devices 

in the optically controlled oscillators. HBT’s have superior power and noise 

performance for microwave oscillator applications, but they present more dif

ficulty in the effective coupling of light. The primary obstacle is that standard 

high-frequency HBT designs utilize a self-aligned emitter and base metaliza- 

tion which effectively blocks all optical access to the desired absorption regions. 

Several schemes were investigated to realize light access in HBTb: 1) HBTh 

with annular emitter metalizations which allowed light to pass through hole 

in center of a circular emitter contact, 2) self-aligned HBTh with transparent 

indium-tin-oxide (ITO) emitter contacts in which light passes directly through 

the emitter contact, and 3) HBTs with integrated optical waveguides in which

141
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light is delivered via a waveguide directly into the absorption region of the 

device.

With the ring-emitter HBT [41, 42], device cutoff frequencies were f j  = 

11.7 GHz and fmax = 5.8 GHz. Hybrid monolithic HBT oscillators operating at 

2.65 GHz were constructed and optical control experiments were performed. 

An optical frequency timing range of 5 MHz and an optical injection locking 

range of 6  MHz were observed. In these devices, the high frequency response 

was limited due to the high capacitances resulting from the large emitter area 

required for the ring emitter and also by the non-self aligned nature of the 

base metalization.

The transparent emitter contact ITO-HBTb [61, 62, 63, 88] used a stan

dard multi-finger emitter design with a fully self-aligned base metalization. 

Because ITO, a transparent conducting oxide, normally forms a Schottky rec

tifying contact to GaAs, we developed a process to fabricate the low-resistance 

ohmic contacts required for the HBT emitter contact. GaAsZAl.25Ga.7sAs ITO- 

HBTfe were fabricated and demonstrated cutoff frequencies of fr  = 22 GHz and 

fmax = 18 GHz which represented a significant improvement over the ring- 

emitter HBTb. Optically controlled HBT oscillators operating at 5.68 GHz 

exhibited an optical tuning range of 25 MHz and an optical injection locking 

range of 2.5 MHz. Maximum oscillator output powers of 6  mW were observed.

The waveguide-HBT allows direct light input via an optical waveguide 

incorporated into the semiconductor layers directly below the device [70]. This 

method allows the HBT to be fabricated using fully self-aligned low resistance 

metal contacts along with any desired performance enhancements features. 

Fabricated InGaAs /  InAlAs waveguide-HBTb demonstrated cutoff frequencies
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of fr  -  32 GHz and fmax = 48 GHz. Optically controlled MMIC oscillators 

operating at 13.9 GHz were fabricated. They exhibited an optical tuning range 

of 100 MHz and an optical injection locking range of 0.5 MHz. These results 

represent the highest frequency ever reported for optical injection locking of 

HBT based oscillators.

Devices based on the blockaded reservoir and quantum well electron trans

fer (BRAQWET) structure were investigated for supplying the modulated opti

cal signals required for the optical injection locking experiments. GaAs-based 

waveguide modulators suitable for use with 840-870 nm light were fabricated 

and shown to have high contrast ratios with RG limited 3dB bandwidths of 

/sdB = 20 GHz.

7.2 Suggestions for Future Work
7.2.1 BRAQWET Modulators

The BRAQWET modulators presented in Chap. VI have shown large mod

ulation depths and good response speeds. However, there are several other 

factors that should be optimized. Most important is insertion loss. With the 

tested devices, less than 5% of the available light is successfully delivered 

from the exit facet of the modulator. Two different optimizations need to be 

performed to improve the insertion loss: First, more accurate calculations of 

the band diagrams for the device need to be used to properly position the quan

tum well for minimum absorption under low bias levels. Second, input and 

output coupling should be improved. The use of different waveguide configura

tions and anti-reflection coatings should be explored to allow the most efficient 

input coupling from either optical fibers of direct focussed light.
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7.2.2 Waveguide-HBT Devices and Circuits

The wavegtiide-HBT is significant because it allows the use of an unmod

ified high-performance HBT structure with the light being supplied via an 

integrated optical waveguide. The waveguide-HBT is easily incorporated into 

MMIC designs since the surface waveguide co-exists with microstrip intercon

nects with no degradation of either the electrical or optical signal.

The first fabricated device, the InAlAs/InGaAs structure with an InAlAs 

waveguide described in Chapter V, demonstrated cutoff frequencies of / mor = 

48 GHz and } t  = 32 GHz and optically controlled MMIC oscillators were fab

ricated and tested. Although these results are significant, they were achieved 

with the vexy first iteration of the waveguide-HBT design. With an optimized 

device design and fabrication procesB, these devices should be able to achieve 

the > 100  GHz cutoff frequencies that have been demonstrated with devices 

using a similar layer structure.

Tb achieve this goal, the semiconductor crystal growth must be optimized 

so that the growth of the thick waveguide layers will have no adverse effect 

on the active device layers. In addition, different material systems should be 

used to create more efficient waveguides. The InAlAs waveguide only delivers 

50-60% of the available light into the absorption region. Simulations using the 

time domain optical pulse simulator program have shown that if  a quaternary 

material such as Ini_xGa*AsyPi-v was used for the waveguide such that the 

refractive index in the waveguide is less than the index in the sub-collector, 

close to 100% of the available light would be be delivered into the base-collector 

absorption region.

Once the crystal growth and device design issues have been worked out, the
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optimized waveguide-HBT devices can be used to develop higher speed oscilla

tors (50 GHz) and also be used for high-speed photoreceiver circuits, Basically, 

since the waveguide allows light to be delivered directly into the HBTs active 

region without adversely affecting the electrical circuit, the waveguide-HBT 

can be used to achieve optical controllability with any HBT based circuit.
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APPENDIX A

EXTRACTION AND CONVERSION OF 
OPTICAL IMPULSE RESPONSE

A 1 Extraction of Impulse Response from Mea
surements

Optical impulse response measurements generally result in a measured 

response profile which is wider than the true impulse response of the device 

under test. The device’s impulse response is convolved with the time profile 

of the optical pulse and with the transfer function of the oscilloscope sampling 

head used for the measurement. The measured response v(t) to an optical 

pulse Poptd) can be expressed as

U(t) =  * fdtvit)} * Im c o p c U ) . (A.1)

where fdcvit) and f teop«(t) represent the impulse transfer functions of the device 

and oscilloscope respectively. 7 represents a scaling constant which represents 

the conversion of optical power into photo-generated current.

While Eqn. A.1 cannot be easily used to rigorously solve for /**(*), a good 

estimate for the full width at half maximum (FWHM) of the devices impulse 

response is possible. If all the response function are approximated as having
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Gaussian profiles with FWHM values that match the actual responses, the 

FWHM of the device under test can be extracted.

When two Gaussian functions, fit) and git) are convolved, the result is a 

third Gaussian function h{t). The convolution proceeds as follows.

fit) = exp (—at2) , (A.2)

git) a exp (—W2) , (A.3)

hit) = fit) * git). (A.4)

In Fourier transform space, these equations become: F{u) = T  {fit)}

F(u>) = - |= e x p  , (A.5)

Hi ui) = F(w)G(w) (A.6)

= ^  exp ( - u2/4a) (-w 2/46) (A.7)

=  ■ a 8 )  

m  =  • <A-9 )  

Equation A.9 is just the Gaussian function hit) oc exp (-ct2) with

c — ”~~r * (A.10)a + 6

Now we must determine how the FWHATb of the Gaussian functions are 

changed by the convolution. First, the relationship between the exponential 

multipliers a, 6 and c and the FWHM of the Gaussian is determined by consid

ering that fit) is at half maximum when t = \FWHM.

(A. 11) 

(A. 12)

fit) = exp (-a t2) ,

1 /2  = exp (FWHM 

. \  2
4 n 2a = (FWHM)2 ' (A.13)
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From Eqn. A.13 we see that a is proportional to {FWHM)~2. Now, defining 

t j ,  t b and Th as the FWHM values for fit), g(t) and hit), we can use Eqn. A.10 

to solve for Tfc.

Equation A.16 is easily extended to include further Gaussian convolutions. 

We can now extract the device response from the convolution expression in 

Eqn. A.1.

where rOMJ is the FWHM of the measured impulse response, rp^ is the FWHM 

of the optical pulse, is the FWHM of the oscilloscope sampling head re

sponse and Tdevice is the FWHM of the actual device response.

A.2 Conversion of Impulse Response to Band
width

The 3dB cutoff frequency of the device as a photo-detector can be extracted 

from the impulse response by performing a Fourier transform. The Fourier 

transform of the time-domain impulse response gives the frequency domain

(A. 14)

(A. 15)

which reduces to

(A. 16)

(A.18)

(A. 17)

d̂evice (A.19)
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spectrum. If the same assumption is made that the impulse response has a 

Gaussian profile in time, the frequency bandwidth can be extracted directly. 

The impulse response is approximated modeled as the Gaussian function

v(0 = exp (-<rf2) with the same FWHM as extracted impulse response, a

is determined from the FWHM using Eqn. A.13.

,A
a = (FWHM)2 '

The Fourier transform of the Gaussian pulse V(f) = T  {v(t}} is found to be

V(f) = T {exp (-a t2) }  , (A.21)

V(f) = -~ e x p [- (2 x /)2/4a] , (A.22)

WfS FWHM
v ( f )  = T m * *

\ tt2(FWHM)2j 2 (A.23)41n2

The 3dB bandwidth of the device is then determined from Eqn. A.23 as the 

frequency where V(f) drops to half of its maximum value.

*KFWHM)2
1 /2  = exp (A.24)41n2 JaiB

/ m b  = ^^-{FW HM T1 . (A.25)

It is important to note that, although Eqn. A.25 properly determines the 

SdB bandwidth from a Gaussian profile in time, actual impulse response mea

surements are seldom truly Gaussian. Equation A.25 can still be used to 

approximate the frequency bandwidth, but a more accurate Fourier transform 

method should be used for a more correct result.
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APPENDIX B 

LIBRA CIRCUIT FILES

B .l MMIC Oscillator

This is an example Libra circuit file for the design of a 15 GHz MMIC 

oscillator. Libra was used to tune the sizes of the spiral inductors and parallel 

plate capacitors for proper circuit operation.

! 15 GHz MMIC Oscillator
DIM
FREQ GHZ 
RES OH 
IND PH 
CAP FF 
LNG UM 
TIME PS 
COND /KOH 
ANG DEG

VAR
Lb = 593.5540
Ce = 113.1246 ! size=78x78
Lc = 597.5202
XLb = 77 
XLc = 72

CRT
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MSUB ER=12.61 H=150 T=2 RH0=1 RGH=0

S2P 1 2  4 d_Sa09 
! IND 1 5 L"Lb
MRIND 1 5 N=2.5 Ll"XLb L2*XLb W=3 S=5 Wl=10 W2=10 
CAP 4 0 C“Ce 
! IND 2 3 L*Lc
MRIND 2 3 N=2.5 Ll*XLc L2*XLc W=3 S=5 Wl«10 W2«10

t BIAS TEE ELEMENTS
! MRIND 5 0 N=4.5 Ll=120 L2=120 W=3 S=5 Wl=10 S2«10 
MRIND 2 0 N=4.5 Ll=120 L2**120 W=3 S«*5 Wl=10 S2=10 
MRIND 4 7 N=5.5 Ll=120 L2=120 W=3 S=5 Wl=10 S2*10 
TFC 7 0 W=200 L=200 T=1 ER=2.1 RHO=l TAND=0 C0=10 D0=10 
TFC 5 0 W=300 L=300 T«1.0 ER=2.1 RHOsl TAND=0 C0**10 D0*10 
RES 5 0 R®50
DEF1P 3 OSC

FREQ
SWEEP 10.0 20.0 0.5

OUT
OSC Zll SCN

OPT
freq 15 15
OSC re[zl] a -100
OSC lm[zl] = 0

1 END OF LIBRA CIRCUIT FILE



163

B.2 HBT Equivalent Circuit

This is a Libra circuit file for the equivalent circuit modeling of a hetero

junction bipolar transistor (HBT). The circuit described by this file follows the 

circuit model pictured in Fig. 4.13.

I light3.ckt (error in fit: «* 0.00039)

DIM
FREQ GHZ 
RES OH 
IND PH 
CAP FF 
LNG UM 
TIME PS 
COND /KOH 
ANG DEG

VAR
Rb & 10.94921
Re B 12.38323
Rc S 11.20737
Cb e 2414.884
Rbi = 32.17167
Cfb S 122.6018
Rfb B 5771.093
Rjc B 76129.82
Cjc \ 89.89600
Rje \ 7.182258
Cje B 37.42512
Cbe \ 871.3925
Lb B 52.95326
Cpad B 22.66306
ALPHA \ 0.979106 

CKT
S2P 1 2 0 light3 
DEF2P 1 2 B

! base:l, collectors, emitter: 10. T-model 
IND_b 1 3 L*Lb
PRC_b 3 4 R“Rb C“Cb
PRC_fb 4 6 R*Rfb C*Cfb
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RESjai 4 5 R*Rbi
PRC_jc 5 6 RARjc CACjc
CCCS 7 6 8 5 MnALPHA A=0 R1«0 R2s0 F*0 T=0
RES_C 6 2 RARC
RES_je 5 7 RARje
CAP_Je 5 7 CACje
CAP_be 5 8 C"Cbe
RES_e 8 10 RARe
CAP_pad 1 10 CACpad
CAP_pad 2 10 C"Cpad
DEF3P 1 2 10 HBT

HBT 1 2 0
DEF2P 1 2 A

FREQ
SWEEP 1.0 20.0 0.S

OUT
A Sll sc2
B Sll sc2
A S22 sc2
B S22 sc2
A S12 BCl
B S12 scl
A S21 scl
B S21 scl

OPT
A MODEL B

! END OF LIBRA CIRCUIT FILE



155

B.3 Waveguide Modulator

This is a Libra circuit file for the extraction of the RC limited frequency re

sponse of a waveguide modulator. The modulator is modeled as three elements 

as shown in Fig. B .l. Cpad is a shunted parasitic capacitor which accounts for 

the capacitance of the bonding pads. Rser is a series resistance to account for 

ohmic contact and bulk resistances. Cdev a the series capacitor representing 

the intrinsic modulator device.

Figure B.l: Equivalent circuit of RC limited BRAQWET modulator

After fitting the three elements so that Su from the simulated circuit 

(model) matched the measured data (data), a second circuit (xf er) was used 

to detennine the modulator’s bandwidth.

t braqwet.ckt

DIM
FREQ GHZ 
RES OH 
IND PH 
CAP FF 
LNG UM 
TIME PS 
COND /KOH 
ANG DEG

Rser
1 O— |-----W '— i— O 2

VAR
Cdev \ 215.2244 
Cpad \ 164.8586 
Rser \ 86.80676
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CKT
s2p 1 0 0 one2.s2p
deflp 1 data

cap 1 0 c"Cpad
res 1 2 r*Rser
cap 2 0 c~Cdev
deflp 1 model

cap 1 0 c^Cpad
res 1 2 r*Rser
cap 2 0 c^Cdev
de£2p 1 2 xfer

FREQ
SWEEP 0.1 20.0 0.2

GRID
lrange .1 20 
grl -11 -2 3

OUT
xfer db[s21] grl 
data sll sc2 
model sll sc2

OPT
model model data

! END OF LIBRA CIRCUIT FILE
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