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Abstract 

Solid state amorphization in the Ni -Hf  system has been studied by measuring the reaction rate of terminal 
solutions with as-prepared amorphous alloys of various compositions. This methodology allows direct determination 
of the common-tangent compositions corresponding to metastable equilibrium. While good agreement with 
previously reported values was achieved for amorphous alloys in contact with Ni-rich terminal solution, the 
metastable equilibrium composition of amorphous alloys in contact with the Hf-rich terminal solution is in 
significant disagreement with previous reports. Analysis of the reaction rate data shows that the apparent diffusion 
coefficient increases dramatically with increasing initial Ni content in the amorphous layer. Numerical simulation 
of non-linear diffusion, including the effect of a moving phase boundary, is used to calculate composition profiles 
for a strongly composition dependent interdiffusion coefficient/)(C). These profiles provide a consistent explanation 
for the disagreement with previous interfacial composition measurements estimated in reacted elemental diffusion 
couples. By assuming a specific functional form of the interdiffusion coefficient /)(C), apparent values of/5 
corresponding to the experimental samples are obtained and provide semiquantitative agreement. 

1. Introduction 

Since the discovery of amorphous phase formation 
by interdiffusion reactions [1], considerable progress 
has been made in understanding the process. As sum- 
marized in the review by Johnson [2] (cf., for example, 
ref. 3), a large number of systems have been found to 
undergo by a solid state amorphization reaction (SSAR) 
under appropriate conditions. For an amorphous phase 
to form, it must have a negative heat of formation 
from the elemental phases, and one of the alloy species 
must be considerably more mobile than the other. 
Traditional elemental diffusion couple bilayers react to 
form a trilayer structure in which the amorphous layer 
forms and grows between the terminal crystalline layers 
and spans the range between the two interfacial com- 
positions. The reaction rate is generally limited by 
interdiffusion in the growing amorphous layer [2], as 
was shown in the Ni-Hf system by Van Rossum et al. 
[4]. Thus, measurements of the reaction rate in such 
samples can, together with estimates of the interfacial 
compositions, be used to determine an apparent in- 
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terdiffusion coefficient averaged over the whole com- 
position range of the amorphous alloy layer [4]. 

In order to study the reaction rate dependence on 
amorphous phase composition, it is useful to consider 
samples consisting of an amorphous phase of prede- 
termined composition in contact with one of the terminal 
phases. After reaction, samples so constructed will 
contain an amorphous layer with composition range 
between its original value and that of the corresponding 
common tangent, which is narrower than in an elemental 
diffusion couple. A measure of the reaction rate de- 
pendence on amorphous phase composition may thus 
be obtained. In studying the Ni-Zr system, in which, 
like the Ni-Hf system [5], Ni had been shown to be 
the dominant moving species [6], Barbour et al. [7] 
found that Zr in contact with amorphous NimZr39 
reacted far more slowly than expected from the SSAR 
rate observed in elemental diffusion couples. While 
proposed explanations that the reaction was slowed 
because of the immobility of the slower-diffusing Zr 
[7] or a unique property of the sample's interface [8] 
are not adequate [9, 10], this finding does provide an 
indication that the SSAR rate is sensitive to the amor- 
phous phase composition. 

Previous investigators [4, 5, 11] have assumed the 
common-tangent compositions to be given by the in- 
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terfacial compositions during interdiffusion reactions. 
However, their approach is plagued by questions of 
whether metastable equilibrium is maintained as the 
reaction proceeds [11-15]. In addition, the accuracy of 
values determined by extrapolation to the interface 
from approximately linear portions of measured com- 
position profiles is severely limited when these profiles 
are non-linear. A more direct determination of the 
metastable equilibrium compositions is clearly needed. 
To date, studies of SSAR have relied on an unproven 
assumption of composition-independent diffusion coef- 
ficients. However, significant variations in diffusion coef- 
ficients with composition have often been observed in 
crystalline [16] and amorphous [17] solids. 

We have studied interdiffusion in the Ni-Hf system 
using samples consisting of an amorphous alloy of 
predetermined composition in contact with one of the 
terminal phases. Reaction rates and, moreover, apparent 
interdiffusion coefficients are found to be highly sensitive 
to the composition of the amorphous phase. The same 
samples also provide the first direct determination of 
the common-tangent compositions, which are found to 
differ systematically from those previously reported in 
the literature. In order to account for the variation in 
the interdiffusion coefficient /3 with composition, a 
numerical solution of the diffusion equation has been 
implemented, incorporating interface migration. The 
resulting simulated composition profiles provide a con- 
sistent explanation for the discrepancy between the 
present, directly determined, common-tangent com- 
position values and those previously reported. Semi- 
quantitative estimates are made of the interdiffusion 
coefficient as a function of composition. 

2. Experiment and analysis 

Experimental samples were prepared by electron 
beam deposition in vacuum at a base pressure of 2 × 10- 8 
Torr or less onto room temperature substrates. As- 
deposited samples consisted of amorphous NicHfl_c 
alloy, made by codeposition, in contact with a layer 
of, or sandwiched between, two layers of either poly- 
crystalline Ni (N-type sample) or Hf (H-type sample). 
Clean, sharp interfaces were ensured by switching be- 
tween alloy and elemental deposition by use of a source 
shutter or by abruptly shutting off power to one of the 
sources. Samples were reacted at 340 °C in a Ti-gettered 
flowing Ar gas furnace; sample contamination was 
minimized by sufficient purging before annealing. Phase 
identification was performed by use of thin film X-ray 
diffraction in Seemann-Bohlin geometry. Composition 
depth profiling was performed by Rutherford back- 
scattering spectrometry (RBS) using 2 Mev He + ions. 
The sample oxygen content was below RBS detection 

limits. Samples with various atomic fractions C of 
amorphous alloy, a-NicHfl_c, in contact with either 
crystalline terminal solution (x-Ni or x-Hf) were pre- 
pared, and the evolution of the composition profile was 
determined. Further details are reported in ref. 18. 

The metastable common-tangent compositions were 
estimated by observations of amorphous alloy com- 
positions which result in vanishing reaction rates. Alloys 
deposited with composition significantly beyond this 
were not single-phase amorphous under the present 
deposition conditions. By this method, the common- 
tangent composition C°Ni at which a-NicHfl_c is in 
metastable equilibrium with x-Ni was estimated to be 
80 at.% Ni; for the amorphous phase in contact with 
x-Hf, the value obtained for C~_Hf was about 25 at.% 
Ni. 

The following paragraphs describe the solutions to 
the diffusion equations used to analyze experimental 
results. Following Darken [19], a meaningful coordinate 
system for the basic diffusion equation is that of the 
lattice, and the applicable diffusion coefficients are the 
intrinsic diffusion coefficient of the elements. As shown 
by Smigelskas and KirkendaU [20], the lattice moves 
in this reference frame. When transforming the diffusion 
equation into the "laboratory" reference frame, attached 
to the ends of the diffusion couple, which are far from 
the diffusion zone, one obtains again a diffusion equa- 
tion. However, it involves a new diffusion coefficient, 
termed the interdiffusion coefficient, defined by 
15=CBDA+CADB, where Cx and Dx are the atomic 
fraction and intrinsic diffusion coefficient respectively 
of element x [19]. It is important to note that, for any 
interracial reaction, the phase boundary will always 
move in the "laboratory" reference frame. This effect 
is often neglected in the literature. 

The diffusion coefficient/5 discussed throughout this 
manuscript is the interdiffusion coefficient. Because Ni 
is the dominant moving species [5], the intrinsic diffusion 
coefficient of Ni is given, to a good approximation, by 
/5/(1- C). While/)  is thus inherently composition de- 
pendent, it is often approximated as a constant. Given 
that an assumption of constant intrinsic diffusion coef- 
ficients is a crude approximation, and that experimental 
data often have large relative error, approximating/:3 
as a constant does not introduce significant further error. 
We first use this assumption to obtain an analytical 
solution of the diffusion equation [21, 22]. 

In order to eliminate the moving boundary, we 
transform the diffusion equation by setting y=[x- 
x°(t)] /(4t)  1/2, where x is the spatial position, and x°(t) 
is the position of the phase boundary at time t. Atomic 
size differences between the elements are neglected, 
so atom fractions replace number densities throughout. 
Making appropriate derivative substitutions into Fick's 
second law gives [21] 
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0t - 4t [2Y-/3'(t)] - + (1) 
L 

with the rate of motion of the interface given by 

- o  y ( t ) =  06 2 t dx°(O 
dt c 2 _  - o - (2) 

All of the C refer to Ni atomic fractions and 
~k(Y, t)= C(x, t). Initial and boundary conditions appro- 
priate to the samples being simulated are employed: 
an infinite layer of terminal phase (crystalline in the 
experiment) is in contact with an alloy layer (corre- 
sponding to the amorphous phase) at x°(t). The alloy 
composition in contact with the terminal solution at 
the interface, y = 0  (x=x°), is fixed at the common- 
tangent value: C(x °, t>0)=q~ (y=0)=C~°_M (M= 
Ni or Hf). Also, the alloy layer composition at zero 
time is uniform: C(x>x °, t=0)=~b (y= oo)=C,. CM is 
the saturated atomic number density of x - M .  M = Ni 
for the N-type samples, and M = H f  for the H-type 
samples. 

As predicted by Kidson [22] the solution of the 
coupled eqns. (1) and (2) for the given boundary 
conditions will be a function of y only. This steady 
state solution 4flY), with a constant value /3 of fl~(t), 
is obtained by setting O~/Ot= 0 in eqn. (1). Using the 
boundary conditions, C(x, t) is obtained for x>x°(t): 

C(x, t )  : C a "[- ( C  ° _  M - -  C a )  ( 3 )  

e r f c [ ~ ]  

where x°(t) is the position of the phase boundary at 
time t. Because of the small solubilities in the terminal 
solutions, diffusion in these is neglected. The implicit 
equation 

(C°_M -- C,) exp( - z  2) 
z - 7fl/2 (Co_ M -- CM) erfc(z) = 0 (4) 

is used to determine z = ~/(4/5) m. The interfacial po- 
sition is given as a function of time by 

- AXHf =x°(t) -x°(0) =/3t m (5) 

Equation (4) can be solved numerically for/5 to obtain 
its apparent value /)app using an experimental values 
of/3 (see ref. 19 for additional details). Thus, /)app is 
determined from the slope of a plot of AXM as a 
function of t at2 and the saturated, common-tangent and 
initial amorphous alloy compositions. 

When observed SSAR rates are analyzed under the 
assumption of composition-independent/5, it is straight- 
forward to determine an apparent, i.e. composition- 
averaged,/5 from the experimental measurements (as 
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Fig. 1. Expe r imen t a l  results:  exper imen ta l  var ia t ion in appa ren t  
/5 as a func t ion  o f  the  initial Ni concen t ra t ion  Ca in the  a m o r p h o u s  
layer. Case  N and  H samples  respect ively have a m o r p h o u s  phase  
in contac t  with  Ni-rich and  Hf- r ich  t e rmina l  solut ion.  F i t ted  l ines 
are  l eas t - squares  fits to an  exponent ia l  funct ion .  

above, neglecting differences between atomic sizes of 
the species and densities of the phases). This may be 
done either by fitting the composition profile observed 
by RBS to eqn. (3), or by determining ~X'M as a function 
of reaction time from the RBS data and applying eqn. 
(4) via eqn..(5). The latter method is referred to below 
as the. "integral method", since these equations are 
derived by constraining the integrated concentration to 
be constant with time so that mass is conserved. The 
curves of experimental AXM data plotted as a function 
of t m are initially linear, followed by a slight decrease 
in slope for longer reaction times. The decrease in 
slope is consistent with previous observations [4] and 
may be due to one of the mechanism discussed in refs. 
11-15, e.g. relaxation or stresses developing during 
reaction. Results based on the initial slopes are shown 
in Fig. 1, where the apparent interdiffusion coefficient 
/Sap p is displayed as a function of initial amorphous 
phase composition. The v a l u e  of/sap p is found to increase 
dramatically with increasing Ni concentration, C in 
amorphous layer (note the logarithmic scale). In N- 
type samples, this/5~pp varies from about 0.2 /~2 s-1 
( 2 X 1 0  -17  c m  2 S - a )  when C=31 at.% Ni to 7 /~2 s-1 
(7×10 -16 cm 2 S - 1 )  when C=69 at.%. Likewise, in H- 
type samples,/)app values from about 0.02 to 4 ]k 2 s-1 
(2)<10 -18 to 4 X l 0  - 1 6  c m  2 S-a), as the Ni fraction in 
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the as-deposited amorphous layer is increased from 47 
to 67 at.%. 

3. Numerical calculations 

In order to determine composition profiles resulting 
from an interdiffusion coefficient varying with C, nu- 
merical integration of eqn. (1) is used. In practice, eqn. 
(1) is rewritten in a discrete form with differences 
replacing the appropriate differentials. Boundary con- 
ditions appropriate for the present experimental samples 
are employed, as described above for the analytical 
solution. In numerical simulations on a finite grid, the 
inherently limited magnitude of the composition gra- 
dient can be a source of error. This source of error 
was eliminated by reducing the grid size Ay until the 
steady state results became independent of Ay. The 
time step At is chosen to meet the requirement that 
At satisfies 19/(Ay)2<_2t/At (a form of the Rjabenki- 
Felippov condition [23]). Details of numerical simu- 
lations of diffusion in an elemental diffusion couple 
will be provided elsewhere [21]. 

The temporal evolution of the q~ profile is obtained 
by numerical integration of the discretized eqn. (i). 
Because a discrete simulation cannot mimic an infinite 
slope, q~ is initially time dependent. However, the 
numerical solution of the coupled eqns. (1) and (2) 
converges to a steady state ~b(y) profile, predicted by 
Kidson [22]. At steady state, [3' attains a constant value 
/3, so that the interracial position becomes directly 
proportional to the square root of the time: x°( t )= 
/3t 1/2 [21]. This problem is treated more generally in 
ref. 24. 

In order to approximate the experimentally observed 
variation o f / )  with composition, we set 

/)(C) =Dm,n/)o exp(bC) (6) 

The case/)o = 0 is used to validate the program, meth- 
odology and input since the analytical solution to the 
diffusion equation is known in this case. The value of 
b determines the strength of exponential variation, i.e. 
the slope of In(/)) vs. C (for/)o exp(bC) ~'>>/)min)" /)rain 
provides a minimal value of / ) (C)  which causes/)(C) 
to level off at low C where/)o ex]9(bC) becomes very 
small. Different trial values for D~i,, /)o and b have 
been utilized respectively: (i) 0 /~2 s-1 (0 cm 2 s- ' ) ,  
2.8×10 -4 A 2 8 -1 (2.8×10 -2° cm 2 s-l) ,  10; (ii) 0, 
3.9× 10 -7/~2 s,~ (3.9× 10 -23 cm 2 s-~), 22.4; (iii) 0.013 
~2 s-~ (1.3×10-18 cm 2 s-l) ,  4.2×10-7 A2 s- i  
(4.2 × 10- 23 cm 2 s - 1), 22.0; (iv) 0.013 ~2 s-  1 (1.3 × 10-18 
cm 2 s-~), 4.2× 10 -l°/~2 s-1 (4.2× 10 -26 cm 2 s-l) ,  32.0. 
As will be shown, set (iii) provides semiquantitative 
agreement with experimental results and will be used 
here as a best approximation of/)(C).  Values of/:3 as 

a function of C for these trial functional forms are 
shown in Fig. 2. 

As for the experimental data, two alternate methods 
may be employed to obtain/)app from simulated data. 
The dependence of C(x) on x at a given time may be 
fitted to eqn. (3) by a non-linear least-squares program 
us ing/ )  as the fitting parameter. Alternatively, eqns. 
(4) and (5) indicate that /)app may be obtained from 
/3, which is the slope of the change in elemental layer 
thickness AXM as a function of t 1/z (the integral method). 
AXM is given by eqn. (5); it represents the amount of 
material entering the alloy layer from the terminal 
solution layer (M = Ni or Hf), measured by an equivalent 
elemental layer thickness. Specifically,/)app_is calculated 
from eqn. (2), using the value of z =/3/(4D) lr2 given by 
eqn. (4), setting / ) = / ) a p p ,  a n d  (aqb/Oy)o from the nu- 
merically calculated qb(y). Calculating/:3 from either a 
fit to eqn. (3) or by the integral method are mathe- 
matically equivalent when eqn. (3) accurately describes 
C(x, t), i.e. when /) is constant. Both methods yield 
similar results, and we present here only results given 
by the integral method. 

In summary, experimental /)app are obtained by 
numerical solution of eqn. (4) for the quantity fl/ 
(4/)) 1/2 , with /3 given by the experimentally observed 
slope of AXM vs. the square root of time. Concentration 
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4.2 × 10 -23 exp(22.0C) cm 2 s-1; (iv) / ) (C)  = 0.013 + 
1.3 × 10-1o exp(32.0C)/~2 s - ' = 1.3 × 10-18 + 1.5 × 10-26 exp(32.0C) 
c m  2 S-  I. 
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profiles are calculated from ~b0, ) by substituting y(x, t) 
into 4)(Y), and calculating x°(t)=/3#2 from /3 given by 
eqn. (2) and (04,/ay)o obtained from the simulation. 
/)app from simulations are calculated from (0~b/ay)o and 
z obtained from eqn. (4) together with the boundary 
conditions. 

4. Calculated results 

The numerical program has been applied to the 
system of interest with/} varying with composition, as 
described above. Results of computer simulations are 
shown in Fig. 3, in which both of the experimental 
situations are displayed: crystalline Ni terminal solution 
in contact with amorphous alloy (case N) or crystalline 
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Fig. 3. Numerical results: simulated composition profilels resulting 
f rom/) (C)  given by the indicated equations. All of these profiles 
represent samples which have consumed 100 /~ (AXM) of the 
initial elemental layer; in each case x° ( t=0 )=0 .  (a) Case N: 
simulated x-Ni in contact with a-Ni~l-If60 alloy; (4/)appt) lt2= 185 
/~. For the variable /)(C) profile, t=2084 s and /)app=4.10 ]k 2 
s -1. (b) Case H: simulated x-Hf in contact with a-Ni6sHfa5 alloy; 
(4/)appOm=209/~. For variable/5(C), t = 4 . 0 x  105 s a n d  /~app = 
0.027 A z S-X. 

Hf terminal solution in contact with the alloy (case 
H). Composition profiles are displayed only in the 
amorphous phase. Error function curves resulting from 
composition-independent /) are compared with those 
resulting from variable /). Figure 3 shows results for 
100 /~ of the elemental layer consumed; this &YM 
corresponds to  (4Oappt) 1/2= 185 ~ for the N-type sim- 
ulated samples shown and 209 ~k for the H-type samples. 
Simple algebra based on eqns. (2) and (4) shows that 
(4/)appt) a/2 = 2~M/Z. Since z is determined by the bound- 
ary conditions, equal reaction extents (&YM) do not 
imply equal (4/~appt) a/2 among different samples. Figure 
3(a) shows the case N profile with x-Ni being consumed, 
while Fig. 3(b) shows the case H profile with x-Hf 
being consumed. We note that the common analysis 
neglecting interface motion (not shown) results in slower 
predicted reaction rates based on the same/).  It should 
be kept in mind that the simulations compared in Fig. 
3 correspond to equal reaction extents as measured by 
the thickness of elemental layer consumed, not equal 
reaction times. 

The variation in /~(C) causes it to also vary with 
position: in case N, it ranges from high values nearest 
the interface down to intermediate values far from the 
interface. In case H, /)(C) varies from low values at 
the interface up to intermediate values away from the 
interface. These differing values o f / 5  cause the dif- 
ferences between the curve shapes within each of the 
plots in Fig. 3. Near the interface, the composition 
gradient in case N samples is quite small, compared 
with the error function. However, farther from the 
interface, the gradient becomes much larger than that 
of the error function as a result o f / ) (C)  decreasing 
with Ni concentration, until C(x) reaches its asymptotic 
value. In case H, near the Hf terminal solution, the 
composition gradient is very large s ince/)(C) is very 
small. Farther from the interface, the gradient becomes 
smaller than that of the error function as/)(C) increases 
with increasing Ni concentration. In both cases, these 
general features become less pronounced as the com- 
position range spanned by the alloy becomes narrower. 
When the initial amorphous phase composition is near 
the common-tangent value, the interdiffusion coefficient 
varies to a smaller extent within the sample, and the 
profile shape becomes closer to an error function. When 
the composition of the amorphous layer, and therefore 
/)(C), spans a wide range within the sample, the com- 
position profile resulting from strongly varying D is 
described very poorly by an error function (eqn. (3)). 
In addition to the simulations of bilayer samples used 
in the present experiments, a reacting elemental dif- 
fusion couple has also been simulated (see ref. 19 for 
details). The profile for /)(C)otexp(10C) is displayed 
in Fig. 4. As predicted by the Boltzmann theorem [22], 
even with this functional form, in which /)(C) varies 
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Fig. 4. Simulated elemental  diffusion couple; see ref. 21. Com- 
position profile as a function of normalized position x/xo in an 
amorphous interlayer of thickness x0 growing by diffusion reaction 
of the terminal phases. The interdiffusion coefficient is propor- 
tional to exp(10C). Cp ..... the interfacial composition determined 
in present  work; Cp,~,., extrapolation commonly employed in 
previous work, from the easily observable linear portion of the 
profile to the interface, yields an inaccurately high and imprecise 
interfacial composition. 

by two orders of magnitude over the composition range 
in the sample, the elemental layer consumption AXM 
scales linearly with t ~/2. 

The principal results for eqn (6), using parameter 
set (iii) in /)(C), are displayed in Fig. 5. the actual 
/)(C) input to simulations is plotted as a function of 
initial composition together with the resulting calculated 
and experimental values o f  ])app" In all cases, the values 
f o r  /)app obtained from the simulated profiles are be- 
tween the extrema of the assumed /)(C) occurring 
within the simulated sample, as expected. For runs 
simulating Ni in contact with a-NicHf]_c alloy, the 
values of/)~pp become progressively higher as the initial 
Ni concentration of the alloy is increased and the 
composition range occurring in the sample is narrowed. 
For runs simulating Hf in contact with a-NicHf]_c, 
/)app becomes progressively smaller as the composition 
range occurring in the sample is narrowed by decreasing 
the initial Ni concentration of the alloy. When /)mln 
makes a substantial relative contribution to /)(C) 
throughout the sample, /)app closely approaches /)m~,- 

5. Discussion 

Although both the integral and the fitting methods 
provide legitimate averages, the fitting method involves 
a degree of subjectivity that is unavoidable when the 
profile is poorly described by an error function. In 
contrast, one may always objectively apply the integral 
method since it includes in the measurement the effect 
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of any atomic flux across the interface. Thus a global 
average is obtained for /)app. Therefore, the results 
discussed are based principally on this method. Plots 
of terminal phase consumed vs .  the square root of the 
time for simulated samples [21] reveal a linear AXM 
dependence on t lr2, even for / ) (C)  varying with com- 
position by more than two orders of magnitude. There- 
fore, experimental findings consistent with the t ~/2 rate 
law do not provide evidence tha t / )  is independent of 
composition. Kidson has obtained this result for a 
diffusion couple in which the initial concentration profile 
is piecewise fiat [22]. For further analytical treatment 
of this problem, see ref. 21. 

Our directly determined common-tangent composi- 
tion C°_NI of the amorphous alloy in contact with Ni 
terminal solution, about 80 at.% Ni, agrees well with 
that of previous workers [4, 5, 11]. However, the cor- 
responding value for Hf is substantially lower in Ni 
content: C 2 _ H f  = 25 at.% compared with values of 45 
at.% [4] to 56 at.% [5, 11] reported in the literature. 
The interracial compositions previously reported were 
estimated by extrapolating the composition profiles 
observed in elemental diffusion couples from their 
approximately linear portion to the interracial position. 
Consider the simulated composition profile in an el- 
emental diffusion couple in Fig. 4. Near the Ni interface, 
the Ni concentration, and therefore also /)(C), are 
large. This causes the composition gradient to be small 
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near the interface, which allows the discontinuity at 
the interface to be easily distinguished. Thus, even in 
cases then/3 has strong composition dependence, the 
observed profile will be dominated by regions in which 
/3(C) is large and therefore have small curvature, so 
that extrapolation from the linear portion of an ex- 
perimentally observed composition profile to the in- 
terfacial position will be reliable. This explains why the 
values, previously reported in the literature, for the 
alloy composition at the interface with Ni are in good 
agreement with the present, directly determined, values. 

In contrast to the Ni interface discussed above, as 
the Hf interface is approached, the decreasing/3(C) 
supports an increasing composition gradient, so that 
there is substantial curvature and large slope near the 
interface. Therefore, considering the limited spatial 
resolution of experimental measurements, extrapolation 
of a composition profile observed over a substantial 
spatial extent to the Hf interface will give an inaccurately 
high apparent interfacial composition C~ °_ He. In addition, 
because the composition profile is steep near the in- 
terface, limited experimental resolution makes deter- 
mination of both the composition and the position of 
its discontinuity at the phase boundary difficult. The 
large uncertainty inherent in such a determination of 
the common-tangent composition explains why there 
is relatively poor agreement among the values of 
Ca°_r~f reported in the literature by different workers, 
all obtained by extrapolation of the observed profile 
to the interface. Furthermore, the profile of Fig. 4 also 
explains why those previously reported values are sys- 
tematically higher than the present, direct determi- 
nations: this error occurs because extrapolation of the 
easily observable, approximately linear, part of the 
profile to the interface results in overestimates of the 
Ni concentration. The departure of the actual C(x) 
from a linear profile is not likely to be quantitatively 
observed by experimental RBS measurements because 
of limited depth resolution and the small spatial extent 
of sample regions in which small and decreasing/3(C) 
results in large curvature of C(x). Another consequence 
of non-linear diffusion on SSAR in an elemental dif- 
fusion couple is that the average composition will be 
biased toward alloy compositions corresponding to 
higher/). Thus, both kinetics and thermodynamics affect 
the average composition of a growing alloy layer. 

Some of the present experimental data have been 
previously reported [18] and analyzed under the common 
assumption of a stationary interface. When the same 
experimental observations are re-analyzed under the 
correct assumption of a moving interface, calculated 
/3app values result which are about a factor of 2-5 lower. 
The same behavior is obtained when analyzing simu- 
lation results. Values for /3app=60 /~2 S-1 (6×10-15 
cm 2s 1) at 340°C [4] and 1 5 ~ 2 s  i (1.5×10 i5 cm 2 

s- 1) at 325 °C [11] have been reported for measurements 
made on elemental diffusion couples. Such determi- 
nations reflect /~app values averaged over the widest 
possible composition range. As seen in the correspond- 
ing simulation (Fig. 4), the spatial extent of the samples 
will be dominated by regions with large/9(C). Therefore, 
elemental diffusion couple measurements are expected 
to yield high values of /~app; these samples bear the 
most similarity to the N-type samples in the present 
work, for which the x-Ni is in contact with Hf-rich (low 
C) a-NicHfl_c. Although the effective composition av- 
eraging is not identical, the values previously reported 
are in good agreement with the present measurements 
of J~app" 

With/3 increasing with C, the composition profiles 
of Fig. 3 show that, in N-type samples, the contribution 
of low/3 regions to /3app decreases with increasing Ni 
concentration, whereas in H-type samples the contri- 
bution of high/3 regions increases with increasing Ni 
concentration. As shown in Fig. 5, in which ]~app values 
from simulations based on eqn. (6) parameter set (iii) 
and experiments are compared, the ]~app values from 
simulations undergo a less pronounced variation with 
initial alloy composition than the actual/3(C) input to 
the simulations. This is because each ]~app, whether 
from experiment or simulation, represents a value av- 
eraged over a range of compositions. The experimentally 
observed variation in /3app with the initial composition 
of the amorphous layer is not precisely reproduced by 
the simulations. However, the semiquantitative agree- 
ment indicates that the actual variation in D with C 
is very substantial, since the/3app curves obtained from 
the simulations still underestimate the experimental 
variation in ]~app" This is so, even for the variation of 
/3(C) by a factor of 150, implemented in the simulation 
(Fig. 5). While set (iv) of eqn. (6) parameters has a 
stronger variation with C than parameter set (iii), the 
]~app resulting from simulation parameter set (iv) give 
N-type and H-type/3app VS. C a curves which lie farther 
apart than the experimental data. Therefore, at present, 
the best agreement between simulation and experiment 
is provided by /3(C) parameter set (iii). Since the 
simulated composition profiles resulting from the as- 
sumed/3(C) give/3app(Ca) semiquantitatively similar to 
that experimentally observed (Fig. 5), it is convincing 
that the actual variation in 13 with composition in the 
amorphous alloy is similar to that input to the simulation. 

Much is unknown about the determination of tracer 
diffusion coefficients from measured intrinsic diffusion 
coefficients in systems with large enthalpies of mixing 
[25, 26]. Depending on the model used for atomic 
jumps, a thermodynamic enhancement of the diffusion 
coefficient by several orders of magnitude is possible 
[26]. We therefore cannot determine whether the ob- 
served variation in the intrinsic diffusion coefficient is 
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thermodynamic in origin, or the result of a similar 
variation in the tracer diffusion coefficient. We finally 
note that the present study does not incorporate effects 
of stresses or relaxation on the diffusion rates [11-15], 
which likely complicate the diffusion behavior and con- 
tribute to the observed composition dependence of 
/~app" 

6. Conclusion 

By measuring the SSAR rate in samples containing 
as-prepared amorphous alloy in contact with one of 
the terminal phases, the common-tangent compositions 
of a-NicHfl_c in contact with Ni and Hf have been 
directly determined. The result for the Ni interface is 
in agreement with previously reported values, based 
on extrapolation of an observed profile to the interfacial 
composition. The Hf result differs substantially from 
previously reported values. In addition, measured ap- 
parent interdiffusion coefficients are found to be highly 
sensitive to the initial composition of the amorphous 
layer. Applying analysis that accounts for the motion 
of the terminal solution-alloy interface yields lower 
calculated values of the interdiffusion coefficient/9 than 
the common analysis, which ignores interracial motion. 
Numerical calculations, implementing non-linear dif- 
fusion with an assumed composition dependence of/~, 
are used to calculated composition-averaged, i.e. ap- 
parent,/~, which semiquantitatively follow the exper- 
imentally observed trends. The discrepancies between 
the present values for interracial compositions and those 
previously reported are explained to result from the 
effect of curved composition profiles on the latter. Non- 
linear diffusion causes the average composition of an 
alloy layer formed by SSAR to be biased toward high 
/~ compositions. Experimental observations consistent 
with a t 1/z growth law are not evidence that /9 is 
independent of composition. The combination of the 
present experimental technique and numerical simu- 
lations are shown to provide valuable tools for the 
study of both thermodynamic and kinetic properties of 
the amorphous phase. 
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