
New Adsorbents for Purification: Selective
Removal of Aromatics

Akira Takahashi and Ralph T. Yang
Dept. of Chemical Engineering, University of Michigan, Ann Arbor, MI 48109

Adsorption of benzene and cyclohexane on ®arious Y-zeolites was in®estigated to de-
®elop sorbents for the purification of aliphatics by remo®al of aromatics. Ag-Y showed
superior benzenercyclohexane selecti®ities to Na-Y, Pd-Y, and H-USY. Separation fac-
tors greater than 10 5 were obtained with Ag-Y at low concentrations of benzene. High
selecti®ities were achie®ed by the strong interaction between benzene and Ag-Y, while the
interaction with cyclohexane was not influenced by the cations. Molecular orbital calcu-
lation re®ealed that benzene formed a classic � -complexation bond with Ag-Y: dona-
tion of electron charges from the p-orbitals of benzene to the ®acant s-orbital of the

( )sil®er � donation and, simultaneously, back donation of electron charges from d-
� ( � )orbitals of sil®er to � -orbital of benzene d �� back donation . Grand canonical

Monte Carlo simulations were also performed for adsorption isotherms. Potential pa-
rameters of benzene on Ag-Y, including � -complexation, were de®eloped first. Simula-
tion and experiments of GCMC agreed excellently for adsorption of benzene on Y-
zeolites.

Introduction

Purification of aliphatics by removing aromatics is impor-
tant in both the petrochemical industry and for pollution

Ž .control. Because benzene and aromatics is known to be
highly carcinogenic, the concentration of benzene needs to
be minimized in automotive fuel. A number of separation
processes have been employed to reduce the benzene con-
centration in a refinery’s gasoline pool, so that it meets new
reformulated gasoline requirements. In a typical benzene-
reduction process, a combination of extraction and distilla-

Ž .tion is used Jeanneret, 1997 . Also, removal of aromatics
from kerosene improves the clean burning properties of the
fuel and separation of the aromatics from the isoparaffins
and naphthenes in lubricating oils improves the

Ž .viscosity�temperature relationship Bailes, 1983 .
Because of the importance of aromaticsraliphatics separa-

tion and the problems associated with current separation
processes, possible alternatives have been under continuing

Ž .investigation. These include pervaporation Hao et al., 1997 ,
Ž .liquid membranes Li, 1968 , and the use of liquid inclusion

Ž .complexes Atwood, 1984 . Purification of dilute aromatics
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Ž .from aliphatics e.g., toluene andror xylene in heptane by
Ž .temperature swing adsorption TSA was studied in the liq-

Ž .uid phase Matz and Knaebel, 1990 . Commercially available
sorbents were used: silica gel, activated alumina, activated

Ž .carbon, zeolite 13X, and polymeric resin XAD-7 . Among
these sorbents, silica gel was considered the best due to its
superior thermal-exchange capacity. However, the selectivi-
ties were low.

Adsorption plays an increasingly important role in separa-
tions. However, its utility is limited by the availability of se-
lective sorbents. The conventional sorbents and separations
using them are based on van der Waals and electrostatic in-
teractions between the sorbate and the sorbent. Studies of
new sorbents using weak chemical bonds such as chemical
complexation have begun only recently in our laboratory. As

Ž .suggested by King 1987 , chemical complexation bonds are
generally stronger than van der Waals interactions, yet weak
enough to be reversible. Therefore, tremendous opportuni-
ties exist for developing new sorbents and new applications in
separations by using weak chemical bonds, including various
forms of complexation bonds.

The �-complexation is a subclass of chemical complexa-
Ž .tion. It pertains to the main group or d-block transition
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metals, that is, from Sc to Cu, Y to Ag, and La to Au in the
Ž .periodic table Cotton and Wilkinson, 1966 . These metals or

their ions can form the normal �-bond to carbon and, in ad-
dition, the unique characteristics of the d-orbitals in these
metals or ions can form bonds with unsaturated hydrocar-
bons in a nonclassic manner. This type of bonding is broadly
referred to as �-complexation. This �-complexation has been
seriously considered for olefinrparaffin separations using liq-

Žuid solutions containing silver or cuprous ions Quinn, 1971;
Ho et al., 1988; Keller et al., 1992; Blytas, 1992; Eldridge,

.1993; Safarik and Eldridge, 1988 . These involved gas�liquid
operations. While gas�solid operation can be simpler as well
as more efficient, particularly by pressure swing adsorption,
the list of attempts for developing solid �-complexation sor-
bent is a short one.

More recently, several new sorbents based on �-complexa-
tion were prepared for selective olefin adsorption. These in-

q Žcluded Ag -exchanged resins Yang and Kikkinides, 1995; Wu
. Žet al., 1997 , monolayer CuCl on pillared clays Cheng and
. ŽYang, 1995 , and monolayer AgNO rSiO Padin and Yang,3 2

.1997; Rege et al., 1998; Padin and Yang, 2000 . Moreover,
Ag ion-exchanged Y-zeolite was developed to purify butene

Ž .by removing trace amounts of butadiene Padin et al., 1999 .
The purification performance of this sorbent was superior to
that of NaY owing to �-complexation.

It is possible, in principle, to purify aromatics from aliphat-
ics based on �-complexation. In the benzene molecules, the
carbon atom is sp2 hybridized. Hence, each carbon has three
sp2-orbitals and another P -orbital. The six P -orbitals in theZ Z
benzene ring form the conjugative � bonds. The P -orbitalsZ
also form the antibonding � �-orbitals, which are not occu-
pied. When benzene interacts with transition metals, the
� �-orbitals of benzene could overlap with the empty or un-
filled outer shell s-orbital of the transition metal to form a
�-bond. Furthermore, the vacant antibonding � �-orbitals of
benzene could overlap with the d-orbitals in the transition

q Žmetals, like that formed in the olefin�Cu bond Huang et
. q 2qal., 1999a . In this work, Ag and Pd ion-exchanged zeo-

lites were selected for the study of aromaticsraliphatics sepa-
rations, since these two cations have the most promising �-
complexation capabilities and they are stable. In order to un-
derstand the effects of �-complexation, Agq and Pd2q ion-
exchanged zeolites were compared with that of Naq ion-ex-
changed zeolite and a high-SiO zeolite.2

Benzene and cyclohexane are an ideal pair of model com-
pounds for studying selective sorbents for purification. These
molecules have similar shapes, polarizabilities, and volatili-

Žties the boiling points are 80�C for benzene and 81�C for
.cyclohexane . The kinetic diameter of benzene, which is cal-

culated from the minimum equilibrium cross-sectional diam-
˚ ˚eter, is estimated to be 5.85 A compared with 6.0 A for cyclo-

Ž .hexane Breck, 1974 . Therefore, benzene and cyclohexane
were used in this work.

In addition to the experimental investigation, molecular or-
bital calculations were performed to obtain a basic under-
standing of the origin of the strong interactions of Ag ion-
exchanged zeolite with benzene. Moreover, grand canon-

Ž .ical Monte Carlo GCMC simulations were used to simu-
laterpredict the isotherms. Many GCMC studies have been
performed for predicting adsorption isotherms in zeolites.
These include N , O , Ar, Xe, CH , C H , and C H on2 2 4 2 4 4 10

Žzeolite-A,-X,-Y, and MFI-type zeolite Woods and Rowlin-
son, 1989; Razmus and Hall, 1991; Kravias and Myers, 1991;

.Watanabe et al., 1995 . Adsorption of benzene on NaY,
Heulandite, and MFI-type zeolites has also been studied
ŽSnurr et al., 1994; Kitagawa et al., 1996; Klemm et al., 1998;

.Laboy et al., 1999 . However, these studies did not involve
the effects of �-complexation on adsorption. In this study,
benzene adsorption isotherms on Ag ion-exchanged Y-zeolite
were simulated.

Experimental Details
Sorbent preparation

The sorbents in this work were ion-exchanged zeolites.
ŽFrom earlier results on olefinrparaffin separations Yang and

Kikkinides, 1995; Wu et al., 1997; Cheng and Yang, 1995;
. qPadin and Yang, 1997, 2000; Rege et al., 1998 , Ag and

Pd2q were the most promising ions because of their strong
�-complexation abilities.

Ion-exchange of zeolites was accomplished with aqueous
solutions. Faujasite was selected as the zeolite framework
structure for ion-exchange because of its large-pore aperture

˚Ž . Ž .7.4 A , large-pore volume 0.489 mLrmL , and wide range of
Ž .SiO rAl O ratios 1�� . Two as-received zeolites, Na-type2 2 3

Ž .Y-zeolite Na-Y, SirAls2.43, Strem Chemical , and H-type
Žultrastable Y-zeolite H-USY, SirAls195, Tosoh Corpora-

. 2qtion, HSZ-390HUA , were used in this study. The Pd -type
Y-zeolite was prepared by exchanging Na-Y zeolite with

Ž . Ž . ŽPd NO Aldrich in an aqueous solution Li and Armor,3 2
.1994 . First, Na-Y was exchanged using 2-fold excess of

Ž . Ž .Pd NO 0.005 M at 80�C for 24 h. After the exchange, the3 2
zeolite suspension was filtered and washed with a copious
amount of deionized water. The product was dried at 110�C
overnight in air. The Agq ion exchange was prepared at room
temperature for 24 h in the same manner as Pd2q exchange,

Ž .using 2-fold excess AgNO 0.1 M .3

Adsorption isotherms and uptake rates
Single-component isotherms for benzene and cyclohexane

were measured using standard gravimetric methods. A Shi-
madzu TGA-50 automatic recording microbalance was em-

Ž .ployed. Helium prepurified grade, Metro Welding, 99.995%
was used as the carrier gas and was first passed through two

Ž .consecutive gas-wash bottles to ensure saturation that con-
Ž .tained benzene HPLC grade, Sigma-Aldrich, 99.9q% or

Ž .cyclohexane HPLC grade, Aldrich, 99.9q% . After diluting
the concentration to the desired value by blending with addi-

Ž .tional helium total flow rate: 250 ccrmin , the mixture was
directed into the microbalance.

Isosteric heats of adsorption were calculated using the
Clausius�Clapeyron equation from isotherms at different
temperatures. Nitrogen isotherms at 77 K measured with a
Micromeritics ASAP 2010 system were used for pore-size dis-
tribution and pore-volume determination. Pore-size distribu-
tions were calculated with the Horvath�Kawazoe equation
Ž .Horvath and Kawazoe, 1983; Cheng and Yang, 1994 . Pore
volumes were calculated at 0.95 PrPo. The overall diffusion
time constants, Drr 2, were calculated from the uptake rates
Ž .Yeh, 1989 . In this work, the short time region was used.
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Molecular Orbital Calculation Details
The �-complexation bonding between olefins and sorbents

have been extensively investigated using molecular orbital
Ž . ŽMO calculations Chen and Yang, 1996; Huang et al., 1999a,

.1999b . More recently, MO studies were extended to ben-
zene adsorption on various salts, such as CuCl and AgCl
Ž .Takahashi et al., 2000 . In this work, similar MO studies for
benzene adsorption on Ag ion-exchanged zeolite were per-
formed using a cluster model of Ag-zeolite. The Gaussian 94

Ž .Progam Frisch et al., 1995 in Cerius2 molecular modeling
Ž .software Bowie, 1995 from Molecular Simulation, Inc., was

used for calculations. MO calculations for benzene and Ag
Ž .zeolite were performed at the Hartree-Fock HF and density

Ž .functional theory DFT level. The 3-21G basis set is the
split-valence basis set, which has been used successfully for

Žmany simulations for benzene adsorption on zeolites O’Mal-
.ley and Braithwaite, 1995 , protonation reaction of propylene
Ž .and isobutene on zeolite Viruera-Martin et al., 1993 , and

ŽO , N and C H adsorption on Ag-Zeolites Chen and2 2 2 4
.Yang, 1996 . The reliability of this basis set has been con-

firmed by the accuracy of calculation results in comparison
with experimental data. Therefore, the 3-21G basis set was
employed for both geometry optimization and natural bond

Ž .orbital NBO analysis.

Geometry optimization and energy of adsorption
calculations

Ž .The restricted Hartree-Fock RHF theory at the 3-21G
level basis set was used to determine the geometries and the
bonding energies of benzene on the Ag zeolite cluster, since
Agq has filled d-orbitals with spins1.

The computational model used for Ag zeolite was the same
Ž .as that used by Chen and Yang 1996 , since this model

yielded heats of adsorption of N and C H on Ag zeolite2 2 4
that agreed well with experimental data. The simplest cluster

Ž . Ž . Ž .model, HO Si-O Ag -Al OH , was chosen for this work.3 3
The optimized structures were then used for bond energy
calculations according to the following expression:

E sE qE yE , 1Ž .ads adsorbate adsorbent adsorbent-adsorbate

where E is the total energy of benzene, E isadsorbate adsorbent
the total energy of the bare adsorbent, that is, the Ag zeolite
cluster, and E is the total energy of the ad-adsorbent-adsorbate
sorbateradsorbent system.

( )Natural bond orbital NBO analysis
The optimized structures were also used for NBO analysis

Ž .at the B3LYPr3-21G level. The B3LYP Becke, 1993a ap-
Ž .proach is one of the most useful self-consistent hybrid SCH

Ž .approaches Becke, 1993b , which is Becke’s 3-parameter
Ž .nonlocal exchange functional Becke, 1992 with the nonlocal

Ž .correlation functional of Lee et al. 1988 .
The NBO analysis performs population analysis pertaining

to the localized wave-function properties. It gives a better
description of the electron distribution in compounds of high

Žionic character, such as those containing metal atoms Reed
.et al., 1985 . It is known to be sensitive for calculating local-

ized weak interactions, such as charge transfer, hydrogen
bonding, and weak chemisorption. Therefore, the NBO pro-

Ž .gram Glendening et al., 1995 was used for studying the
electron density distribution of the adsorption system.

Monte Carlo Simulation Details
Ž .Grand canonical ensemble at a fixed pressure Monte

Carlo simulation was performed utilizing the Cerius2 molecu-
Ž .lar modeling software Bowie, 1995 on a Silicon Graphics

Indigo2 workstation running IRIX v.6.5. After the ‘‘crystal
builder’’ module was used to set up the zeolite models, en-
ergy expressions and parameters for force field were input by
the ‘‘force field editor’’ module. The ‘‘sorption’’ module was
then used for benzene adsorption simulations.

The simulation was performed at 120�C and 180�C for at
least 1,000,000 configurations. During the simulation, the sor-
bate molecules interacted with the potential field generated
by sorbate�sorbent and sorbate�sorbate interactions. The
initial configurations contained no sorbate molecules. Each
subsequent configuration was generated by one of four moves:
Create, Destroy, Translate, and Rotate. Molecular creation
attempts were made at random points within the accessible
portion of the zeolite lattice with the criterion that there be

Žno overlapping sites i.e., creations that result in interaction
sites that were closer than half the sum of the van der Waal’s

.radii of the two sites were rejected . Translation and rotation
were performed with the same rejection criterion. For
nonoverlapping sites, the change in the potential energy ac-
companying the new configuration was calculated and subse-
quently accepted or rejected in accordance with standard ac-

Ž .ceptance probabilities Molecular Simulation Inc., 1998 .

Zeolite models
The structure determined from powder neutron diffraction

Ž .data by Fitch et al. 1986 was used as the structure for Na-Y
Ž .zeolite SirAls2.43 . The location of the Na cations were 32

atoms on SII sites, 16 atoms on SI sites, and 8 atoms on SI�

sites. Na cations on SI and SI� sites were located in such a
manner that two adjacent SI and SI� sites were not simulta-
neously occupied. This is due to the electrostatic repulsion

Žcaused by their small separation of 0.218 nm Fitch et al.,
.1986 . The position of Al in the framework was randomly

chosen using the ‘‘disorder’’ function in the ‘‘crystal builder’’
module that obeyed the Loewenstein rule. No charge-free
‘‘blocking atom’’ was added because large molecules such as
benzene were not located in the site, which was actually steri-
cally inaccessible.

ŽFor the simulation of Ag ion-exchanged zeolite SirAls
.2.43 , the Na cations in Na-Y were replaced by Ag maintain-

ing the same cation locations. An all-silica Y-zeolite structure
Ž .was used to simulate ultrastable Y-zeolite SirAls195 , since

this zeolite has less than one Al atom per unit cell.
Until recently, the location of the Ag cation had not been

accurately determined. Using neutron diffraction data, Hut-
Ž .son et al. 2000 reported the Ag location and occupancies of

Ž .Ag in Ag-Y SirAls2.43 after 450�C dehydration. Their re-
sults showed that the Ag cation sites were 28 atoms on the
SII sites, 4 atoms on the SII� site, 11 atoms on the SI sites,
and 12 atoms on the SI� sites. Simultaneous occupancy of Ag
cations at SII and SII� as well as SI and SI� sites was unlikely
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due to the large repulsion. This location is very similar to the
Ž .location of Na cations in Na-Y reported by Fitch et al. 1986 .

Therefore, it is considered that the zeolite model for Ag-Y
used in this work reflects the actual Ag cation locations in

Ž .Ag-Y SirAls2.43 .

Forcefield determination
One of the most important factors for GCMC simulation is

the selection of an energy expression and parameters for the
force field. The force field used in these simulations was a
modified version of Cerius2 Sorption Demontis Force Field,
since Demontis et al. simulated the mobility of benzene in
Na-Y zeolite successfully using molecular dynamics methods
Ž .Demontis et al., 1989 . In this model, the total potential en-

Ž .ergy U between the zeolite lattice and adsorbateTotal
molecules is written as the sum of the interactions between

Ž .adsorbate molecules AA and that between the adsorbate
Ž .molecules and the zeolite lattice AZ

U sU qU 2Ž .total A A A Z

Ž .Interactions between adsorbate molecules U were de-A A
scribed as the sum of the atom�atom Buckingham potentials
Ž .the first and second terms in Eq. 3 , which have been shown
to yield reasonable predictions for liquid and solid benzene
Ž .Williams and Cox, 1984 , and the Coulomb interaction po-

Ž .tentials the third term in Eq. 3

C q qi j i j
U s A exp yB r y q . 3Ž .Ž .i j i j i j i j 6 ž /rr i ji j

The first and second terms represent, respectively, the repul-
sive and dispersive potential energies between sites i and j,
and the third term represents the interaction potential be-
tween point charges q and q of sites i and j separated by ai j
distance r .i j

The interactions between the adsorbate molecules and the
Ž .zeolite lattice U is written as the sum of the atom�atomAZ

Lennard-Jones 12-6 potential and the Coulomb interaction
potentials

12 6
� � q qi j i j i j

U s4� y q . 4Ž .i j i j ž / ž / ž /r r ri j i j i j

Following the empirical approach used by Razmus and Hall
Ž . ŽRazmus and Hall, 1991 , Watanabe et al. Watanabe et al.,

.1995 used the empirical approach to parameterize the force
field for adsorption of N , O , and Ar in type A and faujasite2 2
zeolites. The dispersive part of the Lennard-Jones 12-6 po-

Ž .tential U was written using an adjustable parameterdispersion
Ž . Ž .� of the adsorbate and the polarizabilities � of the atomsi

Ž . Ž .of the adsorbate molecules i and in the zeolite lattice j

� �i j
U sy� . 5Ž .dispersion i 6ž /ri j

The potential-energy well-depth parameter, � ,is then writ-i j
ten as

� �i j
� s� . 6Ž .i j i 6ž /4�i j

The Lennard-Jones parameter, � , for the adsorbate-zeolitei j
interaction is given by the mixing rule:

� q�i j
� s 7Ž .i j ž /2

The � for the zeolite lattice are related to the van der Waalsj
radii, R , of the respective ions byj

R s21r6� . 8Ž .j j

Table 1. Potential Parameters Used for Na-Y, Ag-Y, and H-USY
�Na-Y U C�C H�H C�HA A

Ž .A kcalrmol 88,371 2,861 15,901
Ž .B 1rA 3.60 3.74 3.67

�6Ž .C A kcalrmol 583.13 32.60 137.88

U O�C O�H Na�C Na�HA Z

Ž .� kcalrmol 0.25547 0.16515 0.04187 0.03153
Ž .� A 2.9984 2.5893 3.3279 2.7651

Ag-Y U O�C O�H Ag�C Ag�HA Z
��Ž . Ž .Case I � kcalrmol 0.25547 0.16515 0.7823 0.5895

Ž .� A 2.9984 2.5893 3.5773 3.0145

Ag-Y U O�C O�H Ag�C Ag�HA Z

Ž . Ž .Case II � kcalrmol 0.25547 0.16515 0.7601 0.5728
Ž .� A 2.9984 2.5893 3.5773 3.0145

H-USY U O�C O�HA Z

Ž .� kcalrmol 0.1687 0.1271
Ž .� A 2.9984 2.5893

�Parameters for U are the same for all sorbents.A A��The boldface italic numbers were determined in this work.
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The well-depth parameter, � , is assumed to be a geometrici j
combination of � and � ,i j

0.5
� s � � . 9Ž . Ž .i j i j

The van der Waals energy in the periodic framework was cal-
culated using a minimum image convention with an interac-
tion cutoff distance of 1 nm. The Coulomb term was evalu-

Žated using the Evald summation method Allen and Tildes-
.ley, 1987 .

The potential parameters used for Na-Y, Ag-Y, and H-USY
are listed in Table 1. The potential parameters for Na-Y are

Ž .the same as that of Demontis et al. 1989 . Van der Waals
interactions between the adsorbate and zeolite cage were

Ž .modeled by means of interactions between the C,H and
Ž .Na,O atoms. Interactions with the Si and Al atoms were
neglected because they were well shielded by the oxygen
atoms of the SiO and AlO tetrahedra. Electrostatic interac-4 4
tions between all charges were included in the potential en-
ergy calculation. As for Ag-Y and all silica Y zeolites, modifi-
cation of parameters was performed using the mixing rule
and the geometric combination rule. The detailed scheme for
parameterization will be discussed shortly.

Assignment of charges for adsorbate and adsorbent
Assignment of charges also has a significant impact on sim-

ulation results when the Coulombic interactions are not neg-
ligible. In this work, the existing model for benzene in Cerius2
was used. In this model, each carbon in benzene carries a
y0.093 point charge, while hydrogen carries a q0.093 point
charge. These values were nearly the average values from the

Ž .various charge-determination methods: MOPAC 0.1022 ,
Ž . Ž .ZINDO 0.072 , and the charge equilibration method Qeq

Ž . Ž .by Rappe and Goddard 0.1147 Rappe and Goddard, 1991 .
Ž .The point charges of zeolite were assigned either by 1

Ž .using the point charges in the literature or 2 calculating by
means of the charge equilibration method in the Cerius2
software. In this work, Na, SirAl, O in Na-Y carried the
charges of q0.78, q1.2125, and y0.72, respectively, since
these values were successfully used in quantum mechanics

Ž .simulations Kitagawa et al., 1996 . Here, no distinction was
made between Si and Al atoms in terms of point charges.
Charges of Ag-Y and all-silica Y-zeolites were calculated

Ž .by the charge equilibration m ethod: Ag q 0.45 ,
Ž . Ž .SirAl q1.16875 , O y0.65 , which will be referred to as Case

Ž . Ž .I for Ag-Y, and Si q1.2650 , O y0.6325 for H-USY. In or-
der to investigate the effect of the assigned charges to the
isotherm simulation results, the same charges that were used

Ž . Ž . Ž .for Na-Y, that is, Ag q0.78 , SirAl q1.2125 , and O y0.72 ,
were also used for Ag-Y. This case is referred to as Case II
for Ag-Y. For all cases, regardless of the positions of cations

Ž .and framework atoms Si, Al, O , the same values of point
charge were assigned to the same atoms throughout the sim-
ulation unit cell, even though the point charge might vary
with the position of the atom. The Ag cation charges used for
Monte Carlo simulation were also consistent with the values

Žcalculated by molecular orbital method at MP2r3-21G Ag
. Ž .charge: q0.49 or MP2rLanL2DZ level Ag charge: q0.74

Ž .using the zeolite cluster model Chen and Yang, 1996 .

Figure 1. Pure-component equilibrium isotherms for
benzene and cyclohexane adsorption on
H-USY at 120� and 180�C.

Ž .Curves are fitted with Dubinin�Astakhov solid lines and
Ž .Langmuir�Freundlich dotted lines isotherms.

Results and Discussion
Experimental studies

BenzenerCyclohexane Adsorption Isotherms. Pure-compo-
nent isotherms of benzene and cyclohexane were measured

Ž . Ž . Žfor H-USY SirAls195 , Na-Y SirAls2.43 , Ag-Y SirAls
. Ž .2.43 , and Pd-Y SirAls2.43 at 120� and 180�C, shown in

Figures 1�4. Isosteric heats of adsorption calculated using the
Clausius�Clapeyron equation are listed in Table 2.

In the case of H-USY, the adsorbed amounts of cyclohex-
ane were higher than that of benzene at �0.04 atmosphere.

Figure 2. Pure-component equilibrium isotherms for
benzene and cyclohexane adsorption on Na-Y
at 120� and 180�C.

Ž .Curves are fitted with Dubinin�Astakhov solid lines and
Ž .Langmuir�Freundlich dotted lines isotherms.
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Figure 3. Pure-component equilibrium isotherms for
benzene and cyclohexane adsorption on Ag-Y
at 120� and 180�C.

Ž .Curves are fitted with Dubinin�Astakhov solid lines and
Ž .Langmuir�Freundlich dotted lines isotherms.

This result qualitatively agreed with calculations using the
Ž . ŽHorvath�Kawazoe H�K theory Horvath and Kawazoe,

.1983; Cheng and Yang, 1994 . The threshold pore-filling va-
por pressures of cyclohexane and benzene at 120� and 180�C
were calculated using the spherical pore model of the H�K
method. The threshold pressure is the pressure where the
steep rise in the isotherm occurs. At both temperatures, it
was found that the pore-filling pressure of cyclohexane was
20% lower than that of benzene. The reason for this differ-

Ž y24 3ence was the larger polarizability 11.0�10 cm for cyclo-
y24 3 .hexane and 10.3�10 cm for benzene and magnetic sus-

Ž y29 3 y29ceptibility 11.3�10 cm for cyclohexane and 9.1�10
3 .cm for benzene of cyclohexane. However, the calculated

Figure 4. Pure-component equilibrium isotherms for
benzene and cyclohexane adsorption on Pd-Y
at 120�C.

Ž .Curves are fitted with Dubinin�Astakhov solid lines and
Ž .Langmuir�Freundlich dotted lines isotherms.

( )Table 2. Heat of Adsorption kcalrrrrrmol : Experimental vs.
Simulated Results

Na-Y Ag-Y H-USY

Benzene 17.7�18.2 20.5�20.7 6.2�7.2
Experimental 16.4�18.5 18.8�21.1 8.2�9.2
Monte Carlo simulation 	 17.2 	
Molecular orbital calculation 17.5�18.0 	 	

�Barthomeuf et al.
Cyclohexane 10.9�13.0 12.1�12.3 4.1�4.3

Experimental 12.0�13.2 	 	
�Barthomeuf et al.

�Barthomeuf and Ha, 1973.

isosteric heat of adsorption of benzene was slightly higher
than that of cyclohexane. A possible reason for the higher
heat of benzene adsorption was the existence of Hq in the
zeolite, although the number of protons was extremely small
Ž .less than one per unit cell . The interaction between protons
in zeolite and �-electrons of benzene might be stronger than
the interaction between oxygen in zeolite and benzene.
Therefore, the amounts of benzene adsorption were slightly
larger than that of cyclohexane at less than 0.04 atm, leading
to its higher heat of adsorption.

On all other sorbents investigated in this work, larger
amounts of benzene were adsorbed at all pressure ranges.
Heats of adsorption for benzene were 18 kcalrmol for Na-Y
and 21 kcalrmol for Ag-Y, while heats of adsorption for cy-
clohexane were 10�12 kcalrmol for both Na-Y and Ag-Y.
These results are clearly due to the strong interactions be-
tween the cations in zeolite and the benzene molecule. Con-
sequently, Ag-Y and Na-Y could adsorb large amounts of
benzene even at a pressure of less than 0.01 atm. The heats
of adsorption on Na-Y were comparable to previous work
Ž .Barthomeuf and Ha, 1973 . Most importantly, Ag-Y showed
the strongest interactions for benzene and the highest heats

Ž .of adsorption 20.5 kcalrmol . For cyclohexane adsorption,
the adsorption amounts and heat of adsorption were almost
the same between Ag-Y and Na-Y, since �-complexation was
absent for cyclohexane. A detailed discussion will be made in
the section of molecular orbital calculation and Monte Carlo
simulation results. These results indicated that improved pu-
rification performance of benzene from cyclohexane is possi-
ble using Ag-Y. The isotherms of both Ag-Y and Na-Y are
reversible, although it took a little longer time to desorb ben-
zene and cyclohexane. For example, 200 min are necessary to
desorb benzene completely after the adsorption at 0.1 atm.
This slow desorption is clearly due to the strong interaction
between benzene and Ag. However, the bonds are of the or-
der of 20 kcalrmol, which are weak enough so a substantial
fraction of the adsorbed benzene is desorbed in a few min-
utes. For practical applications, thermal desorption may be a
desirable option.

Pd-Y gave lower adsorption amounts than both Ag-Y and
Na-Y. This decrease of adsorption amounts by ion-exchange
with Pd was due to degradation of the zeolite structure. In
Figure 5, the pore-size distributions for all sorbents calcu-
lated from N isotherms at 77 K are shown. Pd-Y had a small2
pore volume with a wide pore-size distribution, clearly indi-
cating the collapse of the zeolite pore structure or pore
blockage by Pd. The Pd ion exchange was performed at 80�C,
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Figure 5. Pore-size distributions of Na-Y, Ag-Y, Pd-Y,
and H-USY.

compared with the Ag ion exchange at room temperature. A
collapsing zeolite structure tends to occur considerably more
in acidic solution and at higher temperatures. The pore vol-
ume of Ag-Y also decreased by 23% after ion exchange.
However, this reduction of Ag-Y was mainly caused by 37%
density increase of the zeolite lattice by replacing Naq with

q Ž .Ag 27% reduction of pore volume per weight basis . The
pore structure of Ag-Y was intact after ion exchange.

Another interesting phenomenon in Figure 5 is the appar-
ent shift of the pore-size distribution in H-USY toward a
higher value, compared to other zeolites. This was likely due
to the lower polarizability of oxygen in the framework of

Ž .high-SiO zeolites Pellenq and Nicholson, 1993 , which will2
be discussed in detail in the subsection of Monte Carlo simu-
lation results. Otherwise, the interactions between nitrogen
and cations in zeolites would have led to a shift of the pore
sizes toward smaller values for Na-Y, Ag-Y, and Pd-Y. Since
the pore sizes of Na-Y, Ag-Y, and Pd-Y were the same as the

Ž .actual value for Y zeolites 1.3 nm , the latter explanation is
not plausible.

Separation Factors. The pure-component adsorption data
Ž .were first fitted by both Dubinin�Astakhov D�A and Lang-

Ž .muir�Freundlich L�F isotherms. The separation factors of
benzene over cyclohexane were then obtained using the
equivalent multicomponent isotherms. In the D�A equation
of pure-component gas, the volume adsorbed, V, at relative
pressures PrP is expressed ass

nPs
VsV exp y C ln , 10Ž .0 ž /P

where

RT
Cs . 11Ž .

�E0

Ž .Doong and Yang 1988 extended the D�A equation to
mixed-gas adsorption in a simple way by using the concept of
maximum available pore volume without any additional equa-

Ž .tions such as the Lewis relationship Lewis et al., 1950 . For
binary mixtures,

n1Ps1
V s V yV exp y C ln 12Ž .Ž .1 01 2 1ž /P1

n2Ps2
V s V yV exp y C ln . 13Ž .Ž .2 02 1 2ž /P2

Since Eqs. 12 and 13 are linear, V and V can be obtained in1 2
a straightforward fashion. After the calculation of V and V ,1 2
volumetric adsorbed amounts were converted to molar ad-
sorbed amounts and the separation factors were calculated.
The conversion of molar adsorbed amount to volumetric ad-
sorbed amount and vice versa was performed using the liquid
density data of the adsorbates. The liquid density at 120 and
180�C were obtained by the modified Rackett equation by

Ž .Spencer and Adler 1978 . The liquid densities used in this
work were 0.769 grcm3 at 120�C and 0.689 grcm3 at 180�C
for benzene, and 0.679 grcm3 at 120�C and 0.606 grcm3 at

Table 3. Parameters for D–A and L–F Equations

D�A Equation L�F Equation

Temp. V Ps q Bo o
3Ž . Ž . Ž . Ž . Ž .Adsorbent Adsorbate �C cmrg C n atm mmolrg 1ratm n

Na-Y Benzene 120 0.295 0.092 3.76 2.96 3.15 30.7 2.53
Benzene 180 0.326 0.120 4.73 10.07 2.82 449 0.9
Cyclohexane 120 0.267 0.149 5.01 2.84 2.58 51.2 1.18
Cyclohexane 180 0.264 0.168 6.44 9.48 2.30 61.9 0.77

Ag-Y Benzene 120 0.244 0.056 1.57 2.96 3.07 3.67 7.46
Benzene 180 0.248 0.082 3.05 10.07 2.03 156 1.85
Cyclohexane 120 0.225 0.133 4.32 2.84 2.02 48.4 1.44
Cyclohexane 180 0.237 0.145 4.96 9.48 1.80 74.3 0.91

H-USY Benzene 120 0.237 0.318 2.84 2.96 3.40 11.2 0.62
Benzene 180 0.234 0.333 2.17 10.07 3.40 1.11 0.74
Cyclohexane 120 0.249 0.265 5.85 2.84 1.33 2500000 0.2
Cyclohexane 180 0.15 0.232 4.93 9.48 0.73 260 0.39

Pd-Y Benzene 120 0.173 0.237 2.15 2.96 0.883 240 0.7
Cyclohexane 120 0.16 0.317 1.34 2.84 0.753 9.22 1.2
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Table 4. Separation Factors Estimated by the D–A and L–F Equations
Ž .Press atm Temp. D�A Equation L�F Equation

Ž .Benzene Cyclohexane �C Ag-Y Na-Y Ag-Y Na-Y

0.01 1 120 107 	 6 12
0.001 1 120 416 441 45 48
0.0001 1 120 2,286 1,016 335 191
0.00001 1 120 14,361 2,553 2,462 767

0.01 1 180 39 95 19 5.4
0.001 1 180 120 71 57 4.2
0.0001 1 180 456 26 163 3.3
0.00001 1 180 1,767 0.5 470 2.6

180�C for cyclohexane. The adsorbed molar volumes were as-
sumed to be the same in both single- and mixed-gas adsorp-
tion.

For the L�F isotherm equation, the pure-component
isotherm is written using three adjustable parameters:

q BP1rn
0

qs . 14Ž .1rn1qBP

The L�F equation also can be extended for an n-component
Ž .mixture Yang, 1987 :

q B P1rni
0 i i

q s . 15Ž .ni
1rn j1q B PÝ j j

js1

The fitting parameters for both isotherms are listed in
Table 3, and the fitted curves are plotted in Figures 1�4. The
separation factors of benzene over cyclohexane were calcu-
lated using the equilibrium mole fractions in adsorbed and
gas phases:

X rYbenzene benzene
�s . 16Ž .

X rYcyclohexane cyclohexane

The calculated separation factors for Ag-Y and Na-Y are
compared in Table 4. Both D�A and L�F equations led to a
similar dependence of the separation factor on pressure. The
separation factor for Ag-Y increased with decreasing concen-

tration of benzene, while that for Na-Y at 180�C decreased.
Although the separation factors calculated by the two
isotherms were not the same, the advantages of Ag-Y over
Na-Y are clearly seen, especially at lower concentrations of
benzene. This is certainly because Ag-Y can maintain its ad-
sorption ability to benzene, even at around 1�10y5 atm. On
the other hand, at 0.01 and 0.001 atm of benzene and at the
lower temperature of 120�C, Na-Y showed equivalent separa-
tion factors to Ag-Y.

For separations by adsorption and membranes, a separa-
tion factor on the order of 10 is considered high. For exam-
ple, in air separation by pressure swing adsorption using
zeolites and also by polymeric membranes, systems with sep-

Žaration factors N rO for adsorption and O rN for mem-2 2 2 2
.branes of near 10 are commercially used. For aromaticsr

Žaliphatics separations using liquid membranes e.g.,
.toluenerheptane and benzenerheptane separations , separa-

tion factors on the order of 10�100 yielded excellent separa-
Ž .tions Li, 1968, 1971 . The separation factors shown in Table

4, on the order of 10�10,000, are excellent for separationr
purification.

Diffusion Time Constants. In Table 5, diffusion time con-
stants calculated from 0�0.3 fractional uptake were summa-
rized. The diffusion time constants of benzene and cyclohex-
ane in Na-Y and Ag-Y were on the order of 10y4 Lrs. These
values were almost the same as those of benzene and cyclo-
hexane into AgNO monolayer dispersed SiO sorbent3 2
Ž .Takahashi et al. . However, these values were an order of
magnitude lower than those of propylene and propane in

Ž .AgNO monolayer-dispersed SiO sorbent Rege, 1998 and3 2
at least the same as those of ethylene and ethane into Ag

Table 5. Diffusion Time Constants of Benzene and Cyclohexane
Ž . Ž .Temp. Benzene Pres. Change Cylohexane Pres. Change

Ž . Ž . Ž . Ž . Ž .Adsorbents �C 1rs atm 1rs atm
y4 y3 y2 y4 y2 y2Ž . Ž .Na-Y 120 2.1�10 5.4�10 �2.6�10 9.8�10 1.1�10 �2.0�10
y4 y3 y2 y4 y2 y2Ž . Ž .Ag-Y 120 4.2�10 5.4�10 �2.6�10 1.1�10 1.1�10 �2.0�10

� y4 y3 y2 y4 y3 y2Ž . Ž . Ž .AgNO rSiO 0.33 grg 120 1.3�10 2.0�10 �3.7�10 2.9�10 2.0�10 �3.7�103 2

Ž . Ž .Adsorbents Temp. Propylene Pres. Change Propane Press. Change
Ž . Ž . Ž . Ž . Ž .�C 1rs atm 1rs atm

�� y3Ž . Ž .AgNO rSiO 0.33 grg 70 3.5�10 0�1 	 	3 2 † y4 y4Ag-Amberlyst-35 70 1.5�10 	 1.4�10 	

�Takahashi et al., 2000.
��Rege et al., 1998.

†Wu et al., 1997.
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Ž .ion-exchanged resins Wu et al., 1997 . The diffusion rates of
Žbenzene in these zeolites are high for applications Yang,

.1987 .

Molecular orbital calculation

Adsorption Bond Energy and Molecular Geometries. Ad-
sorption energy and structural geometry were calculated us-
ing molecular orbital theory. The calculated heat of adsorp-
tion using the B3LYPr3-21G level by Eq. 1 is also compared
with experimental and Monte Carlo simulation results in
Table 2. The theoretical value, 17.2 kcalrmol, was in fairly
good agreement with the experimental value. The compari-
son of bond length by benzene adsorption revealed that the

˚ ˚Ag-O length increased from 3.023 A to 3.246 A. The C�C
˚bond length in benzene also increased from 1.385 A to

˚1.385�1.391 A. This trend was consistent with that for ben-
Ž .zene interaction with AgCl Takahashi et al. .

Natural Bond Orbital Results. The nature of benzene�Ag
zeolite interaction can be better understood by analyzing the
NBO results. The main feature of the interaction can be seen
from the population changes in the vacant outer-shell s-orbital
of the silver and those in the d-orbitals of silver upon adsorp-
tion. In Table 6, the NBO analysis results for benzene on Ag
zeolite are compared with other combinations of adsorbates
and adsorbents. According to the electron population changes
by benzene adsorption on Ag zeolite, the trend is in agree-
ment with the previously reported �-complexation trend
Ž .Cheng, 1996; Huang et al., 1999a,b,c; Takahashi et al., 2000 ,
that is, donation of electron charges from the p-orbitals of

Ž .benzene to the vacant s-orbital of the silver � donation and,
simultaneously, back donation of electron charges from the

� Ž �d-orbitals of silver to the � -orbitals of benzene d-� back
. �donation . The contribution of d-� back donation is larger

than � donation, resulting in a decrease in the net electron
charge in silver. The net electron charge of carbon in ben-
zene increased instead.

The differences of electron population changes between
benzene and ethylene adsorption deserve discussion. From
Table 6, it is seen that the contribution of � donation is
predominant in ethylene adsorption, while d-� � back dona-
tion is slightly larger in benzene adsorption. Also, the extent
of � donation and d-� � back donation by benzene adsorp-
tion was considerably smaller compared with ethylene
adsorption. Therefore, �-complexation with benzene was
weaker than that with ethylene. Weak �-complexation of
benzene can also be understood by the difference in bond
lengths. The bond length between carbon in ethylene and sil-

Figure 6. Comparison of experimental and GCMC simu-
lation for adsorption of benzene on Na-Y.

˚ Ž .ver in AgCl was 2.66 A Huang et al., 1999b , while that be-
tween carbon in benzene and silver in Ag zeolite or AgCl was

˚ ˚ Ž .2.71�3.7 A or 3.22 A Takahashi et al., 2000 , respectively.
This longer bond length was caused by the smaller overlap of
orbitals from the weaker �-complexation.

Monte Carlo simulation
Monte Carlo simulation of adsorption isotherms provides

great insight into the adsorption mechanism via model con-
struction, charge assignment, and force field determination.
In this section, benzene adsorption on Na-Y, H-USY, and
Ag-Y is simulated, and the mechanism of adsorption on each
zeolite is discussed.

Na-Y Zeolite. The GCMC simulation results of benzene
isotherms at 120� and 180�C using the potential parameters
given in Table 1 are shown in Figure 6, where they are also
compared with experimental data. The simulation results
were in excellent agreement with experimental data. The cal-
culated heats of adsorption were 16.4�18.5 kcalrmol, which
were in agreement with those from experiments. It was hence
confirmed that the energy expressions and parameters were
suitable for simulation of benzene isotherms on Na-Y.

H-USY Zeolite. First, simulation of benzene isotherms on
H-USY was attempted using the same potential parameters

Table 6. NBO Analysis of � -Complexation: Electron Population Changes of Each Orbital after Adsorption

Silver Carbon

MethodrBasisSet 5S Ý4d Net Change 2 s Ý2 p Net Change

Benzene on Ag Zeolite B3LYPr3-21G 0.00541 y0.0135 y0.00805 0.00554 0.00709 0.01263
�Benzene on AgCl B3LYPrLanL2DZ 0.0033 y0.0071 y0.0038 	 	 	

��C H on Ag Zeolite MP2r3-21G 0.0596 y0.0177 0.0419 0.0203 0.0193 0.03962 4 ��C H on AgCl MP2r3-21G 0.1204 y0.0470 0.0734 0.0226 0.0142 0.03682 4 †C H on AgCl B3LYPrLanL2DZ 0.061 y0.055 0.006 	 	 	2 4

�Takahashi et al., 2000.
��Chen and Yang, 1996.

†Huang et al., 1999a.
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as on Na-Y. However, the simulated isotherms were consid-
erably higher than the experimental data. This disagreement
was caused by incorrect well-depth parameters, � andO-C
� , for van der Waals interaction. Pellenq and NicholsonO-H
Ž .1993 reported the values of the polarizabilities of frame-
work atoms in silicalite and aluminosilicates determined from
Auger electron spectroscopy data. It was found that the po-
larizability for oxygen in a zeolite framework is sensitive to
the ratio of silicon to aluminum and also the nature of the

Ž .extra framework cations. Watanabe et al. 1995 used differ-
Ž .ent potential values for oxygen in silicalite 0.202 kcalrmol ,

Ž . Ždenoted by Oz Si-O-Si , and that in aluminosilicates 0.334
. Ž .kcalrmol , denoted by Oz Si-O-Al .

In this work, an adjustment of � and �OzŽSi-O-Si.-C OzŽSi-O-Si.-H
was made to simulate the experimental Henry’s law constants
at 120� and 180�C. Here, since low-pressure data depend only
on the benzene�zeolite interactions, the benzene�benzene
interactions were neglected. Using the well-depth parameter
for � s 0.04187 kcalrmol and � s0.03153 kcalrmolNa-C Na-H

Ž .for Na-Y in Table 1 and assuming � s0.041 kcalrmol, asNa
Ž .used by Watanabe et al. 1995 for Na-A and Na-X, � sC

0.0428 kcalrmol and � s0.0243 kcalrmol were obtainedH
from the geometric combination rule, Eq. 9. Therefore,
� and � for H-USY could be expressedOzŽSi-O-Si.-C OzŽSi-O-Si.-H

Ž .0.5 Ž .0.5as 0.0428 � � and as 0.0243 � � ,OzŽSi-O-Si. OzŽSi-O-Si.
respectively. By fitting with � , � s 0.655OzŽSi-O-Si. OzŽSi-O-Si.
kcalrmol was obtained to fit the experimental Henry’s law

Ž .constant of 0.519 moleculer cell �kPa at 120�C and 0.137
Ž .moleculer cell �kPa at 180�C. The ratio of � overOzŽSi-O-Si.

Ž .� was 0.44 calculated from � �0.60OzŽSi-O-Al. OzŽSi-O-Al.-H
Ž .calculated from � , which was in agreement withOzŽSi-O-Al.-C

Ž .the ratio of 0.60 obtained by Watanabe et al. 1995 .
Ž .Using the modified parameters for H-USY in Table 1 ,

the benzene isotherms were calculated and compared with
experimental isotherms in Figure 7. Again, the isotherms and

Ž .the heat of adsorption 8.2�9.2 kcalrmol obtained from sim-
ulation were in excellent agreement with the experimental
data.

Figure 7. Comparison of experimental and GCMC simu-
lation for adsorption of benzene on H-USY.

Figure 8. Comparison of experimental and GCMC simu-
lation for adsorption of benzene on Ag-Y.

Ag-Y Zeolite. The potential parameters for Ag-Y are listed
in Table 1. These parameters were modified to get the low

Žpressure points of the isotherm at 180�C 1.30 mmolrg at 1.6
y4 .�10 atm , although adjustment of the parameters to fit

the experimental Henry’s law constant was preferable. The
reason not to use the experimental Henry’s constant was that

Ž y6 .the small pressure values 8.7 � 10 atm at the lowest ad-
sorbed amount in the isotherms might lead to the large error
of potential parameters. The procedure of adjustment was
basically the same as in the case for H-USY, except for
changing the � value instead of the � value. � sAg OzŽSi-O-Si. C
0.0428 kcalrmol and � s0.0243 kcalrmol were obtainedH

Ž .from the geometric combination rule Eq. 9 . Then, � andAg-C
Ž .0.5� for Ag-Y could be estimated from 0.0428�� andAg-H Ag

Ž .0.50.0243�� , respectively. In Case I for Ag-Y, � be-Ag Ag
came 14.3 kcalrmol, while � s 13.5 kcalrmol was obtainedAg
for Case II. The larger well-depth parameter was needed for
Case I to compensate for the weaker Coulomb interaction
due to the smaller Ag cation charge. In both cases, the �Ag
values used were more than two orders of magnitude greater
than � , clearly indicating the strong interaction from �-Na
complexation.

Figure 8 shows the simulation results of benzene on Ag-Y
for Case I and Case II. The differences between Case I and
Case II were fairly small. In both cases, the agreement with
experimental isotherms was not as good as that for Na-Y and
H-USY. However, they certainly followed the basic trend of
the experimental isotherms. The calculated heat of adsorp-
tion was 18.8�21.1 kcalrmol, which was higher than Na-Y
and also in agreement with the experimental value.

In all cases, not only Ag-Y but also Na-Y and H-USY, with
few exceptions, the simulated isotherms tended to be higher
than the experimental isotherms in the lower pressure range,
while they were lower in the higher pressure range. The
higher simulation results at low pressures might be caused by
the larger values for the well-depth parameter between oxy-

Ž . Ž .gen zeolite �carbon benzene interaction and oxygen
Ž . Ž .zeolite �hydrogen benzene interaction. The other possible
cause was the imperfection of the zeolite crystals. Since zeo-
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lites contain defects while in Monte Carlo simulation, a per-
fect zeolite lattice was assumed. In the high pressure range,
larger experimental values were possibly caused by adsorp-
tion between zeolite crystals.

Adsorption sites for benzene on Na-Y and Ag-Y were in-
vestigated using the Mass Cloud Plots function in Cerius2
Ž .not shown here . It was confirmed that benzene was ad-
sorbed preferentially near the SII cation sites and the center
of the 12-ring window, which was consistent with the neutron

Ž .diffraction data for Na-Y obtained by Fitch 1986 . For Ag-Y,
benzene was adsorbed slightly further away from the SII
cation sites than that in Na-Y, due to the fact that the van
der Waals radius of Agq is 30% larger than that of Naq.
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Notation
Asrepulsive parameter for Buckingham potential
Bsrepulsive parameter for Buckingham potential or Langmuir

constant
Csdispersive parameter for Buckingham potential or constant for

D-A equation
Dsdiffusivity
Esenergy
nsconstant
Pspressure
qspoint charge or molar adsorbed amount
Rsvan der Waals radii or gas constant
rsdistance or radius

Tstemperature
Uspotential energy
Vsvolumetric adsorbed amount
Xsequilibrium mole fraction in adsorbed phase
Ysequilibrium mole fraction in gas phase

Greek letters
�spolarizability or separation factor
�sadjustable parameter
�swell depth parameter for Lennard-Jones potential
� sdistance parameter for Lennard-Jones potential

Subscripts
isatom site or component
jsatom site or component
sssaturation
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