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Abstract
In this paper a model of single wall carbon nanotube (SWNT) interactions
with thermal plasma is developed. Several effects such as momentum,
charge and energy transfer between the SWNT and plasma are considered. It
is shown that the SWNT charge and potential with respect to the plasma, as
well as SWNT aspect ratio, depend on plasma density and electric field in the
interelectrode gap. For instance, the SWNT charge changes from negative to
positive value with electron density decrease. This model suggests several
ways to improve the controllability of SWNT synthesis in arc discharge,
such as an increase in plasma density and the application of an electric field.
It is predicted that higher plasma density in the SWNT formation region and
electric field lead to the formation of SWNT with a very high aspect ratio.

1. Introduction

Research focused on carbon nanotubes (CNTs) has led to
significant progress in synthesis techniques and a variety of
CNT applications. Tremendous interest in carbon nanotubes
has been stimulated by their unique mechanical, thermal
and electrical properties. Nowadays applications of CNTs
include field-emission displays [1, 2], nanoelectronics [3, 4]
hydrogen storage [5], chemical gas sensors [6] etc. Plasma-
enhanced methods of CNT synthesis are one of the most
efficient and precise tools of fabrication of the carbon-based
nanostructures [7,8]. However the processes of nucleation and
growth of nanotubes are not completely understood. Thus, the
full potential of CNTs for the aforementioned and other future
applications cannot be realized until the synthesis techniques
are optimized and ways to control CNTs characteristics are
determined.

Several techniques have been developed for CNT
synthesis such as arc discharge, chemical vapour deposition
(CVD) and laser ablation [9–12]. Arc discharge is the most
practical method of single wall carbon nanotube (SWNT)
synthesis. CNTs produced by the arc discharge technique
have fewer structural defects than those produced by low
temperature techniques. They are perfectly straight as
compared with the kinked type obtained by CVD processes.
Most likely, this is due to fast growth that prevents defect
formation. In addition, it was shown that among the several
methods of SWNT production, nanotubes produced by arc

discharge have the lowest time degradation of emission
capability [13] which is very important for field-emission
applications.

It is of general consensus that key parameter for nanotube
growth in the arc discharge is the anode erosion rate. Part of
the ablated material is deposited on the cathode. Two different
textures and morphologies can be observed in the cathode
deposit, such as a grey outer shell and a dark-soft inner core
deposit. Multi wall nanotubes (MWNT) as well as graphitic
particles are typically found in the inner core [14]. SWNTs
produced by the anodic arc discharge are found in a ‘collaret’
around the cathode deposit, clothlike soot suspended in the
chamber walls and the weblike structure suspended between
the cathode and the walls [16]. Dependent on gas background
and arc conditions MWNTs [15] and SWNTs are produced
in arc discharge [16, 17]. Among the other factors, current
conductivity across deposit may affect SWNT formation. In
fact, recently, the effect of current conductivity across the
SWNT sample on ignition was investigated [18]. This effect
may play a role during SWNT synthesis.

Recent progress in the arc discharge method of SWNT
synthesis was motivated by Journet et al [19], who showed
that SWNTs can be produced in large quantities. The issues
related to large scale and high purity synthesis of SWNT by arc
discharge are the most important objectives nowadays [20–24].
It is known that SWNT growth in arc discharge depends on
the background pressure in helium and argon atmosphere. In
the He–Ar mixture it was found that the argon mole fraction
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affects the SWNT diameter [25], while the SWNT diameter
was found to be fairly independent of pressure in the pure
helium environment [16]. However, the overall relative density
of the carbon species, and not necessarily a specific buffer
gas, are critical for nanotube growth [26]. In addition to
the SWNT diameter, two other parameters are important for
SWNT applications, namely chirality and aspect ratio [27].
The chiral angle determines whether SWNT has metallic or
semiconductor electrical conductivity [28].

Several models of a cathodic carbon arc were developed
in the past dealing with electrode phenomena [29–31] or
interelectrode plasma [32]. Recently a one-dimensional model
(in the axial direction) of SWNT formation was developed
and the SWNT growth rate in an anodic arc discharge was
calculated [26]. According to existing model predictions
nanotube formation occurs in the region of relatively small
plasma temperature (1300–1800 K [33]) where carbon reacts
to form large molecules and clusters. In some models [26] the
anode temperature was assumed, while recent work showed
that the anode temperature depends on the gas pressure [34].
No detailed model for the relationship between the discharge
parameters and SWNT formation was developed as mentioned
in a recent review paper [35]. A model of SWNT interaction
with discharge plasma and SWNT formation in the cathode
region (collaret) was developed [36]. It was shown that under
certain conditions SWNT can be deposited on the cathode
surface. This process depends on SWNT charging in the
arc plasma. In turn, the charging phenomena depend on the
electron temperature.

The ability to control SWNT properties is important for
many practical applications. While, in general, arc discharge
technique is considered to offer poor flexibility, it is primarily
a result of limited understanding of the SWNT synthesis
mechanism. Among SWNT properties of interest are SWNT
radius, the chirality and length. It was mentioned above that
the SWNT radius can be controlled by the type of the gas in the
chamber while the gas pressure leads to fairly constant radius.
The chiral angle determines whether the CNT has metallic or
semiconductor electrical conductivity. In particular, there is
tremendous interest in synthesis of long SWNT, which will
enable new types of MEMS/NEMS systems, such as micro-
electric motors and can act as a nanoconducting cable [37].
Recently growth of 4 cm long SWNT was reported [37]. The
question is, what are the theoretical and the practical limits for
the SWNT length and what are the factors affecting the length
of SWNT growing by the arc discharge technique. In order to
answer these questions one should construct a detailed model
of SWNT synthesis. A development of the full picture goes
beyond the framework of this paper and we will concentrate
on several aspects of SWNT synthesis and peculiarities of the
arc discharge technique as well as possible SWNT–plasma
interactions.

In recent years several models of CNT formation
in an arc discharge have been proposed. Gamaly and
Ebbesen [38] proposed that the bimodal carbon velocity
distribution (ions with drift velocity and isotropic neutrals)
determines the nanotube creation process near the cathode.
They suggested that isotropic distribution leads to fullerene
formation while directed flux results in nanotubes. Iijima
et al [39] proposed an open-ended growth model. In this

model carbon atoms and small carbon clusters add on to
the reactive dangling bonds at the edges of the open-ended
nanotubes. Other researchers argue that carbon nanotubes are
elongated by electrostatic forces along the electric field near
the cathode [40, 41]. However it seems like a high-resolution
transmission electron microscopy analysis does not support
this hypothesis. Alternatively a two-step growth model has
been proposed [42]. According to this model, different carbon
structures are formed first. Then, during the cooling process,
the graphitization occurs from the surface towards the interior
of the assemblies. Several workers developed a growth model
of SWNT explaining the root-growth of nanotube bundles
emerging from catalyst particles [35]. These models include a
catalyst phase diagram of carbon-metal. Most essential aspects
of this model were described by Moravsky et al [14].

Apparently, chemical processes involved in SWNT
growth determine the length of the nanotubes. In this paper we
consider an additional factor that may affect SWNT synthesis,
namely SWNT seed residence time in the region of preferable
growth. It will be shown that this factor has a very strong effect
on the SWNT growth rate and thus on the SWNT properties.

2. The model of SWNT interactions with
interelectrode plasma

In this section, we briefly describe a model of SWNT
interactions with interelectrode plasma and consider SWNT
synthesis in the interelectrode region. Typically in the
interelectrode gap of the arc discharge plasma temperature
varies from about 5000 K in the centre of the channel down
to 1000 K at the periphery [16, 35]. The probability of atomic
collisions and therefore nanotube seed formation is higher in
the centre of the interelectrode gap, i.e. in the region with the
highest carbon atoms and ions density. Recall that the SWNT
seeds formed in the plasma are subject to interaction with
plasma particles that include charge, momentum and energy
transfer. As a result of these interactions high heat fluxes
may lead to overheating and prevention of the formation of
the stable nanostructures. Thus, nanotube formation occurs
in the region of relatively low plasma temperature (1300–
1800 K [34]) where carbon reacts to form large molecules and
clusters. The length of that region is about a few mm [35].

Carbon clusters diffuse with diffusion coefficient DSWNT

from the region of origin without any chemical reactions [43].
In the diffusion approximation one can determine the diffusion
coefficient of carbon clusters and SWNT as follows [43]:

DSWNT = 4

3

√
2

π3/2

(
1

mSWNT
+

1

mHe

)1/2
(kT )3/2

p(dSWNT + dHe)2
,

(1)

where mSWNT, mHe are SWNT and He molecular masses, T

is the plasma temperature (it is assumed that the plasma is in
a local thermodynamic equilibrium (LTE), [16, 34]), p is the
pressure and dSWNT and dHe are the effective diameters of the
SWNT seed and He molecular respectively. In this formulation
the radial diffusion velocity of SWNT seed can be estimated as:
VSWNT ∼ DSWNT/Ra, where Ra is the anode radius, which is
the characteristic dimension of the plasma region. In addition,
an initial SWNT velocity can be estimated from experimental
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Table 1. Typical plasma and SWNT parameters.

Measured SWNT velocity 0.01–0.5 m s−1 [43]
He pressure 100–500 Torr
Spatial scale of the region of SWNT ∼1 mm [35]

formation
SWNT temperature in the region of 1500 K

formation
Plasma temperature 0.5 eV [16, 34]

measurements [43]. The typical range of SWNT velocities is
presented in table 1.

The charge transfer from the plasma to SWNT is due
to electron and ion fluxes to the SWNT seed and due to
thermoionic emission from the hot SWNT:

dQSWNT

dt
= Ii − Ie + Iem, (2)

where QSWNT is SWNT charge, Ii, Ie and Iem are ion, electron
and thermoionic current, respectively. The electron current
is given by: Ie = Sje, where S is SWNT surface area. The
electron current density absorbed by SWNT depends upon
SWNT potential with respect to the surrounding plasma: je =
jeo exp(−eϕSWNT/kT ) if ϕSWNT < 0 and je = jeo exp(1 +
eϕSWNT/kT ) in the opposite case, where jeo is the electron
thermal current density, ϕSWNT is the SWNT potential with
respect to the plasma. The ion current density at the SWNT
surface is given by [36]: ji = jio(1 + α) if α � 0 and
ji = jio if −1 < α < 0 and ji = 0 if α < −1, where
α = −2eϕSWNT/miV

2
i and jio = eneVi is the ion current

density in the plasma and Vi is the ion velocity.
The current of thermoionic emission is given by the

Richardson–Duschman equation:

Iem = SAT 2
s exp

(
−e[� + ϕSWNT]

kTs

)
, (3)

where � is the work function, Ts is the SWNT temperature
(see table 1).

Following [36, 44], the electric capacitance of the
cylindrical particle is calculated as C = 4πεo(L/ ln(2L/a)),
where L is the SWNT length and a is the SWNT radius
(a = 1.4 nm, [16]). The capacitance does not depend on
the inner radius of SWNT since it is calculated between the
SWNT and the surrounding plasma. In addition, we take into
account that SWNT is a conductor (having either metallic
or semiconductor properties), thus SWNT charge is equal
QSWNT = CϕSWNT.

Densities of the carbon species are determined by the
anode ablation rate. The maximum density of carbon
atoms/molecules in the interelectrode gap can be estimated
from the vapour pressure. For instance, in the case of He
pressure of about 500 Torr the resulting anode temperature
is about 3270 K and the anode erosion rate is about
3 mm3 s−1 [16, 34]. Based on these calculations one can
estimate the upper limit of the carbon species density as:
nC = Pv/(kT ), where Pv is the vapour pressure at the anode.
The density decreases due to plasma expansion in the radial
direction and, typically, plasma density has its highest value
along the arc discharge centreline [45].

SWNT growth rate is determined by carbon atoms and ions
precipitation to the nanotube surface and chemical reactions,

Figure 1. Schematic of the arc discharge and simulation geometry.

(This figure is in colour only in the electronic version)

which depends on the density of carbon species in the vicinity
of SWNT and the electron temperature. It is assumed that the
influx of carbon ions and atoms to SWNT causes an increase
in SWNT length. We further assume that growing SWNT has
C–C spacing of about 1.4◦ A [34]. Flux of the carbon atoms
to the SWNT surface can be calculated as follows:

� = 0.25nC

√
8kT

πm
. (4)

The SWNT interaction with plasma in the interelectrode region
leads to momentum transfer, which can be accounted as
follows:

MSWNT
dVSWNT

dt
= FD + QSWNTE, (5)

where FD is the drag force, FD = 1
4πρd2

SW(Vi −VSWNT)2 [36],
ρ is the plasma density, and E is the electric field in the region
of the SWNT formation. Equation (5) is supplemented by the
equation for SWNT trajectory: dr/dt = VSWNT. The initial
velocity of SWNT, VSWNT(0), is calculated from equation (1).
Electric field in this region can be created, for instance, by
placing the biasing electrode. In this paper, we will explore
this effect by calculating the SWNT–plasma interaction under
different plasma conditions. In the next section, it will be
shown that momentum transfer can be controlled by an electric
field dependent on the SWNT charge.

It is assumed that the plasma parameters such as plasma
density, temperature, carbon neutral density and the SWNT
temperature are known from previously developed models.
Based on these typical values, the SWNT velocity, charge
distribution and the SWNT aspect ratio were calculated. These
results are presented in the next section.

3. Results and discussions

The calculated SWNT velocity distribution in the radial
direction (for coordinate system see figure 1) is shown in
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Figure 2. SWNT velocity distribution with characteristic SWNT
size as a parameter.
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Figure 3. SWNT charge as a function of distance from the SWNT
seed formation position. Electron density is 1010 m−3.

figure 2. Diffusion across the interelectrode plasma region
leads to dependence of the SWNT velocity on the characteristic
SWNT size due to momentum transfer. In figure 2 the
characteristic SWNT size is used as a parameter. Two limited
cases with the SWNT length and diameter as characteristic the
SWNT size are shown. One can see that the SWNT diffusion
velocity is about 0.3 m s−1 in the case of the characteristic
size equal to the SWNT diameter, while this velocity is much
smaller in the case of the characteristic size equal to SWNT
length. During the diffusion, the SWNT length varies due
to the SWNT growth as will be shown below. It should be
pointed out that the measured SWNT diffusion velocity is
about 0.01–0.5 m s−1 (see table 1), which is consistent with
these predictions.

The SWNT charge distribution in the radial direction is
shown in figure 3 with carbon species density as a parameter.
In these calculations it was assumed that SWNT growth is
terminated when SWNT leaves the formation region, which
has a thickness of about 1 mm. The SWNT relative length
(aspect ratio) is shown in figure 4 with carbon species density as
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Figure 4. SWNT aspect ratio as a function of distance from the
SWNT seed formation position.
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Figure 5. SWNT charge as a function of distance from the SWNT
seed formation position with electron density as a parameter.

a parameter. We consider a case with low electron density (less
than 1010 m−3). It can be seen (figure 3) that the SWNT charge
is positive due to significant thermoionic emission. In addition
the SWNT charge depends on the carbon density, which is a
result of the SWNT growth rate dependence on the carbon
species density. Higher carbon density leads to faster growth
of the SWNT, as shown in figure 4, and thus causes larger
total charge accumulated by SWNT. Recall that in the case
of a large plasma density this model predicts the formation of
SWNT with a very large aspect ratio.

SWNT charge dependence on the electron density is
shown in figure 5. One can see that a higher electron density
leads to a negative SWNT charge due to strong electron flux
from the plasma to the SWNT surface that exceeds thermoionic
emission and ion flux. Thus, both negative and positive SWNT
charge can be realized depending on the electron density in the
SWNT formation region. Based on this prediction, different
strategies of manipulation of SWNT growth by electric field
can be implemented.

One possibility to affect SWNT growth in the SWNT
formation region is to apply an electric field. Due to the fact that
SWNT accumulates charge in the course of interaction with
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Figure 6. SWNT charge as a function of distance with electric field
as a parameter.
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Figure 7. SWNT aspect ratio as a function of distance with electric
field as a parameter.

plasma, it is expected that this electric field may affect SWNT
motion. In fact our simulations show that the electric field
in the SWNT formation region has a strong effect on SWNT
motion. SWNT charge distribution is shown in figure 6 and
SWNT relative length (aspect ratio) is shown in figure 7 with
an electric field in the SWNT growth region as a parameter.
It can be seen that a relatively small electric field significantly
affects SWNT growth and leads to a large SWNT aspect ratio
in comparison with the zero electric field case. This is due to
trapping of SWNT in a region of the preferable growth. In the
enlarged section of figures 6 and 7 one can see time evolution
of the SWNT charge and the SWNT aspect ratio.

4. Concluding remarks

This model suggests several ways to improve the controllability
of SWNT growth in the arc discharge. In particular, it is shown
that the SWNT aspect ratio can be substantially altered during

the arc discharge synthesis. Among the other possibilities
increase in the plasma density and application of the electric
field are the major factors. It should be pointed out that
predicted parameters required for this could be implemented
under typical arc conditions. Thus, it can be expected that some
of these ideas can be translated into a practical application of
the arc discharge for controlled SWNT synthesis.

Previous models suggested various scenarios for SWNT
growth termination in arc discharge. These scenarios are
tied to the mechanism of the carbon species precipitation and
chemistry involved in the SWNT synthesis. For instance, in the
framework of the growth model that explains the root-growth
of nanotube bundles emerging from catalyst particles, catalyst
phase diagram of carbon-metal ultimately affects the SWNT
synthesis. However, in addition to that, in the dynamic system
such as the arc discharge, the SWNT growth is a function of
the SWNT seed motion along the discharge plasma. Due to
momentum transfer from the flowing plasma, SWNT gains
velocity and leaves the region of preferable formation. Thus,
the time of residence in the area of preferable growth is limited.
Therefore, increase in the SWNT residence time in that region
may affect SWNT growth and may be considered as a way
to control the SWNT parameters. In this paper we showed
that application of an electric field has a profound effect on
SWNT growth. In addition, it was predicted that the plasma
density increase could also promote SWNT growth. As a
possibility, application of an axial magnetic field can be used to
enhance plasma density in the arc discharge. In fact, previous
experimental and theoretical studies showed that significant
increase in the plasma density could be achieved by applying
a relatively moderate magnetic field [46].

Noteworthy, SWNT–plasma interactions lead to SWNT
charging. This model predicts that both negative and positive
charge can be accumulated by SWNT dependent on the plasma
density. Thus, we want to emphasize that different polarities
of the electric field should be implemented to affect the SWNT
growth dependent on the plasma density.
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