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Improvements in the neutron activation
technique for studying microleakage were
achieved by selecting more suitable tracers
and by using a more accurate method for
evaluation of the activation data. Dyspro-
sium was the most suitable tracer; it pro-
vided the least variation in the results and
allowed the fastest activation and counting
procedure.

A quantitative method for studying micro-
leakage in vivo and in vitro has been pre-
sented by Going, Myers, and Prussin' and
Going2; they used neutron activation of
manganese 55. Teeth restored in vitro or in
vivo were soaked in an aqueous solution of
a nonradioactive Mn salt by use of a test
tube and a latex isolator, respectively. After
immersion, the teeth restored in vivo were
extracted. The whole teeth were placed in
the core of a nuclear reactor; the 55Mn was
activated to 56Mn and the y-ray emission of
the 56Mn formed during the irradiation was
measured; the number of radioactive counts
was proportional to the uptake of Mn per
tooth.
This method was used later by Dennison,3

but he did not succeed in showing statistic-
ally significant differences between the Mn
uptake values obtained from whole teeth
restored with composite resins and those
restored with a silicate cement. The main
difficulty was the variability of the results;
this was caused partially by the presence of
Mn in either the tooth itself or in the re-
storative material.
The purpose of this study was to improve

the efficiency of the activation method by
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selecting a more specific tracer, by shorten-
ing the activation and counting procedures,
and by designing a more accurate means for
analysis of the data.

Materials and Methods
MATERIALS.-Selection of a tracer involves

consideration of the following characteris-
tics: nuclear reaction, half-life, activation
cross section, natural abundance of the stable
isotope, and its absence in tooth and restor-
ative materials. Such data for Mn, vanadium
(Vn), indium (In), and dysprosium (Dy)
are listed in Table 1. The latter three were
selected on the basis of the aforementioned
criteria.4-6 The relative activity value was
obtained from a relation including neutron
flux, cross section, natural abundance, and
atomic weight of the element.
By developing the same relation for fac-

tors such as activation, decay, and counting
times, it was possible to predict the total
activity for a mass unit and for all the pos-
sible activation and counting conditions.
Such calculations were performed for the
tracers selected and for the most sensitive of
the elements present in teeth or restorative
materials. With a constant activation time
of one minute and a counting time of 40
seconds, the values obtained for decay times
such as 1, 3, 10, and 30 minutes are reported
in Figure 1. It is apparent that Dy has the
shortest half-life and the greatest activity be-
tween one and eight minutes of decay. The
decrease in activity for the sensitive elements
present in teeth does not change notably
during the same period. To maintain the
best sensitivity for the proposed tracers the
following conditions were chosen for all
further experiments: activation, one min-
ute; decay, three minutes; and counting, 40
seconds, plus automatic correction for the
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TABLE 1
PROPERTIES OF THE SELECTED TRACERS

55Mn "1V 5l1n "151n 104Dy lO4Dy
Natural abundance (%) 100.0 99.56 95.7 95.7 28.18 28.18
Nuclear reaction (n,y) (ny) (ny) (ny) (ny) (ny)
Radioactive isotope "Mn 62V UemIn "16mIn '6Dy 16mDy
Energy (kev) 850 1,430 1,085 1,270 95 108
Half-life (min) 155.0 3.77 54.0 54.0 137.0 1.25
Activation cross section
(barns) 13.3 4.5 155.0 155.0 800.0 2,000.0

Relative activity* (disinte-
grations/sec X 1015) 7.26 2.64 20.93 29.07 . . 100.9
0 Calculated for a flux of 5 X 1012 n/cm2/second and a theoretical counter with equal efficiency between 95

and 1,430 kev.

dead time of the counter. Standards were
tested first and the tracers then were used on
teeth restored with the same composite resin
to compare practical efficiency.
The selection of valid counts in the energy

range of interest in the y-ray emission spec-
trum was based on the comparison of the
actual counts for a given channel with a
critical level,7 which was obtained from the
standard deviation of a prepared blank.
This blank was constructed by weighting
the counts of separate tooth and material
blanks according to the actual weights of the
tooth and filling material in the restored
tooth to be tested, and adding them channel
by channel. This procedure enables a com-
puter to select automatically the first and
the last significant channel of a given y peak
in the complex spectrum obtained from the
restored tooth, and permits the determi-
nation of items such as background and net
area of the peak.
EXPERIMENTAL PROCEDURE.-Two aqueous

solutions were prepared for each tracer: a
soaking solution (1 gm/100 ml) and a stan-
dard solution (100 jtg/ml). The following
salts were selected: MnSO4 - H20,a V2o5,a
In (NO3) 3 -3H20,b and Dy (NO3) 3 5H20.c
All salts except V205, were readily soluble in
water. According to the procedure described
by Willard and Diehl,8 small portions of
V205 were first treated with ammonium hy-
droxide, then transformed into vanadic acid
by nitric acid, and finally reduced to vanadyl
ions through oxalic acid treatment. The
solution then was neutralized and adjusted
to the desired concentration.

a J. T. Baker Chemical Co., Philadelphia, NJ.
b E. H. Sargent and Co., Detroit, Mich.
c Pfaltz and Bauer, New York, NY.

Three types of filling materials were used:
a composite resin (A) ,d an unfilled resin
(S) ,e and a silicate cement (M) . Filling
materials were condensed into a small split
mold to form disks, which were used as ma-
terial blanks.

Freshly extracted, sound premolars and
molars were used. Round Class V cavities
were prepared on the buccal surfaces of
these teeth by use of a conventional tech-
nique after storage for at least 24 hours in
distilled water. Each restoration had a rela-
tively constant exposed surface area of 12.5
mm2 and was placed to minimal depth within
the dentin. After preparation and an addi-
tional hour of storage in water, the tooth
was dried with compressed air for 30 seconds
and weighed. The tooth was filled and after
the finishing was accomplished, it was stored
another hour in distilled water. The restored
tooth then was dried again with compressed
air and weighed. This procedure allowed
good repeatability of the weighings. All tooth
surfaces then were sealed with utility waxg
applied with a hot spatula to within 0.5 mm
of the margin in the restored region. Special
care was taken to seal the apex region and
the enamel surface adjacent to the margins so
that fluid exchange could take place only
along the margins of the restorations. Wax-
ing all the surfaces ensured a close contact
between wax and tooth surface, and finally
an additional layer of wax was applied. In
Figure 2 the standard cavity preparation used
throughout the study is shown, with a similar

d Adaptic, Johnson & Johnson Co., New Brunswick,
NJ.

e Sevriton, Amalgamated Dental Trade Distribution,
Ltd., London, Eng.

f MQ, S. S. White Co., Philadelphia, Pa.
g Kerr Manufacturing Company, Romulus, Mich.
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FIG 1.-Theoretical total activities calculated
for various decay times for a mass unit activated
for one minute and counted for 40 seconds. A,
1`Dy (108 kev); B, '110mIn (1,270 kev); C, ""mIn
(1,085 kev); D, TMMn (850 kev); E, 'IV (1,430 kev);
F, 21AI (1,780 kev); G, 3'1P (na) 28A1 (1,780 key);
H, '8Cl (2,160 key); 1, 24Na (1,370 kev); J, 3`CI
(1,640 kev). Possible tracers (Dy, In, V, and
Mn) are compared with most sensitive elements
present in teeth or restorative materials (Al, P,
CL, and Na).

tooth that was waxed and sealed for soaking
in the tracer solution. The waxed specimens
were soaked for an hour in one of the con-

centrated salt solutions, then quickly rinsed
in distilled water and wiped off with absorb-
ing paper, except for the restored surface. An
oversized piece of green wax was sealed over
the restoration to prevent further seepage of
the entrapped tracer solution, especially dur-
ing the activation procedure.

Fic 2.-Prepared cavity on buccal surface of
molar (left) is compared with a similar cavity
fully restored and waxed for soaking in tracer
solution (right).

Small polyethylene tubes containing I ml
of the standard solution (100 jug of tracer)
were used as a tracer standard. A typical
neutron activation experiment included the
following steps: After soaking and final wax-
ing, a restored tooth was wrapped in polyeth-
ylene, placed in a polyethylene container, and
transferred through an air tube system to the
core of a nuclear reactor transfer time was
about four seconds. After one minute of ex-
posure to a flux of 2 x 1013 neutrons/cm2/
second, the specimen was allowed to decay for
three minutes before counting. The count-
ing system included a lithium-drifted ger-
manium solid-state detector1 (high-energy de-
tector) or a germanium low-energy photon
spectrometer (low-energy detector), and a
4096 channel analyzer.k Specimens were
counted for 40 seconds, plus the automatic
correction for the dead time of the counter.
Typical total counting times ranged between
50 and 75 seconds for the high-energy de-
tector, and between 45 and 100 seconds for
the low-energy type. The tracer standard,
the tooth blank, and the filling material
blank then were successively irradiated ac-
cording to the same procedure.
Raw data from the y-spectrum analyzer

and the experiment were submitted to a
computer for analysis. A program was spe-
cifically designed for selection of the first

h Phoenix Memorial Laboratory, University of Mich-
igan, Ann Arbor, Mich.

' LGCU 55 SD Series 702, Princeton Gamma Tech,
Princeton, NJ.

J Model 8113-16350, Ortec Inc., Oak Ridge, Tenn.
k 4096, Nuclear Data Inc., Palatine, Ill.

I Dent Res March-April 1974



IMPROVED ACTIVATION METHOD 359

and last significant channels of the -y peak
used to determine the peak surface and that
of the background below it. This program C o do v)

was designed so that only the highly signif- s N M

icant peaks were selected; at least two suc-
cessive channels had to have significant
counts before one channel could be selected 3a
for one of the limits of the peak surface. At -
the same time, the peak-to-background ratio E_; t--z
was computed, and the peak surface was cor-- -
rected for decay by use of the following equa-
tions of Haerdi, Martin, and Monnier9:

for 52V and 165mDy g 00 00 C X
N O 693e0693VIt'/T D

No=- 0

T[l-e-0.693 tc'/7]
and for 56Mn and 116mIn

N

e-0.693t'/T'IT..

where N. is the number of counts at the end
of irradiation (decay time = 0); N is the
number of counts at the end of counting; t' 0- , o to
is decay time; t'V is counting time; and T is °t E ° -

half-life.
Such corrections were necessary because of 9

the important variations in the total count- 9E
ing time, which resulted from variations of m EHW -"tracer uptake and tooth weights, particularly Hn E 0 i0 CiT
for the short-lived isotopes such as 52V and X * 0

165mDy. The tracer uptake per tooth was

finally determined by comparison with the
tracer standard. Tracer uptake values calcu-
lated in this way then were compared for the , mm . C4

different types of restorative materials by use a
_ m S_

-s
of analysis of variance. When significant dif- U
ferences were found, Duncan's new multiple >

range test was used to rank them. Correla- H
tions of the tracer uptake with factors such C C_ CZ

as the weight of the tooth or the weight of 0 0 .5
the filling material were studied and tests for
linearity and regression were performed.

0

Results U

All of the proposed tracers were studied to X
>

determine their relative efficiency under the O-t.
particular conditions of the experiment. *
Table 2 lists the peak area, peak-to-back- , ra
ground ratio, and corrected peak area for the

bO
various tracers and y peaks; the results for .8a,=
the two types of detectors in the case of Dy -.

Z
X

are presented for comparison. The smaller ;
corrected peak area obtained for 165mDy on U CZ-,o
the low-energy detector resulted from a much lwX -.d H

lower access time of the counter, or an in- U;

Vo 1 53 No. 2
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creased total counting time as a result of the
greater decay of this short-lived isotope dur-
ing the counting. Despite the decrease, a
pronounced increase in the peak-to-back-
ground ratio was observed.
The efficiency of these tracers in micro-

leakage tests was compared with teeth re-
stored with the same composite resin (A).
Table 3 shows the number of tests in which
significant peaks were detected by the auto-
matic analysis, the mean of the peak-to-back-
ground ratios for a given tracer or y peak,
the mean tracer uptake, the coefficient of
variation within a group (when possible),
and the classification of the mean tracer up-
takes, based on an analysis of variance fol-
lowed by a Duncan's new multiple range
test modified for unequal replications.10
According to the number of successful tests,

the peak-to-background ratio, and the coef-
ficient of variation (Tables 2, 3), the y
ray at 108 kev for 165mDy was chosen as the
most suitable for microleakage studies.
An additional experiment was performed

to demonstrate the capability of the method
for distinguishing between marginal leakages
occurring with three types of restorative ma-
terials. Table 4 shows the results obtained
with an unfilled resin (S) and a silicate
cement (M) and those already obtained with
a composite resin (Table 3). The three ma-
terials were inserted into unlined cavities and
there was no significant difference between
the mean values obtained. It also is evident
in Table 4 that there was little gained by
placing a linerm between the material and
the dentin walls, except possibly to produce
a greater variation in the mean values. When
extreme conditions of temperautre cycling
were introduced, the mean uptake values
rose decidedly, but so did the variation
among sample means. Student's t test was
used to determine a difference between mean
uptake values for the composite and silicate
restorations, unlined or during temperature
cycling. The temperature cycling was carried
out at 30-second intervals for one hour, be-
tween 10 and 60 C.

Increasing the proportion of significant
counts over the background led simulta-
neously to a decrease in the variability of
the results, because the automatic selection
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TABLE 4
COMPARISON OF THREE RESTORATIVE MATERIALS

Mean Uptake of Dy per Tooth (gigm)

Conditions Filled Resin Unfilled Resin Silicate Cement

Unlined 20.50 (6.47) jt 18.62 (2.87) 13.45 (4-79) #$+
Varnish liner 9.57 (7.61) . . . 23.61 (14.37)
Temperature-cycled 100.57 (80.87) t 104.47 (43.06) $

Note: Numbers in parentheses represent standard deviations.
0 Unlined: F(2,14),.oo = 3.74 > 2.83
t Filled resin: unlined vs cycled: T(uou0.05 = 2.228 < 2.418.
t Silicate cement: unlined vs cycled: T(s)0.05 = 2.262 < 4.663.

of the first and last significant channels of the
peak became more sensitive. The number of
selected channels for the 108 kev peak in-
creased from a mean of 7.8 channels for the
high-energy detector to a mean of 21.3 chan-
nels for the low-energy detector; the coeffi-
cient of variation for the number of channels
selected decreased from 29.2 to 4.8%. Such
differences in the mean number of selected
channels were highly significant according to
Student's t test.

Discussion
The automatic evaluation procedure is

very effective, if careful selection of the best
counting conditions is used. The variability
of the tracer uptake per tooth, about 30%
in the best example (Table 3), demonstrated
the influence of the materials being tested
rather than that of the testing procedure.
Even though the cavities were prepared and
filled carefully, many uncertainities were as-
sociated with this type of sample. The fac-
tors involved in preparation and filling of a
cavity cannot remain completely under con-
trol and variations in the data should be
expected.
The mean tracer uptake and the number

of successful tests indicated in Table 3 show
clearly that the various tracers behave quite
differently in the presence of the same type
of marginal leakage. We will not consider
Mn because of extremely high background
values; the three other tracers seemed to ex-
hibit significantly different penetration prop-
erties. Despite the good activation properties
of V, it failed to show any repeatable pene-
tration into the marginal gap; five of seven
tests did not produce a recognizable -y peak.
In the case of In, the mean uptake values of
the two y peaks were not significantly dif-
ferent, but they were significantly lower than

those for Dy and produced considerable scat-
tering of the results. Thus, these two tracers
should be considered as less effective than
Dy, at least in regard to penetration into the
marginal space between a composite resin
and the cavity wall. These results answer, in
part, the question asked by Going,2 that is,
whether the magnitude of the leakage is
completely independent of the tracer.
The data presented in Table 4 suggest the

possibility of using this method to compare
the marginal leakage around different types
of nonmetallic restorations; it does not in-
dicate a definite advantage of one type of
material over another, because the study was
designed to test the method, not the ma-
terials.
Great variations in the mean values indi-

cate a need for more controlled handling of
samples in vitro. The technique appears to
be sensitive to tracer solution, which can be
drawn into cracks and fissures associated with
extracted teeth. In the thermal cycling of
filled resin restorations, for example, values
ranged from 31 ytgm uptake around more
resistant marginal interfaces to 218 jtgm up-
take in teeth that deteriorated more readily
under simulated clinical conditions of an ex-
treme nature. It is clear that to overcome
some of the problems associated with the
nature of the materials, sample sizes should
be increased to reduce the influence of the
scatter of the data, and therefore, to en-
hance the power of the test.
A positive regression was found between

tracer uptake and the weight of the tooth
in the composite resin, whereas no regression
could be found for either the unfilled resin
or the silicate cement, as shown in Figure 3.
Thus, capillary action of the dentin tubules
could play a significant role, seemingly pro-
portional to the size of the tooth, if the

Vol1 53 No. 2
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FIG 3.-Tracer uptake as a function of weight
of tooth. Only composite filling material ex-

hibited positive regression.

tracer penetrates deeply enough to go be-
yond the dentinoenamel junction.

Small variations in the weight of the fill-
ing material did not show any correlation
with tracer uptake. The total counting time
exhibited a positive regression with the
tracer uptake values and with the tooth
weights, as would be expected.
The improved activation method offers the

following distinct advantages: The use of
Dy provides high selectivity since no inter-
ferences were found and would not be nor-

mally expected with either tooth or dental
restorative materials. Dysprosium also nota-

bly shortens the procedure; the activation
and decay before counting are very short.
With sufficient training, six to ten samples
can be run per hour. The computer anal-
ysis of the data allows a more thorough eval-
uation of the -y spectrum; this leads to a

greater security in the determination of the
background and of the significant counts.

The weight of the tooth and the filling ma-

terial were involved in the calculations; this
permitted more detailed evaluation of back-
ground radiation.
The improved method, with Dy also per-

mits easy analysis of whole teeth after soak-
ing in the tracer solution, whereas the origi-
nal method proposed by Going, Myers, and

Prussin1 required sectioning of the tooth
samples to minimize background radiation
and gain sensitivity. The improved technique
also could be modified with specific changes
in sample preparation and handling to per-
mit its use in vivo.1 It is possible that the
sensitivity gained by this method through
use of short activation time and counting
period could be adapted, with specific pre-
cautions and handling procedures, to the
evaluation of metallic restorative materials
for leakage.
The method has two disadvantages, which

result directly from the nature of the pro-
posed tracer. The sensitivity of the method
to small defects in natural teeth is enhanced
by the high sensitivity of the tracer, and the
-y-ray emission characteristics of Dy (low en-
ergy and short half-life) require a low-energy
detector and a fast transfer system between
the reactor core and the counting room.

Conclusions
The evaluation of marginal penetration of

dental restorations in whole teeth was con-
ducted by use of an in vitro method of neu-
tron activation analysis. Three theoretically
selected tracers, V, In, and Dy, were com-
pared with Mn, which had been shown to be
unsuccessful because of normal variations in
teeth and restorative materials.
Dysprosium was the most successful tracer

for the following reasons: (1) high selec-
tivity, which permitted the analysis to be
carried out on whole, unsectioned teeth (up
to now no Dy has been detected in either
teeth or restorative materials); (2) rapid ac-
tivation and counting procedure; (3) high
realiability; and (4) high sensitivity, in-
dicated by a high peak-to-background ratio.
Vanadium and In tracers were not as suc-

cessful because of their poor reliability in the
evaluation of the y spectra and the high scat-
ter of results, which occurred partly because
of the low peak-to-background ratios.
The use of the l65mDy peak resulted in

successful evaluations and the lowest coeffi-
cient of variation for microleakage tests on
whole teeth containing a composite restora-
tion. A preliminary study of three nonme-
tallic restorative materials indicated that by
carefully controlling specimen preparation
statistical differences in leakage between ma-
terials and techniques should be discernible
with this method.

J Dent Res March-April 1974
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