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An all solid-state, high-sensitivity sampling optical temporal analyzer has been demonstrated by 
integrating two interdigitated picosecond metal-semiconductor-metal photodetectors into a coplanar 
transmission line structure. The full width at half-maximum of the response time is 1.9 ps. The noise 
equivalent optical power is 500 pW, and the dynamic range is more than 60 dB. 

The rapid development of ultrafast sciences places an 
increasing demand on high-speed, high-dynamic range mea- 
surement techniques. An optical correlation technique based 
on photoconductivity for measuring ultrafast laser pulses was 
first demonstrated by Austin et aL1 However, due to rela- 
tively low efficiency of.both signal detection and sampling, 
such a system was not able to measure weak optical signals. 
Recently, Li et aL2 showed that a Schottky photodiode with 
the integration of a microwave detector can measure weak 
optical laser pulses with picosecond resolution. In this letter, 
we report an all solid-state circuit that we believe is the best 
in terms of speed and dynamic range for performing optical 
correlation measurements. Our device structure is based on 
Ketchen et aZ.‘s3 original work with incorporation of a high- 
speed, high-responsivity metal-semiconductor-metal (MSM) 
interdigitated photodetector/switch developed in our labora- 
tory. As the result, we obtained a novel sampling optical 
temporal analyzer (SOTA) with high sensitivity. We were 
able to measure extremely weak signals with picosecond 
resolution. 

We reported earlier4 that an interdigitated MSM photo- 
conductive detector grown on low-temperature (LT) GaAs 
can function as either a high-sensitivity photodetector or 
photoswitch. As a detector, operating at a low input optical 
power level of 4 ,!.i,W (0.04 pJ/pulse), the device has a re- 
sponse time of 1.2 ps and responsivity of 0.1 A/w. As input 
optical power level increases to >l mW (10 pJ/pulse), the 
same device functions as high-sensitivity photoconductive 
switch. With an input power of 2.2 mW (22 pJ/pulse), the 
gap resistance is driven from lo7 to 30 !I& while the time 
resolution increases to only 1.5 ps. Our experiment takes 
advantage of this unique functionality for picosecond mea- 
surement of low-intensity optical signals. 

Figure 1 shows the schematic diagram of the SOTA ex- 
periment. The interdigitated structure bridging between the 
coplanar transmission lines functions as the photodetector. 
We placed interdigitated detector between coplanar transmis- 
sion lines instead of using photoconductive gap switching to 
assure good coupling of the generated electrical pulse to the 
propagating mode. The second interdigitated structure, con- 
nected between the ground electrode of the transmission 
lines and the sampling line, functions as photoswitch to 
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sample the signal. The separation between the photodetector 
and the photoswitch is 100 ,um in our case. The detector and 
switch are identical. The finger width and spacing are 0.2 
pm. The active area is 7 pm X8 p. The coplanar transmis- 
sion lines have a strip width of 20 pm and a separation of 20 
pm. The characteristic impedance is 90 0. The entire struc- 
ture was fabricated on LT-GaAs. The LT-GaAs layer was 
grown on a (100) semi-insulating GaAs substrate which has 
a 0.4~pm conventionally grown undoped buffer layer. The 
LT-GaAs layer was grown to a thickness of 1.5 pm at a 
substrate temperature of 190 “C and subsequently annealed 
at 600 “C for 10 min in an arsenic overpressure. The inter- 
digitated electrodes are fabricated of 300 a2000 A Ti/Au 
using a JEOL JBX 5DIIF direct-write e-beam lithography 
system. Coplanar transmission line electrodes of 20-pm 
spacing/width and 5-mm length are also fabricated of 500 
A/2500 A Ti/Au using conventional optical lithography. No 
antireflection coating is placed over either the photodetector 
or the photoswitch in this initial work. 

We use the photoconductive sampling technique to char- 
acterize the SOTA. A balanced, colliding pulse, mode-locked 
dye laser operating at 610 nm with a repetition rate of 100 
MHz produces 150 fs pulses. We use 150 fs optical pulses 
for both the signal under study and the gate pulse. As shown 
in Fig. 1, the pump beam is focused onto the interdigitated 
photodetector and its average power adjusted from 4 mW to 
1 nW using a variable attenuator. The detector is dc-biased 
through the coplanar transmission lines. An electrical pulse is 
switched into the transmission lines as the femtosecond 
pump optical pulse hits the interdigitated photodetector. The 
signal is sampled at the photoconductive gate as the gate 
pulse turns on the photoswitch. The gate pulse typically has 
a power of 3 mW (30 pJ/pulse). The current obtained at the 
sampling gate is amplified by a current amplifier. 

Figure 2 shows the temporal response of the SOTA. A 
set of wave forms are measured at different input optical 
power levels. Each curve represents almost three orders of 
magnitude difference in average optical power. The highest 
power is 4 mW (40 pJ/pulse), the lowest power being 8 nW 
(80X10e6 pJ/pulse), spanning almost six orders of magni- 
tude. The dc bias on this 0.2 pm interdigitated detector is 4 
V. The dramatic change in pulse energy shows virtually no 
degradation in the response of the SOTA. The full width at 
half-maximum for input optical power of 4 PW is 1.9 ps, 
matching the convolution value of 1.9 ps for detector (1.2 ps) 
and gate (1.5 ps) responses. The response of the SOTA for 4 
mW input power is slightly slower due to the slower re- 
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FIG. 1. Schematic diagram of the SOTA experiment. 

sponse of the interdigitated photodetector at high input 
power levels.4 As input power decreases to 8 nW, the signal- 
to-noise ratio is still 5:l with an integration time of 100 ms. 
This corresponds to a noise equivalent power (NEP) of 500 
pW for the SOTA, or 16 photons/pulse at 100 MHz repetition 
rate. The dynamic range is more than 60 dB. 

For comparison, we performed an experiment without 
the interdigitated photodetector and photoswitch in place. 
Such a measurement is essentially a conventional photo- 
conductive sampling with 20-pm gap photoconductive 
switch and 20-pm gap photoconductive gate. Figure 3 shows 
the response for both conventional photoconductive sam- 
pling and the SOTA measurement. The input power for the 
conventional photoconductive sampling is 0.8 mW, and the 
input power the SOTA is only 0.1 pW. However, the signal- 
to-noise ratio is approximately equal for such dramatic 
change in input power level. This indicates that the SOTA is 
capable of detecting an optical signal 8000 times weaker. 
The 8000 times increase in sensitivity for the SOTA is the 
result of increased sensitivity of both detector and gate by 
using interdigitated structures. The switched peak voltage 
V,, on the transmission lines is given by5 

v~,=Vd~~Z~~~R,+Z,~~~ (1) 

where V,, is the dc bias on the transmission lines, Z,, is the 

4.+-‘~,I,---,‘~ 
4 8 12 16 20 

Time [ps] 

PfG. 2. Temporal response of the SOTA for different input power levels. 
The three curves in the figure represent the input power levels of 4 mW, 8 
PW, and 8 nW, respectively, spanning almost six orders of magnitude. 
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PIG. 3. Temporal response of the SOTA compared with a conventional 
photoconductive (PC) gap sampling. The two curves have approximately 
equal signal-to-noise ratio, though their input signals differ by a factor of 
8000. 

characteristic impedance of the transmission lines, and R, is 
the on-state resistance of the photoconductive gap. The on- 
state resistance for a 20-pm photoconductive gap is 5 k!L’l as 
measured directly from electro-optic sampling.6 The on-state 
resistance of the interdigitated photodetector is only 30 fi for 
the same power level.” If we assume every other condition is 
the same, the switched voltage for the SOTA at the detector 
end is 41 times higher than that of a simple coplanar trans- 
mission line switching as obtained from Eq. (1). At the gate, 
the switched current to current amplifier is at least 166 
higher for the SOTA as a result of 166 reduction in photo- 
conductive gate resistance. The combinational gain in sensi- 
tivity is at least 41X166, or 6833. This is very close to what 
we obtained in the experiment. We also notice in Fig. 3 that 
the response of the conventional photoconductive sampling 
is faster than that of the SOTA response. This is the result of 
finite capacitance of the interdigitated structures of the SOTA 
system. 

We now analyze the noise sources that limit the NEP of 
the SOTA. There are noise contributions from both photode- 
tector and photoswitch of the SOTA. The dominant noise 
currents are shot, ishot, and thermal noise current, ithermal, 
given by the following equations,7 respectively: 

&hot= J2q(lp+l,)(N &I? (2) 

where q is the electron charge, Ip is the average signal cur- 
rent, I, is the dark current, k is the Boltzmann constant, T is 
the temperature, and G  is the average conductance of the 
gate. At the detector, the average photocurrent Ip is 
2.5X10-” A with 500 pW average optical power, obtained 
from 0.1 A/W responsivity and taking into account of current 
going two directions. The dark current is 400 nA in this case. 
The average thermal conductance is 10 MCI, obtained by the 
bias divided by the total average current. Using these param- 
eters, we obtain ish0t=lX10-15 A/Hz’” and i,,,d=4X10-‘4 
A/Hz’” from Eqs. (2) and (3), respectively, for the photode- 
tector. The average photocurrent is several orders of magni- 
tude above both the shot and thermal noise floor at the de- 
tector end. The measured signal current 1, at 
photoconductive switch is 3.2X10-l3 A as obtained from 
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current amplifier. The dark current is negligible. We calculate 
&,,=3.1X10-16 A from Eq. (2). The off-state resistance is 
10 MfI and on-state resistance is 30 fi at the photogate. With 
a duty cycle of 1.5X 10V4 (1.5 ps gate open time versus 10 ns 
pulse repetition rate), this gives an average conductance of 
5.1~10~~ mhos. The correspondent thermal noise is 
3 gx 10-13 A/&l” Y. as calculated from Eq. (3), far more 
dominant than shot noise at the gate. The thermal noise cur- 
rent amplitude is close to the signal current at gate. We con- 
clude that the NEP of the SOTA system is limited by thermal 
noise at gate. We notice that only l/80 of the signal current 
on the transmission lines is switched to the current amplifier, 
even though the gate resistance at on state is lower than the 
transmission line impedance. At present, it is not completely 
clear to us what is limiting the switching efficiency of the 
gate. 

In conclusion, we have demonstrated a sampling optical 
temporal analyzer with the integration of two iuterdigitated 
structures on coplanar transmission lines. The SOTA is able 
to measure extremely low optical signals with picosecond 
resolution and high dynamic range. The photoconductive 
sampling nature of the SOTA makes it also an effective tool 
for timing multiple optical events at picosecond resolution. 
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This enables us to perform ultraweak fluorescence and scat- 
tering experiments as well as optical ranging experiments 
that occur on the picosecond time scale. 
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