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Numerical techniques are developed to study the output spectra and to solve the coupled 
mode rate equations for In,Ga, _ &/Al,,Ga,,,As quantum well lasers. The optical properties 
of the laser are calculated from a 4X4 k-p band structure which includes the effects of 
strain. We find that the side modes are severely suppressed in the strained laser. Large signal 
switching of the laser is also studied and the role of strain is identified in the device 
response. If the laser is switched from the off state to a state of given photon density in the 
lasing mode, then the strained system exhibits a faster time response. If, however, the 
laser is switched from the off state to a state of given tota photon density, then the strained 
system has a slower time response. 

In the last several years there has been a great deal of 
interest in pseudomorphic quantum well lasers.ld A num- 
ber of forces are driving this interest. These range from 
lower threshold current, possibly reduced Auger rates, 
greater tunability in the wavelength, and possibly im- 
proved modulation speeds.5’6 In this letter we address two 
important issues in the In,Ga, _ &/Al,,,Ga,,,As quan- 
tum well lasers: (i) the effect of strain on side-mode sup- 
pression in a Fabry-Perot laser and (ii) large signal mod- 
ulation of the laser from operating points below .threshold 
to above threshold. Rather than using phenomenological 
functions to describe the gain and differential gain function 
or the spontaneous emission rate we calculate these numer- 
ically using the Fermi Dirac distribution function. We also 
solve the multimode coupled rate equation including up to 
250 modes. 

Using a four-band k-p model to describe the confined 
valence band states in the strained quantum well, the sub- 
band to subband optical gain in the laser is calculated.4 

We assume a typical Fabry-Perot resonator for the 
semiconductor laser with cavity length .L and track the 
photon output of each allowed Fabry-Perot cavity mode 
by using the multimode rate equations 

(1) 

dn J 
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where S, represents the photon population in the cavity 
for the rnth longitudinal mode oscillating at frequency w, 
and photon energy E,, I? is the confinement factor, 
g(n,E,) is the material gain for the mth mode photon 
population at carrier concentration n, ar is the cavity loss, 
ng is the group index in the cavity, fi is the spontaneous 
emission factor, and R,,(n) is the spontaneous emission 
rate at carrier concentration n. J is the injected radiative 
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current density. We include all photon modes E, that ex- 
hibit positive gain at threshold. 

The steady-state solution to the rate Eqs. ( 1) and (2) 
is obtained by setting all the time derivatives to zero. The 
carrier concentration that satisfies a given steady-state in- 
jected current is now obtained by iterative self-consistent 
solutions of the two coupled equations. To obtain transient 
solutions to the rate equations we solve Eqs. ( 1) and (2) 
numerically using a fourth-order Runge-Kutta algorithm. 
A number of simplifying assumptions are made in the cal- 
culations such as ( 1) the photon and electron (and hole) 
distributions are spatially uniform, (2) the refraction index 
is spatially uniform and the effect of its variations with 
time is neglected, (3) the optical confinement factor r and 
the spontaneous emission factor p are treated as constant, 
and (4) nonlinear photon effects (gain compression) are 
ignored. 

Steady-state and transient numerical calculations are 
performed for (a) GaAs/A&.3Gk.7As (lattice matched) 
and (6) Ino,2Gao.sAs/Ab.3Gao.,As (strained) 50 h; width, 
300 pm length quantum well lasers. For a single 50 w 
quantum well laser we have used r = 1.25 X 10 - 2. The 
optical confinement factor r is also considered for sponta- 
neously emitted photons but it is implicitly contained as 
one of the parameters contributing to the spontaneous 
emission factor fi in Eq. ( 1) .‘** Our calculation assumes a 
value of /3 = lo-‘. We obtain a cavity loss 
c+= l/L In l/R + a0 of 48 cm - ’ for our structure by as- 
suming an absorption loss a0 = 10 cm - ’ and mirror re- 
flectivity R = 0.32. 

We calculated the steady-state spectral response for the 
lattice matched and strained lasers. We note that compres- 
sive strain of 1.4% reduces threshold current by roughly a 
factor of three. In addition, we find that side modes are 
greatly suppressed by the introduction of strain. Also, we 
find that when both lasers are essentially exhibiting single 
mode characteristics the strained quantum well (QW) la- 
ser produces about 30% more photon output than its lat- 
tice-matched counterpart. This difference becomes even 
greater at a lower current density, where the lattice- 
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FIG. 1. Calculated transient response of the electron and photon densities for a strained quantum well laser subjected to step function modulation from 
zero to twice threshold curient density (360 A/cm’). In (b) only 5 modes from the full spectrum are plotted. 

matched laser is under multimode operation and the 
strained laser emits single mode. 

In the transient calculation we subject the strained la- 
ser to an ideal step function signal modulation with the 
injected current changing from zero to twice its threshold 
current value (360 A/cm2). The calculated transient re- 
sponse for the total photon density and the electron density 
for the strained QW laser are shown in Fig. 1 (a). The 
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response behavior as displayed in this figure appears rather 
similar to that calculated by Marcuse and Lee’ using a 
Lorentzian gain spectra. In Fig. 1 (b), however, our nu- 
merical solution explicitly shows that the relaxation oscil- 
lations decay in a much shorter time than the time required 
to redistribute the optical power in the longtiudinal modes. 
We note from Fig. 2 (a) that the envelope of the relaxation 
oscillations decays roughly exponentially with a time con- 
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FIG. 2. Calculated transient response of the electron and photon densities for a lattice-matched quantum well laser subjected to step function modulation 
of current density from zero to 757 A/cm’. In (b) only 5 modes from the full spectrum are plotted. 
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FIG. 3. Calculated transient response of the electron and photon densities for a lattice matched quantum well laser subjected to step function modulation 
of current density from zero to 1610 A/cm’. In (b) only 5 modes from the full spectrum are plotted. 

stant of about 3 ns, while Fig. 2(b) shows that the modal 
photon densities redistribute themselves in about 20 ns, or 
about six times longer. Hence, we see that the strained 
laser is characterized by two dramatically different re- 
sponse times: a fast time ( z 3 ns) during which the total 
photon density equilibrates, and a much slower time ( ~20 
ns) during which the lasing mode photon density reaches 
its steady-state value. 

To find out the role of strain, we contrast the results in 
Fig. 1 with two different calculations for the lattice 
matched laser. In the first case we switch the laser from 
zero current to a current value at which the steady-state 
total photon density is equal to that of the strained laser in 
Fig. 1 (2.8~ lo9 cm’). This corresponds to a current of 
757 A/cm2 and we show the results in Fig. 2. In the second 
case we switch the laser to a current value where the 
steady-state photon density in thepeak mode is the same as 
that in the strained laser case (1.4X lo9 cm2>. This corre- 
sponds to a current of 1610 A/cm2, and we show the re- 
sults in Fig. 3. 

We find from a comparison of Figs. 1 (b ) and 2 (b ) that 
the Iasing mode in the lattice-matched system reaches 
steady state faster than the strained laser, while the times 
taken to reach a given steady-state total photon density are 
similar. When we compare Figs. 1 (b) and 3 (b), however, 
we find that the time taken to reach a given steady-state 
lasing mode photon density is much longer for the lattice 
matched system. We see that the steady state in the peak 
mode is reached at approximately 25 ns in the strained case 
versus approximately 100 ns in the lattice matched case. It 
may be noted from the comparison of Figs. 1 (a) and 3 (a) 
that the total photon density reaches steady state faster in 
the lattice matched case. Of course, a lattice-matched sys- 
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tern requires a much larger drive current to produce the 
same lasing mode photon density as the strained system 
(1610 A/cm2 versus 360 A/cm2). 

From our results above, it is clear that for large signal 
modulation the main advantages of the strained laser are in 
systems where only peak mode photons are used in the 
transmission and detection. For cases where the commu- 
nication involves the total photon density in all modes, the 
lattice matched system is intrinsically as fast as the strained 
system. Of course, in all cases the lower current required to 
drive the switching of strained lasers will reduce extrinsic 
time constant and heat dissipation problems. 
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