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Failure mechanisms in alloy of polyamide 
6,6/polyphenylene oxide under severe 
conditions 
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Toughening mechanisms of a polyamide 6,6/polyphenylene oxide alloy containing an 
elastomer tested under a slow rate, an impact rate, and a low temperature have been 
investigated using various microscopy techniques. It is found that the toughening mechanisms 
of the alloy may change from crazing/shear yielding, to crack bridging/crazing, and to 
transparticle failure, depending on the testing conditions. Except for the low temperature high 
strain rate testing condition and in the plane stress region of the crack, the crazing mechanism 
has been observed in all the conditions we studied. When the testing rate is high, the shear 
yielding mechanism is suppressed; multiple crazing and particle bridging mechanisms appear 
to dominate. 

1. Introduct ion  
Most of the engineering polymers are either brittle or 
notch sensitive [1]. This is especially true with multi- 
phase polymer alloys. They can sometimes be modi- 
fied to possess high toughness at room temperature 
and at relatively low deformation rates [2-5]. The 
toughening effect, however, could drop dramatically 
when these toughened polymers are deformed at low 
temperatures or at high strain rates, i.e., the polymer 
could go through a ductile-brittle transition. The 
cause for such disappointing results may be that at 
low temperatures and high testing rates, the efficient 
energy absorbing mechanisms such as crazing and 
shear banding may not be able to operate due to the 
viscoelastic and viscoplastic nature of polymers. It is 
also possible that the low temperature approaches the 
Tg of the rubber toughener. Consequently, brittle fail- 
ure ensues. 

A quantitative description of the nature of ductile- 
brittle transition of polymers requires understanding 
the physical nature of polymer relaxation behaviour 
as well as careful examination of all the possible 
operative toughening mechanisms at the given geo- 
metry, temperature, and rate conditions. The present 
work focuses on the deformation mechansims of the 
polyamide 6,6/poly 2,6-dimethyl 1,4-phenylene oxide 
(PA/PPO) system, under a slow rate, an impact testing 
rate, and low temperature conditions. 

Fourteen available toughening mechanisms have 
been reported in polymer alloys when fracture occurs 
[6]. Among these, some may co-exist simultaneously 
or sequentially around the crack tip, and may even 
interact, depending on the nature of the polymer and 

the corresponding testing conditions [2-12]. Some of 
the mechanisms, such as crack bridging, crack deflec- 
tion, and crack pinning, tend to prevail as the material 
becomes more brittle. The crack tip blunting and 
plastic flow mechanisms tend to occur only when 
shear yielding can occur easily. Each type of toughening 
mechanism has its optimal conditions for operation. It 
is thus imperative that one critically examines the 
failure mechanisms of the material under specific tes- 
ting conditions in order to effectively toughen the 
material for specific needs. 

We have previously shown that dilatational types of 
mechanisms such as crazing, debonding, and internal 
cavitation of the toughener phase have to be activated 
to allow the occurrence of the shear banding mech- 
anism when the sample is tested under constrained 
conditions [2-5, 7 9]. We have also found that the 
crack bridging and shear yielding mechanisms do not 
co-exist in the slow crack growth zone in any of the 
toughened polymer alloys we studied [3-5, 7-9]. 

The current study is a continuation of our previous 
effort [5] which mainly discusses the toughening 
mechanisms of PA/PPO alloy in the plane strain slow 
crack growth regime. The deformation mechanisms in 
the fast fracture region (see Fig. la), at low temper- 
atures, and at high strain rates have not been extens- 
ively investigated in the literature. We hope that this 
study can provide useful insight concerning the 
toughening of polymers under these conditions. Based 
on the above understanding, methodology for im- 
proving impact properties and low temperature beha- 
viour of polymers can be sought. Further, the under- 
standing of the fast fracture deformation mechanisms 
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Figure 1 A schematic drawing of (a) the SEN-3PB fracture surface 
and (b) the damage zone of the DN-4PB specimen. 

of the PA/PPO alloy may help provide insight into the 
toughening of inherently brittle polymers, such as 
highly crosslinked thermosets. 

Another important factor that needs to be con- 
sidered is the stress field the material experiences when 
tested. For a specimen containing a sharp crack but a 
relatively small thickness, or a blunt crack, or at the 
surface of a thick specimen, the material would experi- 
ence the plane stress condition. On the other hand, for 
the plane strain condition to prevail, the specimen 
needs to be thick and must possess a sharp crack in it. 
In other words, the stress field the material experiences 
depends greatly on the specimen geometry. As a result, 
one would expect different operating failure mech- 
anism(s) for different specimen geometries. Alternative 
toughening strategies must therefore be implemented 
for different dominating stress states [2, 6, 9]. 

There have been disputes over the sequence of 
toughening events and the major causes for shear 
yielding in front of the crack tip [2, 5, 10, 14-17]. It is 
mainly due to the inappropriate extrapolation of ob- 
servations from the plane stress condition to the plane 
strain condition. The main cause for the observed 
sequence of toughening events and localized shear 
.yielding around the propagating crack in the plane 
stress region can be very different from that in the 
plane strain region. Hence, the present work will also 
investigate how the failure process is affected by the 
stress state the material experiences. 

The fracture and sub-fracture surface regions of the 
tested single-edge-notch three-point-bend (SEN-3PB) 
specimens at various conditions have been tested and 
studied using scanning electron microscopy (SEM), 
transmitted light optical microscopy (TOM) and 
transmission electron microscopy (TEM) techniques. 
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The damage zones observed both at the plane strain 
and the plane stress regions are compared using the 
double-notch four-point-bend (DN-4PB) technique 
[5, 13] (Fig. lb). 

2. E x p e r i m e n t a l  p r o c e d u r e  
The PA/PPO alloy, known commercially as GTX| 
910, was obtained from the General Electric Com- 
pany. According to the manufacturer's literature, this 
material is comprised of 50% by weight PA and 50% 
by weight PPO. The latter is in turn modified with an 
average of 15 % of the elastomeric material. Details of 
the sample preparation have been reported elsewhere 
[5]. Only a simple description will be given here. 

The SEN-3PB, DN-4PB and Izod impact speci- 
mens were prepared from injection moulded bars of 
dimensions 63.5 mm • 12.7 mm• 6.35 mm. The star- 
ter crack was made by first cutting with a diamond 
saw to give an appropriate notch length and then by 
wedging open a crack with a fresh razor blade which 
had been cooled in liquid nitrogen. This procedure 
ensures that a sharp crack tip is created. In the case of 
the double-notched specimen efforts were made to 
ensure that the cracks thus generated were as nearly 
equal in length as possible. For investigations on the 
fast fracture region (Fig. 1), the SEN-3PB specimens 
were tested at 8.47 mm s- 1 using a screw driven tensile 
testing machine (Instron model 1137). The high rate 
experiment was conducted using a Sonnpat Universal 
Impact Tester (Model SI-1) at a rate of ~ 4 m s-1 

The low temperature SEN-3PB specimen was first 
immersed into a liquid nitrogen bath until equilib- 
rated and quickly removed for Izod impact test with 
the conditions described above. 

The DN-4PB specimens were tested at 8.47 mm s- 
using a screw driven testing machine (Instron model 
1137). During the test, care was taken to ensure that 
the two upper loading points contacted the specimen 
simultaneously while the specimen was supported at 
the outer loading points. 

After fracturing, thin, 30 I, tm films of PA/PPO were 
obtained by polishing, following the procedure de- 
scribed by Holik, et al. [18]. Sections were taken from 
the mid-plane (plane strain region) of the fractured 
SEN-3PB and both the mid-plane and skin (plane 
stress region) of the survived crack of the DN-4PB 
specimens (Fig. lb). The sections were made normal to 
the fracture surface and parallel to the cracking direc- 
tion. When the thin film of the skin region was pre- 
pared, car6 was taken to ensure that a flat surface was 
obtained by using 1200 grit polishing paper. It was 
then followed by buffing with 0.3 ~tm alumina powder 
in a water suspension to avoid penetration of the 
alumina into the depth of the specimen. The thin films 
were then studied using a Nikon Microphot optical 
microscope. 

The fracture surface of the SEN-3PB specimen was 
coated with a 20 nm layer of Au-Pd for SEM (Hitachi 
S-520) studies. The sub-fracture surface zone was 
studied by cutting a proper block size in a section 
normal to the fracture surface and parallel to the 
cracking direction. They were then stained with a 2% 



aqueous solution of OsO4 for about 48 h. Afterwards, 
these blocks were microtomed using a Reichert Ultra- 
cut E43 to make thin sections on the order of 0.1 ~tm in 
thickness. The thin sections were laid on top of copper 
grids and examined using a Zeiss EM-10A (or Philips 
400) TEM operating at an accelerating voltage of 
100 kV. 

3. Results 
Since the present study mainly focuses on the brittle 
fracture mechanisms of PA/PPO alloy, the failure 
mechanisms in the unstable fracture regions will be 
discussed. The failure mechanisms of this alloy in the 
plane strain slow fracture region (stress-whitened 
zone) can be found in a previous paper [5]. Failure 
mechanisms both at the plane strain and the plane 
stress regions are compared and discussed, as well. 

Figure 2 is a SEM micrograph taken in the fast 
fracture region of the fracture surface of the SEN-3PB 
sample which had been tested at room temperature 
and at a crosshead speed of 8.47 mm s-1. The dis- 
persed phase of PPO particles is lighter in appearance. 
These particles appear to have been elongated, which 
signifies the occurrence of the particle bridging mech- 
anism when the crack propagates along in the fast 
fracture region. Strong adherent strength at the inter- 
face, which leads to the drawing of the PPO particles, 
is evident. However, adhesive failure can also be ob- 
served. In order to confirm the above observations, 
TEM investigations were conducted. 

In the sub-fracture surface zone (SFSZ), as shown in 
Fig. 3 (using TEM), the elongation of the PPO par- 
ticles is in a direction approximately perpendicular to 
the fracture surface. This type of deformation is very 
different from that in the stress-whitened zone created 
by the relatively slow, stable crack growth, where the 
PPO particles appear to have shear yielded at an 
angle to the fracture surface (see Fig. 1 la in [5]). It is 
noted that the drawing of the PPO particles is ob- 

Figure 3 TEM micrograph taken at the SFSZ of the fast fracture 
region at a testing rate of 8.47 mm s 1. The PPO particles have been 
drawn perpendicular to the fracture surface, similar to that in Fig. 2. 
Scattered crazes, as indicated by the small arrows, can also be seen 
immediately beneath the crack face. The big arrow indicates the 
crack propagation direction. 

served only on the crack face. The particles beneath 
the crack face remain relatively undeformed, i.e., the 
PPO particles stay approximately spherical. This is 
also very different from the case of the PPO particles 
in the plane strain stress-whitened zone [5]. Scattered 
crazes, which appear to be initiated from the rubbery 
phase inside the PPO particles, are also seen in the 
SFSZ in the PA matrix. Since these crazes are very fine 
and are confined immediately beneath the fracture 
surface, they cannot be resolved by TOM (Fig. 4). 

Figure 2 SEM micrograph of the SEN-3PB specimen taken in the 
fast fracture region at a crosshead speed of 8.47 m m s - 1 .  The 
lighter-coloured dispersed phase is PPO.  The P P O particles have 
been highly elongated when the crack propagated through the 
matrix surrounding them. The arrow indicates the crack propaga- 
tion direction. 

Figure 4 A transmitted light optical micrograph taken at the SFSZ 
of the SEN-3PB specimen fractured at a testing rate of 8.47 m m  s - 1. 
The craze pattern can no longer be observed in the fast fracture 
region, as indicated by the arrow. The crack propagates from right 
to left. 
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Figure 6 TEM micrograph taken at the SFSZ of the low temper- 
ature and impact-tested specimen. Transparticle fracture is found at 
the crack face. Interfacial adhesive failure is also observed. The 
arrow indicates the crack propagation direction. 

Figure 5 TEM micrographs taken at the SFSZ of the impact-tested 
(4 m s -1) specimen. Both (a) and (b) are taken at the SFSZ. The 
PPO particles have been elongated moderately, which is similar to 
the micrograph shown in Fig. 3. Scattered crazes, as indicated by the 
small arrows, are also observed immediately beneath the crack face.- 
The big arrow indicates the crack propagation direction. 

Figure 4 is-a TOM micrograph taken at the SFSZ of 
the SEN-3PB specimen. It is evident that the crazed 
zone, which surrounds the shear yielded zone, forms in 
front of the crack tip (see also Figs 6 and 10 in I-5]). 
Ahead of the crazed zone, no resolvable feature is seen 
using TOM. Therefore, TOM investigations will not 
be used to study the failure mechanisms of PA/PPO 
under impact and low temperature tests. 

In the case of the deformation mechanisms at a high 
testing rate, i.e., 4 m s ~, little or no plastic deforma- 
tion is apparent from TOM of the SFSZ or by SEM 
on the fracture surface. However, when TEM is used, 
limited plastic drawing of the PPO particle can still be 
observed (Fig. 5). A few thin crazes are also found in 
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the SFSZ. This feature is essentially similar to that of 
the SFSZ of the fast fracture region shown earlier 
(Fig. 3) except for the lower degree of drawing of the 
PPO particles. Interfacial adherent failure is also ob- 
served. 

For the specimen tested after immersion in liquid 
nitrogen and at an impact rate ( ~ 4 m s- ~), no signi- 
ficant toughening mechanisms are operative. Trans- 
particle fracture of the PPO phase as well as interracial 
failure are found (Fig. 6). No crazes are observed in 
this case though the fracture may have been preceded 
by a few crazes. 

In order to compare the failure mechanisms be- 
tween the plane strain and plane stress regions, the 
subcritically propagated crack of the DN-4PB speci- 
men was studied both in the skin and in the core 
regions. As shown in Figs 7 and 8, the damage zones 
between the two regions are quite different. When 
viewed in bright field (Fig. 7), it is apparent that the 
crazing mechanism appears to be inoperative in the 
plane stress surface region. By contrast, a rather large 
crazed zone is found in the plane strain region (see [5] 
for the verification of the crazed zone). When the 
damage zones are viewed under crossed-polars, the 
sizes of the birefringent shear yielded zones between 
the two regions are similar. The shear yielded zone at 
the plane strain region is encompassed by the crazed 
zone, which was first observed in [5]. A careful con- 
tour mapping of the two shear yielded zones shows 
that, in fact, the plane strain shear yielded zone is 
slightly larger than that in the plane stress region. 
These observations imply that the cavitation process, 
which is evinced by the crazed zone, does play an 
important role in inducing shear yielding in the plane 
strain region. 

4. Discussion 
The purpose of the present study is to gain insight into 
the toughening mechanisms in the multi-phase rigid- 



Figure 7 Optical micrographs of the crack tip damage zone of PA/PPO alloy taken in bright field. (a) plane stress region. (b) plane strain 
region. The arrow indicates the starter crack tip. The crack propagates from right to left. 

Figure 8 Optical micrographs of the crack tip damage zone of PA/PPO alloy taken in cross-polarized light. (a) plane stress region. (b) plane 
strain region. The arrow indicates the starter crack tip. The crack propagates from right to left. 

rigid* polymer alloys under low temperature and high 
strain rate conditions. The quantitative contribution 
of each toughening mechanism in the PA/PPO alloy 
will not be discussed in this paper. Nevertheless, it is 
believed that the size of the damage zone corresponds  
qualitatively to its toughness if the major operative 
toughening mechanisms in the damage zone are the 
same. Further, any observation of the existing toughen- 
ing mechanism(s) under low temperature and high 
testing rate conditions will help provide clues for 
selecting the correct parameters for optimizing the 
toughness of the system under a given set of testing 
conditions. Therefore, understanding of all the avail- 
able toughening mechanisms that can operate in the 
material under the given conditions is extremely im- 
portant for material optimization. 

The previous paper [5] reveals that the toughening 
mechanisms in the PA/PPO alloy are the formation of 
the crazing zone, followed by shear plastic flow inside 
the crazed zone. The testing condition was held at a 
slow rate (8.47 mm s-  t) and at room temperature. The 

present work extends the investigation to the fast 
fracture region, i.e., the sample is tested under the 
same slow rate and room temperature conditions. In 
the fast fracture region, the formation of crazes in the 
SFSZ is interesting though not expected (based on the 
optical microscopy observations shown in Fig. 4). This 
phenomenon indicates that the crazing-mechanism 
can be operative in the PA/PPO alloy even when the 
crack propagates with a relatively high speed in the 
fast fracture region. Consequently, it is conceivable 
that if one can modify the PA/PPO in such a way that 
the crazing mechanism is further promoted, then, the 
modified PA/PPO alloy can become more resistant to 
fast fracture propagation. This may, in turn, improve 
the toughness of the PA/PPO alloy at impact rates 
and low temperatures, so long as the failure mech- 
anisms in the fast fracture region of the sample tested 
at room temperature and low rates are similar to that 
in the impact-tested sPecimen. This leads us to study 
the failure mechanisms of the impact-tested PA/PPO. 

The fact that the PPO particles stay approximately 

* In the context of this paper rigid means non-elastomeric. 
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spherical in the SFSZ except on the crack face indi- 
cates that very little, if any, shear yielding occurs 
around the crack tip when the crack propagates. 
The major energy dissipation mechanisms in the fast 
fracture region are probably the crack bridging 
mechanism and the limited formation of crazes. This 
observation is consistent with a notion we previously 
proposed [3, 7] that the shear plastic flow mechanism 
and the crack bridging mechanism are mutually ex- 
clusive. 

In light of the large elongation of the PPO particles, 
the adherent strength at the interface must be quite 
high (Figs 2 and 3). Nevertheless, evidence of debond- 
ing at the interface is also observed. Consequently, the 
ultimate strength of the stretched PPO particles, 
which have an average of 15% of the rubbery phase in 
them, appears to be greater than the interfacial 
strength between the PA matrix and the PPO particle. 
Yet, the adherent strength at the interface must be 
greater than the yield stress of the PPO to cause 
elongation of the PPO particles. If the adherent 
strength at the interface is close to the fracture 
strength of the PPO particles, then maximum 
toughening by the particle bridging effect could be 
realized. 

The toughening mechanisms in the impact-tested 
specimen are found to be similar to thos~ in the fast 
fracture region of the specimen tested at a low rate. 
Very limited drawing of the PPO particles as well as 
interracial failure are found. This indicates that either 
the interracial strength is insufficient to sustain the 
drawing of the PPO particles for an effective crack 
bridging mechanism or the PPO particles are unable 
to respond to the impact rate for plastic drawing. The 
above observations suggest that the degree of inter- 
facial adhesion needed for optimized toughening may 
be dependent on the testing conditions, i.e., greater 
interracial adhesion may be needed for a higher testing 
rate, provided that all other conditions are the same. 
In other words, in high rate testing, the yielding stress 
of the PPO may have been raised to a value close to 
the cohesive strength of the PPO particles. The PPO 
particles have been fractured before they are able to 
effect the particle bridging mechanism. 

When the PA/PPO specimen is equilibrated in the 
liquid nitrogen bath and then impact tested, the 
toughening mechanism in this alloy in the plane strain 
region is found to be mainly transparticle fracture. In 
this test, the specimen is at a temperature below the Tg 
of the rubber ( ~  -80~ As a result, the elastic 
constants among the PA, the PPO, and the rubber 
should be very close. The stress concentration due to 
the dispersed particles should become minimal. Con- 
sequently the crack propagates without being de- 
flected by the particles. Only when interfacial adherent 
failure occurs does the crack propagate along the 
interface. Furthermore, the energy dissipation mech- 
anism is limited to the creation of the the new surface 
and what viscous processes there are near the surface. 
No other significant dissipation mechanisms are ap- 
parent. 

The previous [-5] and present studies on the 
PA/PPO system indicate that, depending on the test- 
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ing conditions, the toughening mechanisms of the 
PA/PPO alloy may change from crazing/shear yield- 
ing to crack bridging/crazing, and to transparticle 
failure. The present study also suggests that the 
PA/PPO can undergo limited plastic deformation 
under impact conditions. Thus, it may be possible to 
improve the impact property of the PA/PPO by activ- 
ating more SFSZ craze formation and by providing 
stronger interfacial adhesion to optimize the particle 
bridging efficiency. 

Since the shear yielding mechanisms can, at most, 
be operative immediately around the crack tip, the 
cavitational process in front of the crack tip may not 
be critical to the fracture toughness of the PA/PPO 
when tested under high rates. Instead, one would 
probably prefer to toughen the impact property (high 
testing rate) of the PA/PPO system with multiple 
crazing and particle bridging mechanisms. As a result, 
parameters such as interracial adhesion, particle size 
and their distribution, mechanical properties of the 
dispersed phase, and particle/rubber concentration 
may become more critical to the impact property of 
the PA/PPO alloy [6, 7, 11, 19-22]. 

The above observation appears to contradict a 
recent work conducted by Hobbs and Dekkers [10]. 
They suggest that no crazing and cavitation occurs in 
the PA matrix when the PA/PPO alloy is tested under 
both tension and Izod impact conditions. In addition, 
they inferred from volume dilatometry experiments 
that the failure mechanisms at low and high deforma- 
tion rates are similar. Our previous and current invest- 
igations have produced direct evidences that disagree 
with their conclusions. The crazes are indeed formed 
from inside the PPO particle and extend to the PA 
matrix (Fig. 9). The reason why they did not observe 
the crazes in the PA matrix may be mainly because 
they either used SEM (which is difficult to use for 
identifying crazing) or TEM viewing in an inappropri- 
ate location (crazes only form immediately beneath 
the crack surface of the core region). 

In order to further support the above viewpoint, the 
damage zones both in the skin (plane stress) region 

Figure 9 A TEM rnicrograph of a SEN-3PB thin section obtained 
from the SFSZ. The crazes appear to initiate from the elastorner 
phase inside the PPO. The arrow indicates the crack propagation 
direction. 



TAB LE I Summary of the fracture mechanisms in PA/PPO under various testing conditions 

Testing condition/Location of investigation Major failure mechanisms 
(" --, ": indicates the sequence of events) 

25 ~ 8.47 mm s-, 6.35 mm thick bar. (Stress-whitened zone) 
Core 
Skin 

25 ~ 8.47 mm s- 1 6.35 mm thick bar. (Fast fracture region) 
Core 

25 ~C, 4 m s- ~ 6.35 mm thick bar. 
Core 

- 150~ 4 ms- 1 6.35 mm thick bar. 
Core 

Crazing --, Shear yielding 
Shear yielding ~ Rubber cavitation 1-10] 

Particle bridging; Crazing 

Particle bridging; Crazing 

Transparticle fracture 

and the core (plane strain) region are investigated. 
Indeed, using bright field conditions (Fig. 7), the crazes 
are not observed when the investigation is conducted 
at the specimen surface. However, when the plane 
strain core region is studied, the crazing mechanism is 
present around the crack tip. Interestingly, when these 
damage zones are viewed under cross-polarized light, 
the size of the birefringent shear yielded zones of both 
the surface and core regions are similar (Fig. 8). This 
finding implies that the cavitational process, which is 
in the form of massive crazing around the crack tip, 
not only relieves the constraint induced by the thick- 
ness of the sample, but also further activates the shear 
yielding process. The effect of the crack tip cavita- 
tional process in polymer toughening will be discussed 
in a separate paper. 

The evidence that the failure mechanisms between 
the plane stress and plane strain regions in the 
PA/PPO alloy are different does indicate that the 
specimen geometry and testing conditions will greatly 
alter the failure process, and thus, the toughening 
strategy. Dekkers et al. [10, 15~ and Guild and Young 
[23] proposed that the stress concentration build-up 
at the interface due to the discrepancy of their elastic 
moduli is the main cause for the localized shear 
banding around the propagated crack. However, 
based on our finite element methods simulation and 
micromechanics analyses I-7, 24, 25], along with the 
current finding, it is clear that only when the specimen 
is tested under uniaxial or biaxial tension, or that the 
specimen is relatively thin and the crack is relatively 
blunt, is the stress concentration effect sufficient for 
causing localized shear banding, thereby possibly 
toughening the system. On the other hand, if the 
specimen is thick and the material experiences a tri- 
axial tension, e.g., in front of a sharp crack, then, the 
constraint in front of the crack tip needs to be relieved 
[2]. The stress concentration effect alone is not suffi- 
cient for inducing massive shear plastic flow around 
the crack tip. 

In the case of the plane stress condition, where the 
fracture mechanisms of materials on the specimen 
surface are studied (Figs. 7a and 8a), a small spherical 
cavitation zone is found directly in front of the starter 
crack tip. This cavitation zone is far smaller than the 
crazed zone found inside the core region. This zone is 
also slightly smaller than the skin shear yielded region 

immediately ahead of the starter crack tip. This find- 
ing implies that the cavitation zone could be formed 
after the formation of the shear yielded zone. Con- 
sequently, the cavitational process in the plane stress 
condition could be a result of the crack tip shear 
yielding process. A similar work conducted by Hobbs 
and Dekkers [10] also found the evidence of SFSZ 
cavitation in the skin region of the specimen. They 
pointed out that the cavitational process is due to the 
rubbery phase cavitation. No crazing mechanism was 
observed. Their work is, in fact, in agreement with the 
present observations, if the stress state that the mater- 
ial experiences is taken into account. For clarity, the 
failure mechanisms in PA/PPO under various testing 
conditions are summarized in Table I. 

In an experiment using a tapered tensile specimen 
conducted previously [5], we found that under uni- 
axial tension conditions the crazing mechanism is 
suppressed. Not  until the material reaches the bulk 
yielding of the specimen could the crazing mechanism 
be resolved (Fig. 10). This finding indicates that under 
the plane stress condition, the triaxial tension is too 
low to effectively activate the crazing mechanism in 
PA/PPO alloy. Further, a recent work conducted by 
Pearson and Yee [26] on PPO modified epoxy system 
shows that without any addition of the elastomeric 
phase, massive localized shear banding mechanism 
can still occur in simple tension. The above evidence 
strongly suggests that the cavitational process under 
the plane stress condition is not critical for the initia- 
tion of the shear yielding mechanism. 

By analyzing the contradictions in the literature 
concerning the sequence of toughening events and the 
cause for the crack tip shear yielded zone [2, 5, 10, 
14-17], it is now apparent that these inconsistencies 
are mainly due to different locations of the specimen 
and the use of inadequate tools in their analyses, i.e., 
analyses were made at different stress states and test- 
ing conditions. For example, Guild and Young [23] 
concluded that cavitation of rubber particles is not 
essential prior to yielding. They used the finite element 
methods to study the stress field around the rubber 
particle under uniaxial tension condition. In reality, 
the hydrostatic tension around the rubber particle in 
front of a sharp crack tip is much greater than that in 
the uniaxial tension case [7, 25]. Their conclusion can 
only be correct when the yielding stress of the matrix is 
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Figure 10 A TEM micrograph of the tested tapered tensile speci- 
men. The micrograph shows evidence of craze formation (see ar- 
rows) in the stress-whitened zone. These crazes are rather small, 
compared to the crazes in Fig. 9. Note that the P P O particles have 
been deformed along the tensile direction as indicated by the double 
arrow. 

far lower than its brittle stress for failure, such as 
polyethylene and polybutene-I [1]. 

5. Conclusion 
Toughening mechanisms of a PA/PPO alloy tested 
at a slow rate, an impact rate, and at a low temper- 
ature have been investigated using SEM, TOM, and 
TEM. The toughening mechanisms may change from 
crazing and shear yielding to craCk bridging/crazing, 
and to transparticle failure, depending on the testing 
conditions. Since multiple crazing and particle bridg- 
ing mechanisms appear to dominate the toughening of 
PA/PPO at high testing rates, one would probably 
prefer to improve the impact property of the PA/PPO 
alloy with multiple crazing and particle bridging 
mechanisms. As a result, parameters like interfacial 
adhesion, particle size and their distribution, and rub- 
ber concentration may become more critical to the 
impact property of the PA/PPO alloy. 
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