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Experimental determination of the stress-crack 
opening relation in fibre cernentitious 
composites with a crack-tip singularity 
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A J-based-fracture-testing method is presented for determining the bridging-stress-crack- 
opening-displacement (~-5) relationship in fibre-reinforced composites where the crack-tip 
toughness is not negligible. The J-based technique originally proposed for concrete has been 
well-established for cementitious composites where the fracture process is primarily dominated 
by the formation of a fracture-process zone and the contribution of the crack-tip toughness is 
negligibly small. In this study, the J-based technique is further extended to cover materials for 
which the crack-tip stress singularity coexists with the fracture-process zone. This extended 
version of the J-based technique explicitly accounts for the crack-tip singularity while 
considering the fracture-process zone. This newly derived testing technique has been applied 
to a high-strength-mortar (HSM) reinforced with carbon and steel fibres where the fibre- 
bridging toughness can be of the same order of magnitude as the crack-tip toughness. The 
validity of the ~-5 relationships deduced has been examined by comparing with results 
obtained from direct uniaxial tension tests. It is suggested that the J-based-fracture-testing 
technique can provide reasonable ~-5 relationships and fracture parameters in a fibre- 
reinforced HSM. 

1. Introduct ion 
Applications of high-strength concrete are a leading 
factor in the advancement of building technology 
today. It can be shown, for example, that high- 
strength concrete has allowed the construction of 
higher multi-storey buildings and has resulted in 
tremendous savings on these buildings; this is due 
mainly to the reduced foundation cost resulting from 
reductions in structural-member size and weight. The 
structural and economic advantages of high-strength 
concrete have motivated considerable efforts devoted 
towards the enhancement of its mechanical properties. 
It is currently possible to reach strengths of the order 
of 80 100 N mm-2 using normal processing and cur- 
ing procedures. 

Unfortunately, desp i te  significant processing 
advances, several factors are currently limiting confi- 
dence in the end-user and hence in broader appli- 
cations of high-strength concrete. First, high-strength 
concrete has been found to be more brittle and notch 
sensitive than normal-strength concrete [1-3], so that 
additional steel reinforcement or steel jacketing is 
required to prevent brittle fracture; this often offsets 
the advantage of using high-strength concrete. In 
addition, a survey of the literature reveals that there 
are only a few fracture-toughness data for concrete 
with compressive strengths above 60 N mm-2. There- 
fore, further developments in the use of high-strength 
concrete and in the mechanical-performance predic- 

tion of structural components call for a reliable testing 
technique for determining the fracture properties ger- 
mane to designs which prevent catastrophic brittle 
failure. The reliable use of high-strength concrete can 
only be achieved when a suitable fracture-testing 
methodology has been established based on a theoret- 
ically sound foundation in conjunction with the devel- 
opment of numerical simulation methods. One way of 
overcoming the brittleness of high-strength concrete 
may be to introduce fibres into the matrix. It has been 
convincingly demonstrated that significant toughness 
enhancement can be obtained by correct fibre re- 
inforcement in normal-strength concrete. 

It is well-accepted that crack propagation in cemen- 
titious materials and in their composites is controlled 
by the formation of a crack-bridging zone behind the 
crack tip. This bridging zone is often referred to as the 
fracture-process zone. Because of its dominant role, 
it is crucially important to determine the law that 
governs the formation of the fracture-process zone 
(that is, the bridging-stress-crack-opening relation- 
ship). 

To characterize fracture-process-zone growth, we 
shall employ the cohesive crack model [4] and deter- 
mine the bridging-stress-crack-opening-displacement 
(cr-~) relationship by means of a J-based-fracture- 
testing technique. As will be clear later, the bridging 
toughness can be of the same order of magnitude as 
the crack-tip toughness in a high-strength mortar, and 
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in some of its fibre-reinforced composites, so that the 
crack-tip singular term cannot be neglected. In this 
regard, the J-based testing technique, originally pro- 
posed by Li et al. [5], is further developed in this paper 
in order to explicitly account for the crack-tip singu- 
larity while considering the bridging-process zone. 
The theoretical background behind the technique is 
briefly summarized in Section 2. The data-analysis 
procedure and experimental results for high-strength 
mortar reinforced with fibres are then reported. 

2. A brief description of the J-based 
technique 

This section provides the principle of the extended 
J-based technique. Li et al. [5] have proposed a novel 
J-based-fracture-testing technique to determine the 
tension-softening relationship used originally for 
characterizing concrete-fracture behaviour. This test- 
ing technique has the advantage of requiring only a 
simple stroke-controlled loading machine and it is 
relatively stable in comparison with direct uniaxial 
tensile tests. Since this proposal, the J-based technique 
has undergone extensive development. It has been 
applied by several researchers to a number of quasi- 
brittle materials (including concrete [6], fibre rein- 
forced concrete [%9] and rock [10-11]) in which the 
fracture process is primarily dominated by the forma- 
tion of a fracture-process zone and in which the 
contribution of the crack-tip singularity to the total 
fracture energy is negligibly small. 

A schematic of the stress distribution around the 
crack tip is presented in Fig. la for a material where 
the crack-tip singularity coexists with the fracture- 
process zone. The development of the fracture-process 
zone is characterized by a relationship between the 
stress, o, and the crack-opening displacement, & This 
corresponds to the fictitious crack-process zone 
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of Hillerborg [4]. For the closed contour shown in 
Fig. lb, the J-integral path-independent property 
[12] requires 

L o + J b + 4 i p  = 0 (1) 

The J~-term represents the energy-release rate associ- 
ated with far-field loading, and it contains information 
on the specimen geometry and applied load. Jtip is the 
crack-tip singularity term. Finally, Jb is the energy 
consumed by the development of the fracture-process 
zone. Applying the J-integral analysis to the terms J,p 
and Jb for the material with the crack-tip singularity 
and fracture-process zone, Equation 1 can be ex- 
pressed by 

~ K~.(1 - v ~) 
J~ -- ,~(~)d~+ (2) 

do E 

where fit is the crack-opening displacement measured 
at the original crack tip, Ktiv is the crack-tip stress 
intensity factor, and E and v are the composite's 
Young's modulus and Poisson's ratio, respectively. 
Differentiating Equation 2 with respect to 6,  the 
stress, o, may then be determined from 

c,(~t) : J~(%) ~- (3) 

When Kti p reaches the crack-tip toughness Ko, the 
fracture-process zone starts to grow according to the 
or-6 relationship. Thus if J~ and Ko can be deter- 
mined, and ~t can be obtained experimentally, then the 
~-6 relationship can be derived from Equation 3. The 
J-integral value, Joo, can be evaluated experimentally 
by conducting tests on a pair of specimens with differ- 
ential notch lengths. Furthermore, the determination 
of the crack-tip toughness, K o, can be obtained from 
the initial value of R-curves. 

3. E x p e r i m e n t a l  m e t h o d s  
The materials used in this study were high-strength 
mortar (HSM) and fibre-reinforced HSM. The dimen- 
sions and mechanical properties of the fibres used for 
reinforcement are given in Table I. The constituent 
materials of the matrix and their mix proportions are 
given in Table II. Type I Portland cement, silica sand 
(with a maximum grain size of 0.6 mm), silica fume and 
superplasticizer were used to form a HSM with a 

T A B LE I The dimensions and mechanical properties of fibres 

Fibre Fibre Fibre Elastic Fibre Fibre density 
diameter length modulus strength (kgm 3) 
(pm) (mm) (GPa) (MPa) 

Steel 150 6 200 2500 7800 
Carbon 9.6 12.5 241 2800 2100 

TABLE II Mortar mix proportions (by weight) 

Cement Sand Silica fume Superplasticizer Water 

1.00 0.75 0.10 0.02 0.27 Figure 1 (a) A schematic plot of the stress distribution, and (b) the 
J-integral contour used for derivation of Equation 2. 
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water/cementitious ratio of 0.27. The compressive 
strength determined from three cylindrical specimens 
was 85.5 MPa. Carbon and steel fibres were used for 
reinforcing the matrix (with a fibre volume fraction of 
1.5% for the carbon fibres, and 0.17% and 1.0% for 
the steel fibres). 

The compact tension (CT) specimen illustrated in 
Fig. 2 was used to determine the cy-6 relationship of 
the materials by means of the J-based testing tech- 
nique. An artificial notch with a root radius of 250 pm 
was introduced into each specimen. As a supplement 
to the J-based tests, uniaxial-tension tests were con- 
ducted on rectangular tensile specimens with a cross- 
section of 76 x 13 mm 2. The specimens were cast in 
Plexiglass moulds using a high-frequency vibration 
(150 Hz) in order to improve the packing of the mater- 
ial and to reduce air entrapment. After casting, they 
were allowed to harden at room temperature for one 
day prior to demoulding and then they were cured in 
water for four weeks before testing. 

The fracture-toughness tests and uniaxial-tension 
tests were conducted in a hydraulic servo-controlled 
testing machine. The specimens were loaded to com- 
plete failure with a constant crosshead speed; the 
testing time was typically 10 min for all tests. The load, 
P, load-line displacement, 8L, and crack-tip-opening 
displacement, 6 t, were monitored continuously. 6 L and 
6t were measured using linear-variable differential 
transducers (LVDTs). As is shown schematically in 
Fig. 2, a pair of LVDT holders were glued on the side 
surfaces of the specimen at the pre-notch tip. The 
relative displacement between the holders was meas- 
ured on both specimen sides using LVDTs, and the 
two displacement values were averaged to determine 
6 t. In some fracture-toughness tests, R-curve meas- 
urements were carried out using an unloading 
compliance method. Unloading and reloading cycles 
produced non-linear deformation, resulting in a signi- 
ficant hysteresis loop. Thus, a linearization procedure 
proposed in [13] was used to determine the specimen 
compliance. During the uniaxial tests, the relative 
displacement between two Points along the loading 
axis was monitored to measure the elongation. The 
gauge length for the measurement was approximately 
200 mm. 

4. Results and discussion 
In this section, the J-based technique briefly outlined 
above is applied to the experimental data for the HSM 
composites. In order to demonstrate the data-analysis 
procedure of the J-based technique, a set of experi- 
mental results for the carbon-fibre-reinforced HSM is 
presented first. 

Fig. 3a shows average load versus load-line dis- 
placement curves for each crack length. Each curve 
represents an average of three repeated tests. Fig. 3b 
shows the relationship between the load-line displace- 
ment and the crack,tip-opening displacement 
(CTOD). The J-integral value is calculated from the 
set of P/B-6L curves (Fig. 3a) using the equation 

Joo(Se) - (a 2 - a l  ) J o  \ B  dSL (4) 

Crack  length, a:  
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Figure 3 (a) Load  versus displacement:  ( - - )  a 1 = 65 m m  and 
( - - )  a 2 = 74 ram. (b) C T O D  versus load-line displacement:  ( - - )  
a~ = 65 ram, ( -  - - )  a s = 74 ram, and  ( - - - - - - )  the average of a~ 
and  a 2. (c) J- integral  versus C T O D .  (d) K-res is tance  curve: ( ) 
a 1 = 65 m m  and  ( - - - )  a 2 = 74 ram. (All with 1.5% carbon-fibre 
HSM).  

The result is plotted against the average CTOD in 
Fig. 3c. The total J-integral value is 0.36 kJm -2. The 
R-curve approach is used to determine the crack-tip 
toughness, K o. An example of K-resistance curves is 
shown in Fig. 3d. The dimensionless specimen com- 
pliance and K formula for the CT specimen were 
taken from Newman's boundary collocation analysis 
[14] to construct the K-resistance curves. The initial 
value of the curve (1.33 MPa m 1/2) represents the crit- 
ical stress intensity factor for advancing the crack 
against the modified matrix toughness, and thus it can 
be taken as the crack-tip toughness. Note that the 
decrease of the K-resistance curve at large crack ex- 
tensions may be attributed to the crack propagation 
into the compression zone of the CT specimens. The 
J0-value converted from the Ko-value using the equa- 
tion J0 = K~(1 - v2)/E is indicated in the J versus 6 t 
plot in Fig. 3c. An experimental value of the effective 
Young's modulus, 20.5 GPa, was used in the calcu- 
lation. It should be noted that the crack-tip toughness 
accounts for approximately one-quarter of the total 
toughness. 

As in the original J-based technique [5], J(6t) is 
differentiated with respect to 6, to obtain the bridging- 
stress-crack-opening-displacement curve, shown in 
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Figure 4 Bridging stress versus CTOD curve for 1.5% carbon-fibre 
HSM. 
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Figure 5 Deduced tension-softening curve for: ( -)  HSM, and 
( ) 1.5% carbon fibre HSM. 

Fig. 4. The c~-St curve initially rises to a peak, then 
it decreases with increasing St. The rising portion of 
the curve is due to the presence of a strain between 
the LVDT holders. It can be interpreted as the sum of 
the elastic deformation and the distributed damage 
prior to localization of inelastic deformation onto the 
fracture-process zone, and therefore it should not be 
regarded as part of the bridging-stress-crack-opening- 
displacement relation [5]. In Fig. 3c, 8 o represents the 
measured CTOD corresponding to the crack-tip 
toughness. This value defines a point (8o, cY0) on the 
cy 8 t curve (Fig. 4) through which a straight line 
parallel to the curve initial slope can be drawn. The 
portion o f  the ~-St curve to the right of this line 
represents the true cy-8 curve. Numerically, the true 
cy-8 curve can be deduced from the ~-St curve 
by applying the following correction to the crack 
opening, 

I 80 - 81 1 8 = 8 t - -  31 -~- - - ( 3 " ( 8 t )  ( f o r  8 t ~ 30) (5) 
Uo 

where 81 is indicated in Fig. 4. Fig. 5 shows the 
corrected ~-8 curve, together with the result for the 
matrix alone, that is, for the HSM. The energy absorp- 
tion of the carbon fibre in the post-peak region is 
higher than in the mortar. Microscopic observation of 
fracture surfaces showed that the fracture behaviour of 
the carbon fibre HSM is dominated by fibre rupture, 
and limited pull-out of the fibre was observed. Thus 
the higher bridging toughness of the carbon fibre 
HSM (with respect to HSM) may be attributed to this 
fibre pull-out. The experimental results regarding the 

T A B L E  I I I A  summary of the experimental results 

J-based tests for all materials are summarized in Table 
III. In order to characterize the type of materials, the 
ratio of the crack-tip toughness to the total toughness, 
Jo/Jc, is indicated in Table III. 

Using the stroke-control mode with the uni- 
axial-tensile test, no tension-softening behaviour was 
registered for the HSM and the carbon-fibre-HSM 
specimens. However, for each one of these materials, 
we expect the ultimate tensile strength to give an 
upper-bound value for the peak stress of the corres- 
ponding cy-8 curve. Fig. 5 shows that this is indeed the 
case. Moreover, evidence supporting the validity of 
the present J-based testing procedure can be observed 
in the steel-fibre-HSM composites where the post- 
peak behaviour is dominated by fibre pull-out. 

A set of experimental results used in the com- 
putation of the c~-8 t curve for the 0.17% steel-fibre- 
HSM composite is shown in Fig. 6. Uniaxial-tensile 
curves obtained for the steel-fibre-HSM composites, 
showed that the post-crack strength is lower than the 
ultimate strength. For composites where the ultimate 
strength is higher than the post-crack strength, there is 
the possibility of an underestimation of the post-peak 
composite strength, type. A theoretical model for the 
~-8 relationship [15] based on the frictional fibre 
pull-out mechanism predicts that the post-peak 
composite strength is 0.66 MPa for the 0.17% steel- 
fibre-HSM and it is 3.89 MPa for the 1% steel- 
fibre HSM (assuming an interfacial frictional bond 
strength of 10 MPa, and a snubbing coefficient of 0.8 
[-15]). The experimentally determined post-crack 
strength is close to the theoretical prediction. This 
may indicate that the observed post-crack strength 

Material Fibre volume Tensile Post-cracking 
fraction (%) strength a strength" 

~l t  (MPa) (MPa) 

Effective Crack-tip Total do 
Young's toughness toughness Jc 
modulus Jo (kJ m -  2) J~ (kJ m 2) 
(GPa) 

HSM 0 3.21 - 20.20 0.017 0.035 
Carbon-fibre HSM 1.5 6.48 20.52 0.086 0.36 
Steel-fibre HSM 0.17 3,43 0.82 19.70 0,019 0.47 
Steel-fibre HSM 1 4,02 3.75 20.50 0.019 4.75 

0.49 
0.24 
0.04 
0.004 

a Results of uniaxial-tension tests. 
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provides a good estimate of the true ~pc-value. It 
should be particularly noted in Figs 7 and 8 that the 
deduced peak stress is close to the post-peak com- 
posite strength obtained from the uniaxial-tension 
tests. Moreover, it can be seen from the inset in Fig. 7 
that, if the crack-tip toughness is neglected, the peak 
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Figure 6 (a) Load versus displacement: ( - - )  a 1 = 65 mm and 
( ) a 2 = 74 mm. (b) C T O D  versus load-line displacement: ( ) 
a l = 6 5 m m , ( - - - ) a 2 = 7 4 m m , a n d ~  I )  the average ofa~ 
and a~. (c) J-integral versus CTOD. (d) K-resistance curve: ( - - )  
a a -  65 m m  and ( - - )  a 2 = 74 mm. (All with 0.17% steel-fibre 
HSM). 
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Figure 7 Bridging stress versus C T O D  for a 0.17% steel-fibre 
HSM: ( ) J-based result, and ( . . . )  uniaxial-tension result. 

stress of the ey-8 curve deduced from the J-based 
method corresponding to the 0.17% steel-fibre HSM 
will be significantly overestimated. Table III indicates 
that, for this particular material, the ratio of the crack- 
tip toughness to the total toughness is about 4%. 

It is therefore important to account for the crack-tip 
toughness in the determination of accurate c~-8 rela- 
tionships in materials for which the ratio Jo/Jc is non- 
negligible. For the 1.0% steel-fibre-HSM composite 
where the crack-tip toughness is only 0.4% of the total 
toughness, the original J-based technique can provide 
a good estimate of the true ey-8 curve. 

On the basis of the above observations, the experi- 
mental data of the bridging stress and the crack-tip 
toughness appear to be sufficient parameters for 
characterizing the fracture behaviour of fibre-reinfor- 
ced HSM. Furthermore, the two characterizing para- 
meters can be readily incorporated into numerical 
simulation codes, such as FEM (finite element 
method) and BEM (boundary element method), for 
analyses of fracture in fibre-reinforced high-strength 
concrete. Therefore, itis expected that the present J- 
based technique provides a basis for the fracture 
analysis of real structural components. 

5. C o n c l u s i o n  
The J-based fracture-testing technique has been newly 
extended in order to cover HSM and its fibre- 
reinforced composites where the crack-tip toughness 
is comparable to the bridging toughness due to frac- 
ture-process-zone development. This method is even 
more essential for fibre-reinforced high-strength con- 
crete where the crack-tip toughness can be con- 
siderably higher than in normal-strength concrete. On 
the basis of the J-integral analysis of the fracture- 
process zone with a crack-tip singularity, a testing 
procedure has been developed to determine the bridg- 
ing-stress-crack-opening-displacement relation (c~ 6). 
This new technique has been applied to the experi- 
mental results of fracture tests conducted on HSMs 
reinforced with carbon and steel fibres. The cy-6 rela- 
tionships deduced from the J-based technique have 
been compared with results of uniaxial-tensile tests 
and good agreements have been obtained, supporting 
the validity of the extended J-based fracture-testing 
method. 
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Figure 8 Bridging stress versus C T O D  for a 1.0% steel-fibre HSM: 
( ) J-based result, and ( . . . )  uniaxial-tension result. 
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