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Adsorptiont of Streptococcus mutans on hydro-
xyapatite and chemically treated hydroxyapa-
tite was studied. Zeta potentials of the surfaces
were measured. Chemically treated hydroxy-
apatite gave higher g potentials and lower S
mutans adsorption.
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The adsorption of oral bacteria and especially
Streptococcus mutans on enamel is considered
an important factor in the formation of caries.
Synthetic hydroxyapatite surfaces have been
used for simulation studies by several investi-
gators. Of special interest is the adsorption of
proteins, dextrans and S mutans on hydroxy-
apatite.1- The adsorption of S miteor onto
hydroxyapatite has been reported in terms of
adsorption sites and affinity constants.6 Studies
on competitive binding of streptococci to sur-
faces have also been reported.7 Treating the
surface by other components influences the ad-
sorption of dextran and S mutans. Dextran
adsorption was decreased when the hydroxy-
apatite was precoated with protein.8 Adsorp-
tion of S mutans decreased on hydroxyapatite
surfaces treated with protein or fluoride.9"10 In
the past, the use of chemicals on enamel sur-
faces to prevent or retard caries formation has
been based mainly on an increase in resistance
to acid dissolution.11-12 Ths study is to inves-
tigate the adsorption of S mutans on chem-
ically treated hydroxyapatite with respect to
surface properties.
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Materials and Methods

Streptococcus mutans (M4S), a recent
human isolate (serotype c), was grown anaero-
bically in a chemically defined medium* for
24 hours. The bacteria were harvested by cen-
trifugation, washed twvice, and redispersed by
sonification in double filtered distilled water to
a concentration of 2.42 X 109 microorganisms/
ml. The purity of the bacteria was monitored
by streaking aliquots on agar medium. For use
in adsorption experiments, the bacteria were
kept at 37 C and were in stationary phase.
They were used within 3 hours of harvest.

Concentrations of bacterial suspensions were
measured by an optical density method at 550
nm using a spectrophotometer.t A standard
curve for cell number was calibrated against a
particle counter.t The amount of bacteria ad-
sorbed in each experiment was indicated by the
difference in concentrations of the bacterial
suspensions before and after adsorption.

Hydroxyapatite powder used for the ex-
periments was chromatographic grade.t Solu-
tions used for chemical treatment were 0.2%
chlorhexidine gluconate§ and 2% Dextran¶f
(molecular weight 40,000). Distilled water was
used as control.

Chemical treatment was by adding 5 ml
of the treatment solution to 15 mg of hydroxy-
apatite powder in a vial. The mixture was
shaken for 5 minutes and then allowed to settle
for 5 minutes; 4.5 ml of the supernatant liquid
was withdrawn. The treated hydroxyapatite
was washed by adding 5 ml of distilled water
and the shaking and settling repeated, after
which 5 ml of the liquid was withdrawn. A
final washing with 10 ml of distilled water was
applied. After withdrawing 10 ml of the wash,
0.5 ml of liquid was left in the vial with the
hydroxyapatite.

For adsorption experiments, 5 ml of the
bacterial suspension was added to each vial of
chemically treated hydroxyapatite. Control ex-
periments were performed on hydroxyapatite
treated with distilled water and on chemical
solutions without hydroxyapatite. The vials
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were immersed in a 37 C constant temperature
water bath and shaken for 30 minutes. The
contents were then left to settle. After 5 min-
utes, 3.5 ml of the suspension were withdrawn.
Optical densities of the suspensions were meas-
ured after addition of 2 drops of 2.5 N HCI
to dissolve any suspended hydroxyapatite par-
ticles. The effect of HCl on optical densities
of suspensions was incorporated in the calibra-
tion. Sixteen measurements were made for
each chemical treatment experiment.

Adsorption kinetics of S mutans on chemi-
cally treated hydroxyapatite was measured in
a similar method with adsorption times of 2, 5,
and 30 minutes at 37 C. The adsorption iso-
therm of S mutans on untreated hydroxyapa-
tite was measured at the same temperature
using bacterial suspensions with concentrations
from 6 X 108/ml to 4.4 X 109/ml. Adsorption
time was 30 minutes.

Surface potentials (C potentials) of the
chemically treated hydroxyapatite powders and
of the bacteria suspension in distilled water
were obtained from electrophoretic mobility
measurements by means of a Zeta-Meter.* The
C potentials were calculated from the Helm-
holtz-Smoluchowski equation :18

u 47r

where u is the electrophoretic mobility or ve-
locity at un:t potential gradient, v the viscosity
of the liquid, and E the dielectric constant of
the liquid. Ten zeta potential measurements
were made for the bacteria suspension and for

$ Zeta-Meter Inc., New York, NY.
t International Scientific Instruments, Inc., Moun-

tain View, Ca.

12

2

TABLE
D POTENTIAL AND AMOUNT OF S mutans AD-

SORBED ON CHEMICALLY TREATED
HYDROXYAPATITE

Treatment

Chlorhexidine
Gluconate, 0.2 c/

Dextran (MW
40,000), 2%

Distilled Water
(control)

S mutans
Adsorbed per mg
Hydroxyapatite

(X 1O-8)
g Potential

(mV)

2.90 (1.19) -13.4 (.9)

3.56 (0.45) -9.9 (.8)

4.35 (0.88) - 9.0 (.8)

Standard deviations in parentheses.

each chemical treatment experiment.
Surface morphologies of the treated hy-

droxyapatite powders were studied by scanning
electron microscopy. The powders were dried,
coated with gold by vapor deposition, and ex-
amined in a scanning electron microscope.t

Results
Adsorption isotherm at 37 C for S mutans

on hydroxyapatite is shown in Figure 1. The
amount of bacteria adsorbed per mg of hy-
droxyapatite increased linearly with bacterial
concentration up to about 2.7 X 109/ml, even-
tually leveling off to a plateau at 1.4 X 109 bac-
teria adsorbed by one mg of hydroxyapatite.
For kinetics of bacterial adsorption on chemi-
cally treated hydroxyapatite see Figure 2.

Amounts of S mutans adsorbed on chemi-
cally treated hydroxyapatite after 30 minutes
are shown in the Table. Statistical evaluation
of the results using the Krusakal-Wallis test and

FIG 1. - Adsorption isotherm
of S mutans on hydroxyapatite
showing bacteria adsorbed/mg
hydroxyapatite versus bacterial
concentration.
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FIG 2.-Adsorption kinetics of
W S mutans on chemically treated

hydroxyapatite, showing bacte-
ria adsorbed/mg hydroxyapatite

-D versus time. Chlorhexidine (X),
dextrafi (D), water (W) .

10 20 30

TIME MINUTE S

Wilson-Mann-Whitney statistic for multiple
comparisons showed that at a = 0.005 the ad-
sorption values of hydroxyapatite treated with
chlorhexidine gluconate or with dextran were
significantly different from the adsorption value
on hydroxyapatite treated with distilled water.

Zeta (g) potentials of the chemically
treated hydroxyapatite powders are also shown
in the Table. Statistical evaluation of the re-
sults using the Student-Newman-Keuls test
showed the g potentials are significantly differ-
ent at a = 0.05. The g potential of S mutans
in distilled water was - 13.7 mV with a stan-
dard deviation of 1.2 mV.

Scanning electron microscopy revealed no
detectable change in the surface morphology
of the hydroxyapatite powders after chemical
treatments when compared with the control
experiment using distilled water.

The chemical solutions used did not affect
the optical densities of the bacterial suspensions
except for dilution effects. No agglutination of
bacteria was observed.

Discussion

The adsorption isotherm of S mutans on
hydroxyapatite (Fig 1) showed that adsorption
varied linearly with bacterial concentration and
then leveled off to a plateau. The linear part
of the adsorption isotherm indicated that bac-
terial concentration was limiting adsorption.
The plateau portion of the adsorption isotherm
corresponded to an adsorption site limiting ad-
sorption. The number of S mutans adsorbed by

1 mg of hydroxyapatite was 1 X 109. As S
mutans cells are about 1 gum in diameter and
the hydroxyapatite powder has a surface area

of 7.24 um2/mg,'9 the maximum adsorption
corresponds to 0.014 monolayer of bacteria.
This assumes that S mutans occupies 1 sUm2 of
space and that there exists no interaction
among the adsorbed S mutans and the S mu-

tans in suspension. However, it was unlikely
that a simple adsorption mode was followed.
The adsorption characteristics were probably
complex involving inhomogeneity of sites, bac-
terial interactions, and electrostatic and surface
interactions.

Results of adsorption kinetics of S mutans
on chemically treated hydroxyapatite (Fig 2)
indicated that in all cases there was rapid ad-
sorption in the first 5 minutes followed by a

slow leveling off to essentially a steady value at
30 minutes. Similar adsorption kinetics have
been reported by McGaughy et al for proteins
and for S mutans on hydroxyapatite.3'4'9

Zeta potential measurements showed that
chemical treatments of hydroxyapatite resulted
in different surface potentials (Table). Zeta
potential is an important factor in determining
the stability of colloids and in adsorption and
adhesion processes. For a bacteria to be ad-
sorbed onto a surface, the two bodies have to
be sufficiently close for physical forces of ad-
hesion (e.g. Van der Waal's forces) and chemi-
cal interaction (chemisorption) to occur.20-24
Kinetic forces bring the bacteria close to the
surface but are opposed by electrostatic repul-
sion if the surfaces are both negative or both
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positive. Experimental results showed that the
S mutans was negatively charged (-13.7 mV)
and the chemically treated hydroxyapatite sur-

faces were also negatively charged. Thus, a

higher negative g potential surface would be
less favorable toward close approach because
of higher electrostatic repulsion and conse-

quently, a low probability of bacteria adsorp-
tion onto the surface. This is in agreement with
the S mutans adsorption values obtained.
Chlorhexidine treated hydroxyapatite, with a

g potential of - 13.4 mV, decreased the bac-

terial adsorption by 33% and dextran treated
hydroxyapatite (g potential - 9.9 mV) de-
creased the adsorption by 18% when compared
with distilled water treated hydroxyapatite
(-9.0 mV) used as a control. The effect of
potential on adsorption was clearly demon-
strated-the higher the g potential of the sur-

face, the less the amount of S mutan adsorbed.
Olsson, Glantz and Krasse reported on the
effect of ; potentials on the adhesion of S sali-
varius, S sanguis, and S mutans onto dentin by
a washing technique. S mutans with different c
potentials were found to adhere differently.25
Various species of streptococci with similar C
potential also gave different results. Gallium
ions and aluminum ions gave increased ad-
hesion and the effect was attributed to a re-

duced repulsive force in the presence of counter
ions. Zeta potentials and electrostatics are im-
portant factors in initial adsorption of bacteria
on surfaces. In long-term adsorption and ad-
hesion of bacteria, other factors, such as physi-
cal and chemical interactions between cells and
surfaces, have to be taken into consideration.

Scanning electron microscopy results
showed that there was no detectable change in

surface morphology of the hydroxyapatite pow-

ders after chemical treatment. The differing
amounts of S nmutans adsorbed onto these sur-

faces, therefore, were not the results of artifacts
of chemical treatment.

Treatments of hydroxyapatite by chlor-
hexidine gluconate and by dextran decreased
the amount of S mutans adsorbed onto these
surfaces. A decrease in S mutans adsorption in
this experiment parallels the decrease in plaque
index scores resulting from topical applications
and oral rinses of chlorhexidine reported by
L6e and Schiott.26 Schiott et al showed that
this decrease did not result from the bacteri-
cidal property of chlorhexidine.2T Adsorptiorn
of chlorhexidine onto hydroxyapatite has been

shown to have a maximum uptake of 18 ,u

moles/gm hydroxyapatite.28 This uptake of
chlohexidine would alter the surface proper-
ties, including 4 potential, of the hydroxyapatite
resulting in a decrease in bacterial adsorption
as well as long-termn adhesion. A similar expla-
nation can be applied to the observed decrease
in S mutans adsorption on dextran treated hy-
droxyapatite. Although agglutination and ad-
hesion of bacteria have been attributed to the
presence of dextrans. such dextrans are insolu-
ble, high molecular weight (MW -- 2,000,000)
or arc produlced by the bacteria.2'9S3, Low+er
molecular weight (MW - 20,000) dextrans
have been shown to retard the formation of
dental plaque by inhibiting the synthesis of in-
soluble dextrans bly the bacteria. '32 In the
present experimnent, the dextran uised had a
molecular weight of 40,000 and was water solu-
ble. No agglutination of S mutans was observed
in the presence of this dextran. The decrease in
S mutans adsorption on dextran treated hy-
droxyapatite agrees with results of Gibbons.30

Conclusions
Adsorption of S mutans on hydroxyapatitce

and dextran or chlorhexidine treated hydroxy-
apatite was studied. Zeta potentials of the
chemically treated surfaces were obtained by
electrophoretic mobility measurements. Surface
morphologies were studied by scanning electron
m-icroscopy. Hydroxyapatite treated with chlor-
hexidine gluconate and with low molecular
weight dextran gave higher " potentials and
lower S mutans adsorption compared with un-
treated hydroxyapatite. The decrease in ad-
sorption was attributed to changes in surface
potentials and chemical properties of the che-
mically treated hydroxyapatite surfaces.
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