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We report the modulation characteristics of multiple quantum well tunneling injection lasers
designed for 0.98mm emission wavelength. Electrons are injected into the active region through a
single barrier via tunneling. The active region has four quantum wells with different well widths.
Improved high frequency performance, compared to similar separate confinement heterostructure
lasers, has been demonstrated. The modulation response at 21 GHz is above 0 dB and the
extrapolated23 dB modulation bandwidth is;30 GHz under pulsed bias. ©1996 American
Institute of Physics.@S0003-6951~96!00442-1#
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Carrier transport can significantly affect the high spe
performance of quantum well lasers. It has been recogni
that the separate-confinement heterostructure~SCH! imposes
inherent speed limitations on quantum well lasers due to
dynamics of carrier transport mechanisms such as therm
zation of carriers injected from the cladding layers, drift an
diffusion of carriers to the quantum wells and capture
carriers from a three-dimensional~3D! region in the barriers
into a two-dimensional ~2D! quantum well.1–3 If the
electron-hole recombination time by stimulated emission f
a laser at high injection approaches the relaxation time,
carrier distribution in the quantum well can become ‘‘hot
and is not described by a quasi-Fermi distribution,4 causing
hot-carrier related problems such as gain compression,
hanced Auger rates etc.

Recently, we demonstrated a novel single quantum w
~SQW! tunneling injection laser to overcome the carrie
relaxation induced limitations of SCH lasers.4,5 Carriers are
injected from an injection layer through a double barrier tu
neling well into the active lasing well, where stimulate
emission occurs. The carrier distribution in the lasing well
governed by the thermalization time of carriers injected
tunneling (;2 ps!,6 rather than by the relaxation time o
carriers injected over the barriers, leading to a ‘‘cold’’ carrie
distribution even at high injection levels. Differential gain a
high as 5.5310216 cm2 was measured and a modulatio
bandwidth of 12.5 GHz for a SQW device was achieved
an In0.2Ga0.8As/GaAs/AlGaAs 0.98mm tunneling injection
laser.5 It is known that the modulation bandwidth of quantum
well lasers is larger than the bandwidth of double
heterostructure~DH! lasers. This is essentially attributed to
large differential gain. In quantum well structures the diffe
ential gain decreases as the carrier density increases. F
given value of modal gain, the differential gain increases
the number of quantum wells increases because the ca
density associated with each quantum well decreases as
number of quantum wells increases. Improved high fr
quency performance is achieved in MQW lasers due to
differential gain enhancement.7

In this letter, we report the characteristics of MQW tun
neling injection lasers. Such a device is essential for achi
ing enhanced performance in terms of differential gain a
modulation bandwidth. It would also enable the extension
the tunneling concept to a MQW laser. We have charact
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ized a GaAs-based MQW tunneling injection laser and m
sured a modulation response greater than 0 dB at 21 G
The measured modulation bandwidth of the device is sign
cantly larger than that of a SQW tunneling injection las
and is also larger than the bandwidth of a comparable S
laser.

Figure 1~a! shows the schematic cross section of t
GaAs-based MQW tunneling injection laser structure. T
device structure consists of a 0.5-mm-thick n1-GaAs buffer,
a 1-mm-thick n-Al xGa12xAs ~x50.4 or 0.6, n5531017

cm23) outer cladding layer, a 0.1-mm-thick undoped GaAs
n-side inner cladding or electron injection layer, a 30 Å u
doped single AlAs tunneling barrier, the active region co
sisting of four undoped In0.2Ga0.8As quantum wells with dif-
ferent well widths~64, 54, 50, and 48 Å with 70 Å GaAs
barriers in between!, a 0.1-mm-thick undoped Al0.1Ga0.9As
p-side inner cladding layer, a 1-mm-thick p-Al xGa12xAs
~x 5 0.4 or 0.6,p 5 531017 cm23) outer cladding layer and
finally a 0.2-mm-thick p1-GaAs(331019 cm23) top contact
layer. The structure was grown on~100! semi-insulating
GaAs substrate in a RIBER MBE32 system. The claddi
layers were grown at a substrate temperature of 680 °C.
GaAs and InGaAs quantum wells were grown at 540 °
AlGaAs layers with different Al compositions were grow
by using two effusion cells at different temperatures. N
growth interruption was used for adjusting temperatures
the cells.

Figure 1~b! shows the energy band diagram of the MQ
tunneling injection laser structure under an applied forwa
bias, which was obtained by solving the time-independ
Schrodinger equation. The dashed lines are the wave fu
tions of the first five states. It can be seen that the wa
functions of the first four states are localized in the fo
quantum wells and the wave function of the fifth state, whi
is the ground state in the cladding layer, is localized in t
injection layer ~inner cladding layer on then-side!. The
widths of the quantum wells and the thickness of the Ga
barrier are optimized so that each of the four wave functio
in the quantum wells is not localized in an individual we
but distributed in the MQW and the energies of these fo
states are very close to each other. The maximum ene
difference between them is only 11 meV. Carriers inject
into the active region by optical phonon assisted tunnel
are uniformly distributed in the MQW, resulting in a hig
2309)/2309/3/$10.00 © 1996 American Institute of Physics
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differential gain. The calculated tunneling energy is about
meV above the lasing subbands in the MQW. The exa
mechanism of transport is under investigation using tim
resolved femtosecond differential transmission spectrosco

Ridge waveguide lasers were fabricated with a 3mm
wide stripe in a coplanar ground-signal-ground conta
geometry,8 suitable for on-wafer microwave measuremen

FIG. 1. ~a! Heterostructure grown by molecular beam epitaxy, and~b! con-
duction band diagram and electron wave functions of the GaA
In0.2Ga0.8As/AlGaAs MQW tunneling injection laser.
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The lasers were cleaved to a length of 200mm and mounted
onto copper heatsinks. The lasers were pulse biased w
1 ms pulses having a 1% duty cycle. The measurement w
made at heatsink temperatures of 25 °C. The light-curre
characteristics of the MQW tunneling injection laser i
shown in Fig. 2. The typical threshold current is 20 mA. Th
value is slightly high, which we believe is due to the nonop
timal quality of the AlGaAs cladding layers. The slope effi
ciency is 0.34 mW/mA per uncoated facet. The peak of th
laser emission is at;0.98mm, which confirms lasing from
the MQW region. Figure 3 shows the modulation frequenc
response of the MQW tunneling injection laser. The23 dB
modulation bandwidth increases with the increase of t
drive current. The maximum modulation bandwidth wa
achieved at a drive current of 190 mA. The measureme
was made up to 21 GHz, which is limited by the amplifie
and the modulation response is still above 0 dB. The res
nance frequencyf r at the highest drive current is 12 GHz
the extrapolated23 dB modulation bandwidth is;30 GHz,
which is much larger than the best modulation bandwidth
12.5 GHz obtained from a SQW tunneling injection laser5

For the purpose of comparison, we also fabricated GaA

s/

FIG. 2. Light-current characteristics of the GaAs/In0.2Ga0.8As/AlGaAs
MQW tunneling injection laser under pulsed bias.

FIG. 3. Small-signal modulation frequency response of the GaA
In0.2Ga0.8As/AlGaAs MQW tunneling injection laser under pulsed bias.
Zhang et al.
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In0.2Ga0.8As MQW SCH lasers with four 50 Å wells. There
is no tunneling barrier in the structure and thep-side inner
cladding layer is 0.1mm-thick undoped GaAs. For a
4-quantum well SCH laser, a uniform well width provide
the best carrier distribution. The other layers are the same
in Fig. 1~a!. The maximum modulation bandwidth of this
SCH laser is 16 GHz. It is therefore evident that enhanc
modulation performance has been achieved from the MQ
tunneling injection laser.

The pursuit of better performance, in terms of modul
tion frequency, in semiconductor lasers has invoked ma
techniques in the recent past. Higher differential gain can
obtained by increasing the number of quantum wells. Th
inner cladding layers are employed in the laser structure
reduce the influence of carrier transport across the SCH
gion on modulation performance9 and a modulation band-
width of 26 GHz was reported from InP based lasers10

Modulation doped MQW lasers are designed to enhance
differential gain by controlling the quasi-Fermi levels in th
band structure.11 A modulation bandwidth of 37 GHz was
reported from p-type modulation GaAs/InGaAs MQW
lasers.12 We believe that the incorporation of these featur
into the tunneling MQW laser structure will allow the
achievement of modulation bandwidth higher than 40 GH
This work is in progress.

In conclusion, we have demonstrated the modulati
characteristics of a MQW tunneling injection laser, whe
electrons are injected into the active region by tunneli
through a thin AlAs barrier. The carriers are uniformly dis
tributed in the multiple quantum wells and improved hig
Appl. Phys. Lett., Vol. 69, No. 16, 14 October 1996
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frequency performance has been achieved, compared to
similar SCH structure.
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