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Enhanced spontaneous emission from InAs ÕGaAs self-organized quantum
dots in a GaAs photonic-crystal-based microcavity
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Spontaneous emission characteristics of self-organized InAs/GaAs quantum dots embedded in a
photonic-crystal-based microcavity are theoretically investigated. Results are obtained from a
three-dimensional quasi-mode analysis of the photonic-crystal microcavity and through calculations
of energy levels and eigenstates for electrons and holes in self-organized quantum dots. The
spontaneous emission rate from quantum dots is significantly enhanced by up to a factor of 14,
compared to that in free space. In addition, the maximum coupling efficiency to the fundamental
mode is close to unity. ©2003 American Institute of Physics.@DOI: 10.1063/1.1566470#
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I. INTRODUCTION

The quantum dot microcavity light emitter has emerg
as a promising candidate for single photon light sources1–4

In particular, the analysis of spontaneous emission chara
istics of self-organized quantum dots~QDs! in photonic crys-
tal ~PC! microcavities has not been fully accomplished b
cause of two reasons. First, the three-dimensional~3D! mode
analysis of a PC cavity is nontrivial due to the complexity
the cavity geometry. Although several groups5,6 have re-
ported 3D simulations of the spontaneous emission cha
teristics of an ideal dipole in PC microcavities, using finit
difference time-domain ~FDTD! methods, a more
comprehensive description of cavity modes is yet to app
Second, interactions between self-organized QDs and ca
modes cannot be fully described without an explicit calcu
tion of the transition matrix elements, which in turn requir
complete analyses of the cavity modes of a 3D cavity and
eigenstates of the quantum dots. In this article we report
calculated spontaneous emission characteristics of In
GaAs self-organized QDs embedded in a PC microcavity

II. THEORETICAL MODEL

To calculate the enhancement factor of the QD spon
neous emission and the coupling efficiency to the des
modes, we have developed a 3D quasi-mode analysis fo
microcavities. A description of the mode density, includi
the guided modes, Bragg resonant modes, and radia
modes~or so-called quasi-modes!, in wave-vector~k! space
is obtained. In addition, the eigenstates for electrons
holes in a GaAs-capped, pyramidal, and coherently stra
InAs/GaAs QD have been calculated by an eight-bandk•p
method. The calculation of the cavity modes and the eig

a!Electronic mail: pkb@eecs.umich.edu
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states of the dots allows us to take the modified mode den
into account and directly calculate the transition matrix e
ment in the Fermi golden rule.

The device design is schematically shown in Fig. 1. T
defect microcavity is surrounded in the transverse direct
by a two-dimensional~2D! triangular-lattice photonic crysta
and vertically by a pair of Bragg mirrors. Accordingly, th
device can be approximated as a combination of a longitu
nal cavity and a transverse cavity.7 The longitudinal cavity is
a l-thick GaAs spacer sandwiched by 10.5-pair AlAs/Ga
Bragg mirrors on both sides. The transverse cavity is a m
ing defect in a 535 triangular lattice photonic crystal of ai
holes. This device configuration supports vertically and ho
zontally resonant modes. It may be noted that if the refl
tivity of the Bragg mirrors is large enough, the device w
perform as a vertical-cavity surface-emitting laser~VCSEL!
with photonic crystal ~PC! lateral confinement ~the
PC-VCSEL!;8 otherwise, it behaves as a resonant microc
ity light emitting diode.

For mode analysis, we assume that the transverse p
erties of the cavity modes are determined by the photo
crystal, whereas the Bragg mirrors only determine the fi
profile in the longitudinalz direction. In other words, we
ignore the field coupling outside the cavity, which is gen
ally a good approximation for tightly confined modes abo
cutoff conditions. The eigenmodes of the longitudinal a
transverse cavities are computed using standard techniq9

The band structuresvkz

1 (kr) andvkr

t (kz) for the longitudinal

and transverse cavities are computed independently, w
kr is the wave vector in thekx-ky plane, and then plotted in
k space using the dispersion relation,v5cuku, where uku
5Akx

21ky
21kz

2. Owing to the nonuniform distribution o
modes per unit wave vector, we refer to such a representa
of the band structure as the mode density. A 3D cavity mo
is defined as the cross point of a longitudinal band an
transverse band ink space. As a result, this mode shou
satisfy longitudinal and transverse boundary conditions
3 © 2003 American Institute of Physics



ity
gi
th

nd
ha

s
gi
A
d

s
ity
s

ica
nt
g
it
a
a
b
t
te
on
gg
th
g

ize
ef
la
b

he

ect

6174 J. Appl. Phys., Vol. 93, No. 10, 15 May 2003 Yu, Bhattacharya, and Cheng
multaneously. The field pattern of the confined 3D cav
modes can be determined as a scalar product of the lon
dinal field and the transverse field components, given
their polarizations are identical in the cavity region.

III. RESULTS AND DISCUSSION

Figures 2~a!–2~c! show the calculated transverse a
longitudinal mode densities. The cavity modes can be c
acterized as the Bragg resonant mode~solid line!, guided
mode ~dashed line!, and a number of radiation mode
~shaded region!. There exists a clear stop band in the lon
tudinal mode densities, but not in the transverse cavity.
seen in Fig. 2~c!, the stop band and Bragg resonant mo
vanish at the Brewster angle forp polarization. By choosing
a proper periodicity ratio,a/L, wherea andL are, respec-
tively, the periodicities of the triangular lattice of air hole
and the Bragg mirrors, the mode distribution of a 3D cav
in k space can be obtained, as shown in Fig. 3. Two mode
this figure are of particular interest, defined as the vert
and horizontal fundamental modes. The vertical fundame
mode is a product of the Bragg resonant mode of the lon
tudinal cavity and the guided mode of the transverse cav
which propagates and resonates vertically. For a small Br
mirror loss, as in a VCSEL, this mode becomes the domin
lasing mode. The horizontal fundamental mode is created
the Bragg resonant mode of the transverse cavity and
guided mode of the longitudinal cavity. This mode resona
and propagates in transverse directions. Here, the phot
crystal functions as a 2D dielectric mirror and the Bra
mirror acts as a multilayer waveguide. As seen in Fig. 3,
wavelength of both modes is blueshifted from the Bra

FIG. 1. The device schematic, which consists of InAs/GaAs self-organ
quantum dots as the active medium embedded in a photonic crystal d
microcavity. The two-dimensional photonic crystal consists of a triangu
lattice of air holes. In the vertical direction, the microcavity is surrounded
GaAs/AlAs Bragg mirrors.
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FIG. 2. ~a! Calculated transverse mode density along theG-M direction for
a 2D photonic crystal defect cavity with a triangular lattice of air holes. T
wave vectors are normalized with respect to the lattice constant,a. The
calculated longitudinal mode densities are shown in~b! for s polarization
and in~c! for p polarization. The wave vectors are normalized with resp
to the periodicity of the Bragg mirrors,L.
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wavelength due to their lateral mode confinement. T
shaded quarter circular shell represents the emission s
trum from the active region and indicates that light emits a
couples to the modes that overlap with the emission sp
trum of the active region.

Self-assembled InAs quantum dots are formed on G
as coherently strained islands when the lattice mismatch
ceeds 1.8%.10 In our simulation, we consider a GaAs-cappe
pyramidal quantum dot with$101% facets and a square bas
in the ~001! plane.11 The strain tensor is calculated using t
valence force field model of Keating12 and Martin.13 An
eight-bandk•p formulation, which includes coupling be
tween conduction and valence bands, is used for determi
the bound states in a dot.14,15 Within the dipole approxima-
tion, the transition matrix element,uM f i u2, for a single dot
can be expressed as14

uM f i u25u^C f uÃk«Y •pY uC i&u2

5U K (
i 51

8

uif i
~ f !UÃk«Y •pYU(

j 51

8

ujf j
~ i !L U2

'~Ãk,xF f i
x 1Âk,yF f i

y 1Ãk,zF f i
z !Pcv

2 , ~1!

whereÃk denotes the averaged electric field amplitude of
modek in the active region,pY is the momentum matrix ele
ment, «Y is the unit polarization vector,ui denote the eight
Bloch functions,f i the corresponding envelope function
F f i are the envelope function overlap components, andPcv is
a scalar optical matrix element. The spontaneous emis
rate in the cavity can then be expressed, using the Fe
golden rule, as

FIG. 3. Three-dimensional mode density with design parametersl0

51.2mm, L50.213mm, anda50.302mm for ~1! the vertical fundamen-
tal mode and~2! the horizontal fundamental mode. The quarter circular sh
shows the emission spectrum from the active QD region around the fu
mental modes. This region indicates that light emits and couples to
modes that overlap with the emission spectrum of the active region.
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2 uM f i u2rc~E2Ek!Ek5\vk

3re~E2Ei j ! f e~Ei
e! f h~Ej

h!dE, ~2!

whererc is a normalized Lorentzian with a finite linewidt
to take into account the optical loss for cavity modes.re is a
normalized Gaussian centered at a possible transitionEi j be-
tween i, j states in the dot. The linewidth of this Gaussi
represents the inhomogeneous broadening of the emis
from the QD ensemble due to size variation of the dots
curring during the self-organization process. The linewid
therefore represents the number of dots in the cavity.f e and
f h are the occupancy of electrons and holes, respectivel

For an InAs QD with a square base of 160 Å and
height of 80 Å, the emission wavelength is found to be 1
mm, both from theory15 and experiment.16 It is assumed that
the ground state emission from QDs is spectrally aligned
the fundamental modes. In addition, the Q factors for b
the vertical and horizontal fundamental modes are taken
be ;1000,7,17 calculated by the radiation loss in the vertic
and horizontal directions. Hence the cavity linewidth,Dlc ,
is ;1 meV. The spontaneous emission rate of each ca
mode can then be calculated and summed to obtain the
spontaneous emission rate in the cavity, using Eq.~2!. The
calculated spontaneous emission enhancement factors

ll
a-
e

FIG. 4. Calculated values of~a! spontaneous emission enhancement fac
and ~b! coupling factor,b, as a function of QD emission linewidth,Dle .
Maximum enhancement factor is;14 and coupling efficiency is;99%.
The calculations have been done for a cavity of thicknessl and with values
r /a50.32, le5lc51.2mm, and Dlc51 meV. When the QD emission
spectrum completely overlaps the cavity linewidth,Dlc , i.e., Dle!Dlc ,
both factors can no longer be increased.
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plotted in Fig. 4~a! as a function of the QD emission line
width, Dle . The enhancement factor is the ratio of the to
spontaneous emission rate in the cavity to that in free sp
As seen in Fig. 4~a!, the enhancement factor saturates wh
Dle!Dlc . Under this condition, the spectrum of the fu
damental modes completely overlaps the QD emission s
trum and further enhancement of the spontaneous emis
rate is no longer possible. The maximum enhancement fa
is ;14.

The calculated coupling efficiency of spontaneous em
sion to the fundamental modes,b, is plotted in Fig. 4~b!. b is
the ratio of the spontaneous emission rates of two fundam
tal cavity modes, vertical and horizontal, to the total spon
neous emission rate of all cavity modes. The maximum c
pling efficiency is;99%. In Fig. 4~a!, the saturation region
of the enhancement factor corresponds to the conditions
der which the Purcell factor is derived. The Purcell fac
describes the amount by which the spontaneous emis
rate is enhanced for an emitter in resonance with a ca
mode. We compare our results with the Purcell factor,18 Fp

53l3Q/(4p2Vm). The mode volumeVm of a 3D funda-
mental mode is estimated to be 5l3, which givesFp515. It
suggests that the Purcell factor can predict the enhan
spontaneous emission rate for an ideal system where on
single or a few dots are embedded in the microcavity, i
le5lc andDle!Dlc . Otherwise, the enhancement of th
spontaneous emission can deteriorate very quickly when
QD emission linewidth becomes much broader than the c
ity linewidth, as in the case of high density or multiple laye
of self-organized QDs enclosed in the microcavity.
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